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ABSTRACT Micrabaciids are solitary, exclusively azoox-
anthellate deep-sea corals belonging to one of the deepest-
living (up to 5,000 m) scleractinian representatives. All
modern micrabaciid taxa (genera: Letepsammia, Rhombop-
sammia, Stephanophyllia, Leptopenus) have a porous and
often very fragile skeleton consisting of two main micro-
structural components known also from other scleracti-
nians: rapid accretion deposits and thickening deposits.
However, at the microstructural level, the skeletal organi-
zation of the micrabaciids is distinctly different from that
of other scleractinians. Rapid accretion deposits consist of
alternations of superimposed ‘‘microcrystalline’’ (microme-
ter-sized aggregates of nodular nanodomains) and fibrous
zones. In contrast to all shallow-water and sympatric deep-
water corals so far described, the thickening deposits of
micrabaciids are composed of irregular meshwork of short
(1–2 lm) and extremely thin (ca. 100–300 nm) fibers organ-
ized into small, chip-like bundles (ca. 1–2 lm thick). Lon-
ger axes of fiber bundles are usually subparallel to the
skeletal surfaces and oriented variably in this plane. The
unique microstructural organization of the micrabaciid
skeleton is consistent with their monophyletic status based
on macromorphological and molecular data, and points to a
diversity of organic matrix-mediated biomineralization
strategies in Scleractinia. J. Morphol. 272:191–203,
2011. � 2010 Wiley-Liss, Inc.
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INTRODUCTION

The Micrabaciidae is a small scleractinian family
present in the geologic record since the Early
Cretaceous (�135 million years ago) and still
existing today in the deep ocean. In morphological
classifications, micrabaciids were grouped in the
traditional suborder Fungiina (see Stolarski and

Roniewicz, 2001), although Chevalier and Beauvais
(1987: 695) suggested their association with Den-
drophylliina, based on the ‘‘Pourtalès’’ pattern of
septal arrangement and occurrence of the synaptic-
ular wall. Modern micrabaciids are attributed to
four genera Stephanophyllia (Michelin, 1841),
Leptopenus (Moseley, 1881), Letepsammia (Yabe
and Eguchi, 1932), and Rhombopsammia (Owens,
1986), and the only fossil genus is Micrabacia
(Milne Edwards and Haime, 1849). All recent
micrabaciids are exclusively azooxanthellate
(Cairns and Zibrowius, 1997) and (including Micra-
bacia) solitary in growth form, with the largest
specimens reaching approximately 50 mm in calicu-
lar diameter.

Thirteen living species of micrabaciids are known
from all ocean basins, including off continental Ant-
arctica, occurring at depths of 49 to 5,000 m (see
Cairns, unpublished data, http://www.lophelia.org/
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pdf/Cold-water_Corals_Online_Appendix_000.pdf.).
Modern micrabaciids have a light, lace-like skeleton
with perforated wall and septa, and their polyps
(edge-zone) completely cover the corallum. A combi-
nation of three main macromorphological charac-
ters is used to distinguish the Micrabaciidae: i)
unique bifurcation patterns of septa and costae; ii)
alternation of septal and costal insertions; and iii)
presence of a calicular marginal shelf (Wells, 1933;
Cairns, 1989). Recently, Kitahara et al. (2010)
showed that micrabaciids form a deeply-diverging
clade and represent the oldest phylogenetically
scleractinian group with extant representatives
based on mitochondrial gene COI. That finding
encouraged us to select representatives of this
group for more in-depth analysis of the skeleton
with the prospect of finding microstructural criteria
supporting monophyletic status of the group.

The conceptual link between skeletal microstruc-
tural characteristics and molecular phylogenetic
reconstructions is based on the organic matrix-
mediated biomineralization model (Lowenstam and
Weiner, 1989). In this model, organic matrices
composed of complex assemblages of macromole-
cules (proteins and polysaccharides) may control
nucleation, spatial delineation, and organization of
basic microstructural units. Initial attempts to use
these refined, fine-scale morphological characters
combined with skeletal-molecular studies have al-
ready shown their potential to provide support for
molecular-based clades (Cuif et al., 2003b; Benzoni
et al., 2007; Budd and Stolarski, 2009, 2010).
These works showed clearly that traditional micro-
structural concepts such as ‘‘trabeculae’’ and
‘‘centers of calcification’’ (COC) (Bourne, 1887;
Ogilvie, 1897; Vaughan and Wells, 1943) do not
capture the full range of observed variation at the
microstructural level. In particular, the complex
relationships between the mineral and organic-
enriched skeletal phases, and the spatial/temporal
relationships between structurally different skele-
tal regions, cannot be described with these tradi-
tional concepts (see Cuif et al., 1998; Cuif and
Dauphin, 2005b; Stolarski, 2003; Nothdurft and
Webb, 2007; Brahmi et al., 2010). In recent work,
the COC have been redescribed and reinterpreted
as ‘‘rapid accretion deposits’’ (RAD) that are
arranged in different ways and surrounded to
varying degrees by ‘‘thickening deposits’’ (TD) (Sto-
larski, 2003; Brahmi et al., 2010). Briefly recapitu-
lating, RAD are skeletal deposits formed within
well-differentiated regions of skeletal rapid accre-
tion, enriched in organic components. They can
form a more or less continuous zone (cf. rapid
accretion front of Stolarski, 2003) or can be sepa-
rated from each other (cf. centers of rapid accre-
tion of Stolarski, 2003). Thickening deposits are
skeletal structures deposited outside the areas of
rapid accretion and typically consist of layers of
fibers continuous with those of RAD (not in acrop-

oriids and, herein, described micrabciids; Noth-
durft and Webb, 2007) but poorer in organic com-
ponents.

The only attempt to investigate microstructural
features of Micrabaciidae was carried out by
Owens (1984) who followed traditional microstruc-
tural terminology and described micrabaciid septa
as ‘‘composed of trabeculae—stacks of scleroder-
mites, which form the centers of calcification,
arranged in a fan-like series radiating from a point
near the base of the columella’’ (Owens, 1984:
520). Our literature-based observations (e.g.,
Owens, 1984: Fig. 5) suggested, however, that skel-
etal microstructure of micrabaciids is different
from other Scleractinia, because well-defined
crystal boundaries could not be identified within
the fibrous skeleton. In this article, we provide
a description of the unique microstructural organi-
zation of the skeleton in all genera of modern
micrabaciids, which is a new apomorphy of this
scleractinian clade.

MATERIAL AND METHODS
Material

Material used in this study consists of extant micrabaciid
corals and azooxanthellate taxa collected by American,
French, and Australian expeditions. All taxonomic details are
given in figure captions, whereas locality data are provided in
Supporting Information Appendix 1. Specimens illustrated in
this article were subjected to various destructive analyses
and the resulting thin sections, skeletal fragments attached
to microscope stubs are housed at the Institute of Paleobiol-
ogy, Polish Academy of Sciences, Warsaw (ZPAL).

Methods

Dry skeletons of micrabaciids were selected from museum col-
lections or were extracted from formaldehyde or ethanol pre-
served specimens by removing the soft tissue by overnight
immersion in 3% sodium hypochlorite (NaOCl) solution. The
extracted coralla of all micrabaciid taxa (Supporting Informa-
tion Appendix 1) were studied with transmitted light micro-
scope (TLM), scanning electron microscope (SEM), and field
emission scanning electron microscope (FESEM). Samples of S.
complicata were studied with transmission electron microscope
(TEM), samples of L. discus and L. formosissima were studied
with atomic force microscope (AFM), and scanning X-ray micro-
scope (SXM).

Thin (ca. 30-lm thick) and ultrathin (2- to 12-lm thick) sec-
tions of various skeletal elements were observed and photo-
graphed with a Nikon Eclipse 80i TLM. Skeletal microarchitec-
tural and microstructural features were visualized with Philips
XL 20 SEM and LEO1530 FESEM microscopes. Specimens
were observed intact (septal surfaces), as broken but not etched
skeletal samples, or as broken/polished and etched samples.
Transverse or longitudinal polished or broken sections of septa
were exposed for �5 min etching in Mutvei’s solution, following
described procedures (Schöne et al., 2005). Similar effects were
also obtained by �20 s etching in 0.1% formic acid solution, fol-
lowing Stolarski (2003). The etched samples were rinsed with
distilled water and air dried. Once dried, the samples were
mounted on stubs with double-sided adhesive tape and sputter
coated with conductive platinum film.

Atomic force microscopy was performed with a MultiMode
Nanoscope IIIa (Digital Instruments, Veeco) following Stolarski
and Mazur (2005). Standard silicone cantilevers were used for
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measurements in tapping mode. Three signals (height, ampli-
tude error, and phase) were simultaneously collected during
each scan. The coral samples (septa cut transversely to their
growth direction) were polished with diamond suspension of
grain sizes 5 and 1 lm, and then with aluminum oxide (Buehler
TOPOL 3 final polishing suspension with particle size 0.25 lm).
After polishing, the sections were rinsed in Milli-Q water and
washed in an ultrasonic cleaner for 10 s. The polished samples
were then etched in 1% ammonium persulfate in McIlvain
buffer (pH 5 8) for 10 min, followed by rinsing in deionized
water and drying.
Diffraction patterns of the skeleton’s aragonite crystals were

analyzed using a JEOL 2100F TEM operating at 200 kV,
equipped with a field emission gun, a high-resolution UHR pole
piece and a US4000 GATAN camera. Samples (ultrathin foils),
cut from the middle of the septa, were prepared using a FEI
STRATA DB 235 FIB (focused ion beam) milling machine
equipped with a Ga liquid metal ion source (30-kV Ga beam af-
ter in situ deposition of a 1-lm-thick platinum layer). A �20 3
5.5 3 1 lm3 foil was transferred to a special omniprobe half-
TEM grid within the vacuum chamber with an Omniprobe
micromanipulator. This foil was subsequently further thinned
to �100 nm with decreasing ion-beam currents and at lower
energy. Selected area electron diffraction (SAED) patterns were
acquired using an aperture of 150 nm in diameter. For that
purpose, orientation of the FIB foil was set so that one crystal
was observed parallel to the [2112] zone axis. Then, keeping
the FIB foil orientation fixed, the diffraction patterns of differ-
ent areas showing high- and low-diffraction contrasts were
checked. Electron diffraction patterns were recorded on a
US4000 GATAN camera.
High-spatial resolution X-ray fluorescence mappings of sulfur

content were performed at the X-ray microscopy beamline ID21
of European Synchrotron Radiation Facility, Grenoble, France,
following Cuif et al. (2003a) procedures. The X-ray beam, mono-
chromatized by means of double-crystal [Si(111)] fixed exit
monochromator, was tuned to an energy just above the K-edge
of sulfur. The Kirkpatrick-Baez mirror arrangement was used
to focus the X-ray beam down to size of 0.3 3 0.8 lm2. The X-ray
fluorescence spectra were recorded by HpGe detector placed at 908
scattering angle. A 2D image was obtained by point-by-point scan
of the sample across the focal point of the beam, with typical expo-
sure time of 150–300 ms per point.

RESULTS

Four extant micrabaciid genera (Leptopenus,
Letepsammia, Rhombopsammia, and Stephano-
phyllia) are clearly identified based on macromor-
phological characters (Cairns, 1989). However,
at the microstructural level, all representatives of
the group share very similar features. Figures 1–8,
Table 1, and Supporting Information summarize
our observations. References to particular taxa are
made to highlight some structural differences or to
indicate that only those species were examined.

Transmitted Light Microscopy Observations

Two main components are typically recognized
in the skeleton of the examined micrabaciids
(Figs. 1I, 4B, 5B,C, and Supporting Information
Figs. 1, 2): rapid accretion deposits (RAD) and
thickening deposits (TD).

In longitudinal sections of septa, RAD are com-
posed of alternations of darker and brighter com-
ponents (Figs. 4B, 5C, and Supporting Information

Figs. 1A,D, 2B, see also Fig. 8). Darker compo-
nents show microcrystalline structure, whereas
lighter layers are formed by fibers (ca. 10–20 lm
in length). The fibers show crystallographically or-
dered structure indicated by complete light extinc-
tion of fiber bundles every 908 during rotation of
the section in polarized light (see transverse vs.
longitudinal sections: Fig. 5B,C, respectively). In
transverse thin-sections, RAD form a continuous
mid-septal zone (up to 100-lm wide) or distinct
regions that are separated from each other (cf.
Stolarski, 2003). Depending on the vertical posi-
tion of the transverse section, the central zone of
sectioned RAD may consist of microcrystalline or
fibrous deposits.

Thickening deposits are formed by short (ca. 1–2
lm) fibers whose variable orientation with respect
to the section plane is illustrated by a wide range
of interference colors (from black to maximum)
and lack of coordinated light extinction within
the groups of fibers. The boundaries between
successive layers of TD are not sharp (Figs. 1I,
5B), although occasionally clear enough (alterna-
tion of more and less transparent layers) to
observe their directions (Supporting Information
Figs. 1D, 2E).

Longitudinal sections of the distal parts of septal
teeth and spines show discontinuous RAD and TD
regions: distal-most zones are composed of RAD
only (Figs. 4B, 5B) and more proximal parts are
formed by RAD surrounded by TD layers (Sup-
porting Information Figs. 1E, 2A,B, F vs. Support-
ing Information Figs. 1D, 2E). Sectioned material
often shows tiny fractures (Figs. 1I, 5C, 7) that,
most commonly, are parallel to the skeletal surfaces
(fractures follow direction of the growth layers).

SEM and FESEM Observations

At low/moderate magnifications (e.g., Fig.
2A,B), skeletal surfaces are relatively smooth,
but septal faces of Letepsammia, Stephanophyl-
lia, and Rhombopsammia are covered with
pointed granules up to �100-lm long. Occasion-
ally, tips of septal spines/teeth are also covered
with small (ca. 20 lm in diameter) and flat gran-
ules. At higher magnification (Figs. 1F, 5D), most
of the skeletal surfaces are covered with flat,
irregularly arranged, chip-like bundles of fibers,
which usually are smaller than 1 lm in width
and 1–2 lm in length. Chip-like microtexture is
missing from the septal edges and other distal-
most skeletal parts (tips of septal spines, etc.);
those regions are either completely smooth or
show linear grainy texture (e.g., Fig. 4D).

In etched sections of septa, the same microstruc-
tural components can be distinguished as under
light microscopy: RAD and TD. Rapid accretion
deposits form a homogenous mid-septal zone or
are organized into centers of rapid accretion (CRA)
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Fig. 1. Microscale skeletal characters of common zooxanthellate (Acropora, left column) and azooxanthellate (Desmophyllum,
middle column) scleractinian taxa compared with similar features of typical micrabaciid Rhombopsammia (right column). A: Side
view of the branch of Acropora cervicornis (Lamarck, 1816) [ZPAL H.25/12]; B: Distal view of Desmophyllum dianthus (Esper,
1794) [ZPAL H.25/5]; C: Distal view of Micrabaciid Rhombopsammia niphada Owens, 1986 [ZPAL H.25/11]; D: SEM micrograph of
skeletal surface showing scale-like bundles of fibers of Acropora cervicornis (Lamarck, 1816) [ ZPAL H.25/12]; E: SEM micrograph
of smooth skeletal surface formed by densely packed tips of fiber bundles that are perpendicular to the septal surface of Desmo-
phyllum dianthus (Esper, 1794) [ZPAL H.25/5]; F: SEM micrograph of septal surface covered with irregular meshwork of fiber bun-
dles of Micrabaciid Rhombopsammia niphada Owens, 1986 [ZPAL H.25/11]. G: Transverse thin-section showing long, scale-like
units of Thickening deposits (TD), subparallel to the septal plane of Acropora cervicornis (Lamarck, 1816) [ ZPAL H.25/12]. Scale-
like units, cut along their long axis, show uniform light extinction positions (polarized light), suggesting similar arrangement of
crystallographic axes of fibers. H: Transverse sections of Desmophyllum dianthus (Esper, 1794) [ZPAL H.25/5] showing bundles of
fibers (arrows) with complete light extinction (polarized light); I: Thin-section (polarized light) with ‘‘microcrystalline’’ (dark) and fi-
brous (vivid interference colors) RAD components of Micrabaciid Rhombopsammia niphada Owens, 1986 [ZPAL H.25/11]; crystallo-
graphically ordered structure of fibrous components is indicated by complete light extinction of fiber bundles every 908. In contrast,
short TD fibers show variable crystallographic orientation and lack of coordinated light extinction within the groups of fibers. Note
fractures that follow direction of the growth layers; J: SEM micrograph (etched sample) of transverse thin-section showing long,
scale-like units of Thickening deposits (TD), subparallel to the septal plane of Acropora cervicornis (Lamarck, 1816) [ ZPAL H.25/
12]; K: SEM micrograph (etched sample) of transverse sections of Desmophyllum dianthus (Esper, 1794) [ZPAL H.25/5] showing
bundles of fibers (arrows) with complete light extinction; L: SEM micrograph (etched sample) of irregular meshwork of fibers on
the transverse section of septumof Micrabaciid Rhombopsammia niphada Owens, 1986 [ZPAL H.25/11].
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composed of alternated ‘‘microcrystalline’’ and fi-
brous parts (Fig. 2D; see also Stolarski, 2003). The
‘‘microcrystalline’’ parts of RAD are aggregates of
much smaller, nanocrystalline units (few tens of
nanometers; Figs. 2E, 4F). Thickening deposits are
composed of chip-like fiber bundles that show

extremely thin (ca. 100–300 nm) and short (ca. 1–2
lm) parallel fibers (Figs. 2F,G, 4E, 5E,F). Bundles
of fibers form an irregular meshwork within the
skeleton but their longer axes are usually subpar-
allel to the skeletal surfaces. Successive growth
layers are not distinct.

Fig. 2. Skeletal microstructure of micrabaciid Stephanophyllia complicata Moseley, 1876 [ZPAL H.25/10]. (A) Distal view of the
entire corallum, and (B) broken, etched part of which various regions are magnified below; (C, polarized light) Thin-section with
superimposed layers of ‘‘microcrystalline’’ (dark) vs. fibrous rapid accretion deposits (RAD) (arrows); thickening deposits (TD) are
composed of short fibers with variable crystallographic orientation; (D) RAD often form continuous mid-septal zone (micrometer-
size bundles of fibers (arrows) are part of RAD); (E) ‘‘Microcrystalline’’ RAD are aggregates of much smaller, nanocrystalline units.
(F) RAD often form continuous mid-septal zone but can also be organized as CRA. (G) FESEM micrographs of TD composed of
irregular meshwork of fibers organized into small bundles. (H) FESEM micrographs of close-up on the fiber bundles formed by
extremely thin and short parallel fibers. (B, D–F) SEM.
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AFM Observations

AFM observations of the polished and etched
sections of Letepsammia formosissima (Fig.
6B,D,F) and Leptopenus discus (Fig. 6A,C,E) show
that RAD regions have nanocomposite structure:
mineral grains have �30–100 nm in diameter and
may form larger aggregates. Individual nanograins
have a semicircular outline and are separated
from each other by a few nanometers. As seen
from the phase images, the material that sepa-
rates or envelops individual nodular nanodomains
is relatively soft (dark color on the image), which
suggests that it is organic in nature (Fig. 6E,F).

TEM Observations

Using focused ion beam (FIB) milling, we pre-
pared an ultrathin foil (<150 nm) from a septum
of Stephanophyllia complicata. The selected region
(section perpendicular to the septal plane) was

composed of TD. Morphology of crystals observed
in TEM is consistent with that shown by SEM
(e.g., central crystal, SAED pattern i). Selected
area electron diffraction patterns were all consist-
ent with aragonite (Pnma, a 5 5.744 Å, b 5 4.96
Å, c 5 7.97 Å). The sample was tilted so that one
crystal (Fig. 3E) was observed parallel to the
[2112] zone axis. Diffraction patterns of other ran-
domly scattered areas showing weak and strong
diffraction contrasts were checked subsequently.
By indexing SAED patterns based on aragonite
structure, it was observed that crystals do not
show any particular common crystallographic
arrangement.

SXM Observations

A map of sulfur distribution was made with the
scanning X-ray microscope (SXM) operating in the
X-ray fluorescence mode. Sulfur (probably associ-

Fig. 3. TEM analysis of micrabaciid Stephanophyllia complicata Moseley, 1876 [ZPAL H.25/10]. (A) Transverse, thin-section
with enlarged region showing localization of FIB foil (B). (G) Bright field image of the FIB foil. Electron diffraction patterns (C-F,
H-K) were obtained from crystal regions marked on the FIB foil: determined zone axes for diffraction patterns (D), (E), (I), (J), and
(K) are [121], [-112], [010], [-1-34] and [23-2] respectively.
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ated with sulfated polysaccharides) shows a slight
decrease in the central region of septum (Fig. 7C).
Delicate banding corresponds to structural fea-
tures visible in Fig. 7A,B. More transparent
regions of the section (including fibrous zones) are
slightly enriched in sulfur, whereas darker spots
are depleted in sulfur.

DISCUSSION

The micrabaciids represent a unique biomineral-
ization strategy among the scleractinian corals.
The extant micrabaciids have been recovered from
all oceans and from widely different depths (Sup-
porting Information Appendix 1). Despite such a
wide range of environmental conditions, a number
of distinct skeletal properties, discussed below, are
conserved among all representatives of this family.
Furthermore, molecular data (Kitahara et al.,
2010) show that the micrabaciids represent a phy-
logenetically well-defined clade. By comparison

with other scleractinian coral clades that can be
diagnosed based on microstructural criteria, our
results strongly suggest that formation of the
scleractinian skeleton is biologically controlled
down to the microstructural level. It also suggests
that this biological control is not easily perturbed
by environmental factors, such as temperature, sa-
linity, pressure, and probably also aragonite satu-
ration state.

Structural and Compositional Aspects
of the Micrabaciid Skeleton

At the macroscopic level, the fragile skeleton of
micrabaciids is characterized by a unique bifurca-
tion pattern of septa and costae, alternation of sep-
tal and costal insertions, and the presence of calic-
ular marginal shelf (Cairns, 1989; see also Fig. 8).

At the microstructural level, the micrabaciid
skeleton belongs to a rare category of scleractinian
corals with RAD and TD spatially separated and

Fig. 4. Skeletal microstructure of micrabaciid Leptopenus discus Moseley, 1881 (ZPAL H.25/7). (A) Formaldehyde preserved
specimen with the soft tissue (brown) constituting the main part of the animal; delicate skeleton (white) is deeply embedded within
the polyp’s tissue. (B) Longitudinal thin-section of septal spine with superimposed layers of ‘‘microcrystalline’’ vs. fibrous rapid
accretion deposits (RAD). (C) Central part of the skeleton, and (D) close-up of the septal spine surface showing its linear texture.
(E) Close-up of thickening deposits fibers. (F) Nanograins in rapid accretion deposits. (B) Polarized light, (C) SEM, and (D–F)
FESEM micrographs.
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distinctly organized (Fig. 8; see different models of
microstructural organization of the scleractinian
skeleton in Stolarski, 2003; Cuif and Dauphin,
2005b; Nothdurft and Webb, 2007). The most distal
parts of micrabaciid skeleton (teeth, septal lobes,
or spines) are composed exclusively of RAD, that
is, superimposed layers of organic-enriched ‘‘micro-
crystalline’’ and fibrous components (Figs. 4B, 5C;
Supporting Information Fig. 2B,F). The surface of
the RAD-composed skeletal parts is smooth and/or
shows delicate longitudinal tracks of the fibers
(e.g., Fig. 4D). In more proximal skeletal parts, TD
become recognizable and are distinguishable from
RAD regions by an irregular meshwork of fiber
bundles (Supporting Information Fig. 1D).

Rapid accretion deposits. Microcrystalline
RAD components in micrabaciid skeleton are
formed by micrometer-sized aggregates of nodular
nanodomains (typically 30–100 nm in diameter),
which also have been reported in other scleracti-
nian corals (Stolarski, 2003). However, in previous

studies, the occurrence of nanodomains was usu-
ally not precisely correlated with the microstruc-
tural /mesostructural organization (see also Stolar-
ski and Mazur, 2005; Cuif and Dauphin, 2005a,b).
An interactive envelope, or cortex, that surrounds
individual nodular nanodomains (Fig. 6D,F) is
most likely formed by organic components and is
particularly abundant in that zone (Stolarski,
2003; Cuif et al., 2005a,b). Nodular nanodomains
have not been observed in other skeletal parts of
micrabaciid skeleton (e.g., TD, fibrous RAD depos-
its) and this difference might be a result of differ-
ent relative abundances of biopolymer between
microcrystalline-RAD and fibrous-RAD/TD depos-
its. The importance of biopolymer composition on
crystallization of nanocrystalline domains from the
amorphous calcium carbonate precursors is sug-
gested by biomimetic experiments (Meldrum and
Cölfen, 2008).

In all examined micrabaciid coralla, the RAD
are composed of superimposed organic-enriched

Fig. 5. Skeletal microstructure of micrabaciid Letepsammia formosissima (Moseley, 1876). (A) Distal view of the corallum. (B)
Transverse thin-section of septum with rapid accretion deposits (RAD) with central ‘‘microcrystalline’’ zone surrounded by crystallo-
graphically aligned bundles of fibers; thickening deposits (TD) composed of short fibers with variable crystallographic orientation.
(C) Longitudinal thin-section of septal lobe with superimposed layers of ‘‘microcrystalline’’ vs. crystallographically aligned bundles
of RAD fibers (note lack of TD). (D–F) Irregular meshwork of fibers of TD on the skeletal surface (D). (E) TD-fibers in etched,
transverse section of septum. Enlargement of a single bundle shows that it is formed by extremely thin, parallel fibers (F). (B,C)
polarized light and (D–F) FESEM micrographs. A–C H.25/9; D–F H.25/8.
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‘‘microcrystalline’’ and fibrous layers. This is con-
sistent with observations of longitudinally sec-
tioned RAD in other scleractinians (Wise et al.,
1970; Wise, 1972; Jell, 1974; Jell and Hill, 1974;
Stolarski, 2003; Nothdurft et al., 2006) and sug-
gests a common physiological mechanism responsi-
ble for this structural alternation, irrespective of
ecological (shallow water vs. deep water) and phys-
iological (zooxanthellate vs. azooxanthellate) condi-
tions. Differences between RAD components
among various taxonomic groups are related to i)
their diameter (e.g., Flabellum, ca. 10 lm vs. Pla-
tygyra, ca. 20 lm; Stolarski, 2003), ii) isolated vs.
continuous arrangement along the growing front
of a septum (e.g., Guynia vs. Truncatoguynia; Sto-
larski, 2000), iii) formation of larger aggregations
(e.g., in traditional Faviina, see Budd and Stolar-
ski, 2009), and iv) the relative thickness of the

microcrystalline vs. fibrous zones (e.g., thick TD
zone in many traditional mussids vs. narrow TD
zone in Fungiacyathidae, see Budd and Stolarski,
2009; Stolarski, unpublished data).

Thickening deposits. The main microstruc-
tural feature that distinguishes micrabaciids from
all other scleractinian groups is the structure of
their TD. Traditionally, thickening deposits (fibers)
are considered as bundles of biocrystals oriented
more or less perpendicularly to the growing surfa-
ces. This is actually observed in many corals with
relatively smooth skeletal surfaces (e.g., Desmo-
phyllum, Guynia, see Stolarski, 2000, 2003). How-
ever, in corals with more complex skeletal surfaces
textures, the microstructural organization is also
more diversified (preliminary study by Stolarski,
2007). For example, vesicular or lens-shaped fi-
brous units outlined by organic envelopes occur in
corals with microtuberculated or ‘‘gooseflesh’’ skel-
etal microtexture (e.g., Seriatopora, Pocillopora,
Gardineria, Anthemiphyllia), whereas laminar
microstructural organization of TD are observed in
corals with scale-like (shingle) surface texture
(e.g., Acropora, Flabellum). In micrabaciids, skele-
tal elements thickened by TD can be easily distin-
guished from RAD regions by their irregular criss-
cross pattern of bundles of fibers observed on the
skeleton surface. This pattern reflects the internal
organization of TD, which consists of chip-like
bundles of extremely thin fibers. The chip-like
bundles form an irregular meshwork within the
skeleton: longer axes of fiber bundles are subparal-
lel to the skeletal surfaces but show variable crys-
tallographic orientation within this plane. One
result of this variable orientation of TD fibers is a
lack of distinct boundaries between successive
growth layers.

Sulfated polysaccharides. Sulfated polysac-
charides occur in calcareous skeletons of various
organisms including corals (Cuif et al., 2008).
Among scleractinian corals examined so far (i.e.,
Favia stelligera, Lophelia pertusa, see Cuif et al.,
2003a; Acropora digitifera, Diploastrea labyrinth-
ica, Montastraea curta, Porites cf. australiensis, see
Cuif and Dauphin, 2005a), the RAD (or centers of
calcification) have been found to be relatively S
enriched if compared with the surrounding fibrous
aragonite. However, in the septa of the micrabaciid
L. formosissima, the sulfur distribution (Fig. 7C) is
not similar to these previous data. Fluorescence
observed at 2.4817 keV, corresponding to the main
peak of S K-edge spectra of sulfated polysaccharides
(chondroitin sulfate A; Cuif et al., 2003a) indicate
that the RAD and TD contain about the same level
of S. The lack of distinct S banding within Letep-
sammia TD is likely to be the result of the absence
of clear boundaries between successive layers in the
TD. Furthermore, the central part of septum of L.
formosissima containing the RAD does not show rel-

Fig. 6. AFM images showing nanocomposite structure of the
rapid accretion deposits (‘‘microcrystalline’’ regions) of micraba-
ciids (A, C, E) Leptopenus discus Moseley, 1881 [ZPAL H.25/7]
and (B, D, F) Letepsammia formosissima (Moseley, 1876) [ZPAL
H.25/9]. Individual nanodomains are enveloped by a material
with a different interaction with the AFM tip—most likely or-
ganic materials (arrows in D, F). Height–2D projection (A, B),
amplitude (C, D), and phase (E, F) images.
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ative S enrichment. This could indicate that, due to
the unusual ultrastructural organization of the
micrabaciid skeleton, the abundance of organic

materials, including polysaccharides, is fairly homo-
geneous in the septa. However, additional analyzes
are underway to test this hypothesis.

Fig. 7. Transversally sectioned septum of micrabaciid [ZPAL H.25/8] Letepsammia formosissima (Moseley, 1876) in SEM (A,
etched surface) and transmitted light (B, thin section) views compared with scanning X-ray microscope 2D microfluorescence map
of sulfur distribution (C). Encircled regions in (A) shows irregular meshwork of fiber bundles of the TD (lower-left circle) and fibers
of RAD deposits (upper-right circle). Sulfur (probably associated with sulfated polysaccharides) shows slight decrease in the central
region of septum; delicate banding corresponds to structural features visible in A,B. More transparent regions of the section
(including fibrous zones) are slightly enriched in sulfur. Arrows (A,B) mark tiny fractures that follow direction of the growth
layers.

Fig. 8. Macrostructural and microstructural characters of micrabaciid skeleton. (A) Distal view of corallum with straight septa
of two first cycles (grey dots in one sextant) and multiple bifurcations of other cycles. (B) Distal part of perforated septum with
position of the portion enlarged in (C). Idealized, three-dimensional model of micrabaciid skeletal microstructure. Rapid accretion
deposits (RAD) are composed of alternations of ‘‘microcrystalline’’ (micrometer-sized aggregates of nodular nanodomains) and fi-
brous zones. Distalmost parts of the skeleton are composed exclusively of RAD and more proximal parts are covered by layers of
TD. TD consists of irregular meshwork of fiber bundles oriented subparallel to the surface (D,E).
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Molecular Data and the Possible Link with
the Skeletal Microstructures

Over the past few years, in-depth skeletal studies
of various groups of Scleractinia were undertaken,
showing remarkable diversity in organization of orga-
nomineral skeletal units. Preliminary attempts at
using those fine-scale characters in combined skele-
tal-molecular studies have shown their potential to
resolve conflicting results between molecular and tra-
ditional classifications (Cuif et al., 2003b; Benzoni
et al., 2007; Budd and Stolarski, 2009, 2010). The
diversity of skeletal microstructural patterns and
their close association with members of some molecu-
larly distinguished clades suggest a genetically coded
biological control of mineralization (organomatrix-
controlled skeletogenesis). Possible agents of such
biomineralization control include organic macromole-
cules, in particularly proteins, whose functional sig-
nificance in biomineralization has been tested in vitro
in various groups of organisms (e.g., in mollusks, see
Falini et al., 1996; Gotliv et al., 2003; Fu et al., 2005;
Kim et al., 2006). Proteinaceous components inti-
mately associated with the mineral phase have also
been described in scleractinian skeletons (Fukuda
et al., 2003; Puverel et al., 2005). Research on gene
expression that encode such proteins (galaxins and
amgalaxin-like molecules) suggested that both types
of molecules are involved in the deposition of two
structurally different mineral components. Galaxins
may be involved in controlling the fiber-like arago-
nite, and Amgalaxin-like molecules are associated
with granular calcification (Reyes-Bermudez et al.,
2009). These studies herald a new type of combined
molecular and structural analyses aiming at finding
a link between hierarchical organization of skeletal
biocrystals and functionality of organic macromole-
cules secreted by the coral organism that actively par-
ticipate in the biomineralization processes. We expect
that such a link may appear strong among corals
showing a very distinct microstructural organization,
and whose molecular phylogenetic position is well
established. Up to now, the most striking example of
this kind was acroporiids, which is the largest group
of modern Scleractinia. This group forms a well-sup-
ported molecular clade (Wei et al., 2006), and all rep-
resentatives show unique, scale-like organization of
TD deposits (Wallace and Wolstenholme, 1998). The
distinct and consistent microstructure of TD deposits
in micrabaciids supports the monophyletic status of
the group suggested by molecular phylogeny (Kita-
hara et al., 2010). Ongoing research is aimed at find-
ing a common biochemical characteristic of micraba-
ciid organic molecules that may be responsible for
unique microstructural organization of TD fibers.
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bres 2. Les Polypes. Verdiére: Paris. pp 1–568.
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