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Summary

This report is the fifth in a series of bibliographies of work on the photocatalytic oxidation of organic or
inorganic compounds in air or water and on the photocatalytic reduction of inorganic compounds in water that
were published in May 1994, October 1995, January 1997, and January 1999. The previous reports included
663, 574, 518, and 1517 citations, respectively. This update contains information extracted from 1149 new
references to papers, books, and reports from searches done between October 1996 and April 2001.  There are
an additional 325 references to literature from a search that covered the period April to October 2001.  These
are not cited in the body of the report.  There are also 1555 new patents referenced to October 2001. The new
citations include some references from prior years that were not included in the previous reports. The general
focus of the work is removing hazardous chemical or biological contaminants from air, water, and surfaces.
This report also references work on properties of semiconductor photocatalysts and the application of
photocatalytic chemistry in organic synthesis. The organization is the same as in the previous reports in this
series.  Patents are again included as a separate list because of the large number that are being published. The
first part of the report gives citations for work done in a few broad categories that are generic to the process.
Three tables provide references to work on specific substances. The first covers organic compounds that are
included in various lists of hazardous substances identified by the U.S. Environmental Protection Agency
(EPA). The second lists compounds not included in that table, but that have been treated in a photocatalytic
process. The third covers inorganic compounds that have been treated by a photocatalytic process.
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1.0  Introduction
This update in combination with the previous reports1,2,3,4 provides a comprehensive bibliography of the
published work on photocatalytic chemistry and processes available in the open literature. It will be of most
use to scientists and engineers interested in using heterogeneous photocatalytic oxidation or reduction
processes in environmental remediation, process emission control, indoor air quality, or other applications in
which oxidation or reduction chemistry on illuminated semiconductor surfaces can occur. A few citations are
included for work on photoelectrochemical systems for water splitting or electricity production but these are
major areas of research in their own right and are not included in the literature survey.  Because of the large
number of documents, no attempt has been made to critically assess the information in the cited literature. The
combined reports include more than 6200 citations to work published between 1970 and the middle of 2001.
The literature cited includes U.S. and foreign patents. Information was compiled by manually scanning the
literature and by searching commercial databases. This update includes some citations to work done before
1999 that were not included in the previous reports. Some citations have doubtless been missed, and topics
covered in some papers may not have been identified and covered in every appropriate category. The author is
grateful to the many people who sent references and reprints of their work. Coverage is limited to
heterogeneous processes, except in a few cases where review material for homogeneous processes is relevant
to heterogeneous photocatalytic chemistry. The author invites readers to send references to relevant work that
has been missed to the mailing or e-mail address included in Section 5.3.

The number of new publications, including patents, continues to grow each year, as shown in the plot in
Figure 1. The growth in patents is primarily due to the high level of commercial interest in applications being
developed in Japan. The number of papers, reports, and conference proceedings has leveled off at about 400
per year.  The low number for 2001 reflects the fact that the search for the current year includes only the
material available during the first half of the year.

                                                
     1Blake, Daniel M. (1994). Bibliography of Work on the Photocatalytic Removal of Hazardous Compounds
from Water and Air. NREL/TP-430-6084. Golden, CO:  National Renewable Energy Laboratory.  75 pp. 
[DE94006906]. Available from the National Technical Information Service, Springfield, VA 22161.

2Blake, Daniel M. (1995). Bibliography of Work on the Photocatalytic Removal of Hazardous Compounds
from Water and Air. Update Number 1, to June 1995. NREL/TP-473-20300. Golden, CO: National Renewable Energy
Laboratory. 102 pp. Available from the National Technical Information Service, Springfield, VA 22161.

3Blake, Daniel M. (1997). Bibliography of Work on the Photocatalytic Removal of Hazardous Compounds
from Water and Air. Update Number 2, to October 1996. NREL/TP-430-22197.  Golden, CO: National Renewable
Energy Laboratory. 88 pp. Available from the National Technical Information Service, Springfield, VA 22161.

4Blake, Daniel M.  (1999).  Bibliography of Work on the Photocatalytic Removal of Hazardous Compounds
from Water and Air. Update Number 3, to January 1999. NREL/TP-570-26797.  Golden, CO: National Renewable
Energy Laboratory.  pp 163. Available from the National Technical Information Service, Springfield, VA 22161.
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Figure 1. Citations and patents related to photocatalytic chemistry.

The photocatalytic oxidation of organic compounds in water has received the most attention, but there is a
rapidly increasing amount of work on the oxidation of volatile organic or inorganic compounds in the gas
phase. Photocatalytic reduction of organic compounds and metal-containing ions is also well established.
Studies of cell killing and disinfection by illuminated titanium dioxide (TiO2) have also been increasing in
number.  More than 1000 substances have been tested to date.

References to test work on new compounds is included in the tables in Section 3. The most-studied
compounds are phenol derivatives, dye compounds as a class, pesticides and herbicides as a class, oxides of
nitrogen, and chlorinated solvents such as tri- and per-chloroethylene and chloroform. Researchers have found
that, in the presence of TiO2, a wide range of surfacants are mineralized and a variety of bacteria, viruses,
cancer cells, and other cell types are killed by irradiation with near ultraviolet light. A wide range of high
molecular weight compounds representative of surface soiling agents have been studied as part of the work on
self-cleaning surfaces.  The breadth of work attests to the very wide range of applications that are being
considered for the technology. The self-cleaning and wetting properties of irradiated titanium dioxide surfaces
are now the subjects of a high level of interest because of the potential for commercial applications.

The section on companies active in the field has not been updated for this report because little new
information was available to the author. The high level of R&D activity directed toward commercial
development, particularly by Japanese companies, is indicated by the continued patent activity (see the patent
list in Section 5.2).  The assignees can give an indication of the companies involved in the field.

The following sections cover reviews written on various aspects of the technology, work in developing and
testing photocatalysts and oxidants, engineering issues, other topics, and patents. These sections include
information that can apply to a range of applications. They are followed by tables listing references to work
performed on specific substances. References to work on systems in which the compound to be treated is
carried in the gas phase or on a surface exposed to air are indicated by the prefix “g” in the citation number.  
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2.0  Generic Information
This section references work that spans the field of photocatalytic processes.

2.1  Reviews and Articles

Reviews have been written covering many aspects of photocatalytic chemistry and technology. This section
also includes reviews written before 1999 that were not cited in the previous reports. Reviews covering the
broad topics can be found in the following: 

General coverage – 57, 250, 310, 311, 320, 350, 363, 472, 492, 517, 527, 561, 624, 685, 738, 772,
779, 787, 816, 856, 893, 894, 924, 951, 952, 955, 986, 990, 1001, 1084, 1105, 1121; semiconductors
and supports – 17, 18, 24, 255, 256, 261, 277, 350, 365, 448, 472, 517, 542, 584, 598, 671, 674, 764,
767, 772, 826, 879, 880, 893, 952, 1003, 1005, 1008, 1016, 1017, 1025, 1040, 1041, 1059, 1069,
1110; photocatalytic reactors – 429, 1025; methodology for comparing reaction systems – 54, 96, 161,
162, 776; mechanisms/activity – 776; femtosecond diffuse reflectance spectroscopy – 255, 256;
nanocrystalline semiconductors – 147, 340, 404, 406, 495, 584; photoelectrochemical systems - no
new reports; solar – 61, 150; companies active in the field – 806; adsorption – no new reports;
disinfection, cell killing, and toxicology – 6, 58, 238, 241, 242, 243, 295, 297, 602, 679, 749, 836,
880, 955, 961, 1004, 1083; water treatment – 6, out of , 624, 986; indoor air quality – 236, 238, 241,
242, 243, 295, 655, 679, 750, 779, 855, 880; environmental applications – 17, 20, 22, 23, 25, 252,
259, 277, 320, 337, 345, 356g, 524, 358, 538, 553, 558, 620g, 621g, 622g, 623g, 624, 738, 857, 858,
862g, 863g, 864g, 865g, 892, 955, 1008, 1016, 1041, 1043, 1063; self-cleaning surfaces – 55, 237,
239, 240, 241, 242, 295, 296, 297, 408, 558, 655, 679, 855, 858, 892, 955, 956, 957, 959, 960;
energy storage – no new reports; preparation and application of semiconductor thin films and coatings
– 237, 455, 958, 961, 1040, 1041, 1059, 1110; iron doped titanium dioxide as photocatalysts – no
new reports; organic synthesis – 20, 399, 747, 816; carbon dioxide reduction – 399, 1029; water
splitting – 769; intercalation compounds – no new reports; oxidation of chlorophenols – no new
reports; comparison of advanced oxidation processes – 130; issues and questions in application of
photocatalysis – no new reports; reactors – 96; problems of immobilization of catalyst – no new
reports; fate of organic nitrogen – 2; activation of oxygen – no new reports; surfactant removal – no
new reports; charge injection into semiconductor particles – 1029; activating titanium dioxide with
visible light – 17, 18, 19, 20, 21, 22, 23, 24, 25, 320, 1040; specialty grades of titanium dioxide – 29,
251, 256, 328, 1039; comparison of advanced pollution control methods – 130; mechanisms of
polymer degradation – 552; photography and imaging – no new reports; analytical chemistry
applications – 665; pesticide oxidation – 130; applications and markets – 16, 228, 238, 241, 252, 295,
296, 297, 299, 363, 431, 438, 472, 492, 584, 620g, 685, 746, 748, 787, 806, 855g, 856, 857, 858,
951, 952, 990, 1001, 1017, 1039, 1069.

2.2  Photocatalysts

The nature of the photocatalyst determines the rate and efficiency of the process. The anatase form of titanium
dioxide has the desirable properties of being chemically stable, readily available, and active as a catalyst for
oxidation processes. The 3.2 eV band gap matches the output of a wide variety of readily available lamps but
is not ideal for solar applications. Rutile has a smaller band gap, 3.0 eV, but only a few reports observe
photocatalytic activity for this form. The photo efficiency for reaction of target molecules is generally rather
low, particularly for the aqueous phase processes. A major body of work has been directed toward modifying
titanium dioxide and testing other semiconductors to identify ways to increase process efficiency and to
improve the overlap of the absorption spectrum of the photocatalyst with the solar spectrum. This work is
broken down into a few broad categories and covered in the references cited.
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2.2.1  Modified Titanium Dioxide

Titanium dioxide and modified forms, including commercially available forms, heat-treated materials, and
materials prepared by a range of techniques: 

sol-gel – 1, 7, 31, 56, 80, 84, 85, 88, 109, 145, 146, 148, 162, 179, 190, 214, 221, 234, 247, 299, 300,
305, 316, 330, 332, 333, 368, 378, 382, 383, 384, 389, 420g, 421g, 435, 436, 443, 481, 511, 562,
636, 637, 696, 711, 713, 726, 743, 744, 755, 785, 841, 856, 878, 923, 925, 946, 1013, 1037, 1057,
1062, 1064, 1070, 1109; controlled hydrolysis of TiCl4  or Ti(OR)4 – 91, 92, 98, 284, 470, 997, 1094,
1114; hydrothermal treatment – 76, 435, 436, 437, 687, 1014, 1056; heat treatment – 98, 119, 169,
170, 190, 268, 294, 331, 372, 382, 397, 437, 470, 481, 497, 498, 646, 692, 701, 725, 743, 780, 929,
1078, 1119, 1120; microwave – 39, 910; colloidal, quantized, or nano-crystalline – 88, 126, 153, 157,
163, 165, 166, 274, 275, 319, 388g, 389g, 405, 410, 490, 491, 500, 512, 540g, 675, 762, 910, 965,
1085, 1086, 1112, 1113, 1124; nanotubules – 1, 404, 1116; xerogel/aerogel – 167, 168, 411, 786,
894; mesoporous – 152, 153, 154, 155, 157, 818, 819; interfacial gelling – 392; superacid – 234;
fibers – 433, 927; electrochemical deposition – 565; flame synthesis –no new reports; titanium
dioxide from different vendors – 29, 41, 51, 78, 125, 143, 161, 162, 178, 256, 282, 306, 370g, 374,
435, 436, 476g, 555g, 556g, 647, 739, 743, 934; spray pyrolysis – 98, 348g, 793, 794, 795, 796, 797,
798, 799;  chemical vapor deposition – 77, 180, 283, 471, 477, 500, 609; plasma enhanced chemical
vapor deposition – 38, 90, 93, 669, 670, 671, 683, 826; sputtered – 24, 193, 393, 577, 657, 732, 733,
789, 790, 842, 929, 935; epitaxial growth – 566; anodized titanium metal – 85, 86, 366, 369, 488;
pyrolytic – 721; electrocomposite deposition – no new reports; impregnation – 519, 637; co-
precipitation – no new reports; microemulsion – no new reports; ionized cluster beam – 1007, 1010;
microroughened – 257; laser treatment – 475; laser micromachining – 257; reduction – 866; dip or
spin coating – 80, 89, 309, 416, 634, 639, 640, 641, 642, 644, 878, 1062, 1065, 1066, 1068, 1071,
1072, 1703, 1074, 1075, 1076, 1077; thermal spraying – 284, 322; particle size effect – 224, 993,
1085, 1122, 1124; screen printing –no new reports; rutile – 47, 72g, 235, 256, 305, 376, 386g, 430,
501, 519, 550, 670, 827, 828, 901, 902, 1095, 1112, 1113, 1114, 1135, 1140; pillared and layered
titanates – 1030, 1031; chelating groups – 541; cysteine, alanine, arginine, thiolactic acid – 575;
surface modification - 541, 656, 657, 682, 1061; adsorbed surfactant – 1088; ion bombardment – 56,
827; ion implantation – 17, 18, 29, 20, 23, 24, 25, 26, 40, 300, 867, 868, 1011, 1012; X-ray treatment
– 352; fluoride effect – 39; sulfonated surface – 822, 823, 1061; macropores formed using latex
spheres as templates – no new reports; reducing photocatalytic activity – 351, 1015; effect of storage
on activity – 417; effect of pretreatment on activity – 421g; combinatorial methods - 566.

2.2.2  Hydrophobic/Hydrophilic Surface Treatment

Several approaches have been taken to change the surface of titanium dioxide to modify the hydrophobicity:
Silica gel – 401, 425; amphiphilic microfine titanium dioxide – 237; superhydrophilic or hydrophobic
TiO2 – 55, 239, 240, 243, 281, 297, 298, 299, 301, 402, 513, 532, 533, 599, 601, 627, 628, 772, 851,
859, 860, 893, 954, 955, 956, 957, 959, 960, 1076; sunscreens – 463, 665; tethered organic
compounds – no new reports; Langmuir-Blodgett films – no new reports.

2.2.3  Dye Sensitized Titanium Dioxide

Sensitizers have been used in conjunction with titanium dioxide to improve the response to visible light: 
ruthenium complexes – 101, 131, 900, 1060; vanadium(+5) complexes –no new reports; cobalt(+2)
complexes – 1098; nickel(+2) complexes – 1098; copper(+2) complexes – no new reports;  cobalt(+3)
complexes –no new reports; iron(+2 or +3) –no new reports; palladium(II) chloride – 1098;
rhodium(III) chloride – 1098; platinum(IV) chloride – 1097, 1098;  iridium(IV) chloride – 1098;
gold(III) chloride – 1098;  metal phthalocyanine – no new reports; porphyrins – 221, 605; and organic
dyes – 216, 237, 781, 976.
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2.2.4  Metal Ion Doping of Titanium Dioxide or Mixed Oxides

Other metal ions have been introduced into the titanium dioxide lattice to modify the properties. They are
covered in the following: 

Li – 278, 378, 570; Mg –no new reports; Al – 49, 570, 681; Si – 167, 168, 1080; K – 279; Ca – 7,
279; V – 20, 21, 23, 26, 570, 651, 867, 1012; Cr – 21, 23, 108, 479, 867, 939, 966, 968, 970, 1012;
Mn – 646; Fe – 23, 41, 108, 109, 170, 262, 379, 636, 637, 692, 696, 711, 715, 755, 926, 939, 940,
1032, 1080, 1124, 1130, 1139; Co – 371, 372, 939; Ni – 651, 939; Zn – 570, 939, 681; Ge – 248; Sr
– 7; Zr – 85; Nb – 378, 392, 1124; Mo – 377, 967, 968, 1054; Ru – 646, 673, 998, 999; Rh – 23; Cd
– 939; Sn – 93, 501; Sb – 480; Ba – 7; rare earth metals – 498, 568, 715, 808, 923, 925, 937, 1081,
1082, 1089, 1090, 1091; W – 76, 482, 483, 570, 600; Pb – 1068, 1127; Bi - 570.

2.2.5  Metallized Titanium Dioxide

Noble metals have been deposited on the titanium dioxide surface to enhance catalytic activity: 
Ni –no new reports; Cu – 402, 812; Rh – 647, 717; Ru – 647, 1053; Pd – 113, 171, 316, 317, 393,
647, 998, 999, 1053, 1143; Pt – 29, 80, 75, 101, 110, 111, 112, 113, 178, 195, 196, 288g, 342, 426,
646, 647, 663g, 717, 789, 790, 901, 902, 919g, 920g, 984, 1032, 1138, 1140, 1143, 1148g; Ag – 145,
186, 347, 498, 646, 847, 848, 849; Au – 163, 186, 536, 537. Addition of metal powders (Cu, Ag, Zn,
Ni, or Co)– 367g.

2.2.6  Other Semiconductors

A wide range of semiconductors and other materials has been tested for photocatalytic activity. They are
generally less active than titanium dioxide. Relevant work is cited in the following: 

MgO –no new reports; Al2O3 –no new reports; SiC –no new reports; CaTiO3 – 704; V2O5 – 877g;
Mn2O3 –no new reports; Fe2O3 – 47, 187, 386g; FeOOH – 47, 187; FeTiO3 –no new reports; Co3O4 –
no new reports; ZnO – 42, 479, 187, 165, 249, 273, 550, 551, 645, 697, 1006; Zn- or CdS – 386g,
400, 410, 465, 548, 965; Pt/CdS – no new reports; CdSe – 127; ZnTe – no new reports ;  SrTiO3 –
601; ZrO2 – 66, 202, 891g, 1004; ZrTiO4 – 635; MoO3 – 121; MoS2 – 890, 965; RuO2 – 249; SnO2 –
89, 491, 156, 965; Sb2O4 – no new reports; TiO2/SnO2 bi-layer - 302; BaTiO4O9 – 538; CeO2 – no
new reports; WO3 – 121, 386g, 548, 600, 673, 852, 935; Nb2O5 – no new reports; RuS2 - no new
reports; Cs3PW12O40- 230; Na4W10O32 – 886, 887, 888; PbS – 305; PbSe – 127; TiO2-MoO3 core-
shell materials - 200; hollandite – 608; layered perovskites – 271; fly ash - no new reports; furnace
slag or core sands – no new reports; zeolite Y – 756, 757; polyaniline – no new reports; poly(p-
phenylene) – no new reports; polythiocyanogen – no new reports; clays, mica, atmospheric aerosols,
desert sand, volcanic ash, sea salt, chalk, or soot – no new reports.

2.2.7  Immobilized Photocatalysts

Most experimental work on aqueous systems has been performed using the photocatalyst in the form of fine
particles suspended in the liquid phase. In a waste treatment application it would be simpler if the catalyst
were immobilized in the photo reactor so the material would not have to be separated from the treated fluid in
a subsequent process step. Most work for treating gases has been done with immobilized catalysts. Titanium
dioxide has been affixed to a variety of surfaces:

glass (including fibers, soda lime, Pyrex, quartz, Vicor, and microspheres) – 75, 77, 94, 106, 116,
117,118, 119, 145, 146, 193, 212, 214, 221, 229, 309, 318, 383, 454, 521, 578, 579, 580, 581, 584,
586, 588g, 598, 609, 620, 634, 639, 640, 641, 642, 643, 649, 662, 677, 698g, 699, 711, 712, 721,
722, 725, 734, 735, 736, 742, 783, 790, 802g, 804, 805, 810, 818, 830, 833, 834, 841, 842, 845,
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865g, 868g, 881, 923, 924, 925, 929, 935, 938, 973, 979, 1007, 1010, 1011, 1043, 1044, 1045,
1047g, 1054g, 1055g, 1062, 1064, 1065, 1066, 1068, 1071, 1072, 1073, 1074, 1075, 1076, 1077,
1092, 1095, 1096, 1119, 1120, 1139, 1130, 1136; silica gel – 180, 247, 253, 288g, 355, 388g, 389g,
428, 511, 520, 535, 536, 537, 597, 663, 877, 946, 997, 1003, 1022, 1023, 1024, 1133, 1134; aerogels
– 1049g; glass/ITO – 193, 194, 532, 712, 713, 1037; glass/SnO – 845, 853; metal – 84, 85, 86, 142,
165, 309, 346, 347, 357, 366, 367, 457, 478, 488, 509, 510, 558, 617g, 619, 668, 763, 865g, 1142;
silicon – 193, 712, 979, 1062, 1092, 1143; clays – 179, 687, 861, 953, 1051, 1052, 1057; crysotile
fibers –no new reports; organic polymer – 27, 206, 207, 208, 253, 258, 319, 359, 423, 434g, 457,
576, 583, 596, 598, 650, 789, 790, 864g, 865g, 883g, 915, 962g; thin films – 99, 152, 205, 283,
420g, 421g, 588g, 589g, 590g, 975; internal light guide – 578, 579, 580, 581, 582; zeolite – 18, 20,
22, 26, 31, 46, 153, 155, 245, 353, 397, 521, 905, 1009, 1106, 1141; concrete – 395, 598, 864g,
869g; pillared niobates – 1030, 1031; sepiolite – 245; alumina – 566; alumite – 565; hydroxyapetite –
864; carbon – 148, 185, 292, 293, 308, 520, 521, 559, 560, 1007, 1010, 1051, 1052, 1149;
membranes – 332, 333, 765, 871; paper – 432, 632, 679, 1047g; textiles – 408g, 434g, 598, 679, 804;
Ambersorb – no new reports; PHOTOPERM™ – no new reports; magnetite – 53, 782; metal oxides
and ceramics – 100, 107, 181, 182, 183, 184, 193, 245, 246, 253, 289, 354, 392, 449, 477, 514, 519,
542, 550, 551, 657, 716, 825, 854, 865g, 892, 1052, 1126, 1127, 1128, 1137; vesicles and  micelles –
no new reports; sand – 331, 702, 703; slag –no new reports; firebrick – 381, 521; pellets – 181, 182,
183, 184, 465; or unspecified – 356.

2.3  Hydrogen Peroxide and Other Oxidants

Oxygen is most common oxidant for photocatalytic reactions, but other oxidants have been found to improve
reaction rates with a variety of organic substrates under some conditions. This work is covered in the
following:

hydrogen peroxide – 34, 43, 79, 146, 156, 349, 462, 518, 638, 740, 1027, 1038; superoxide – 362;
singlet oxygen – 216, 729, 1006; peroxydisulfate – 209, 543, 544, 545, 546, 547; chlorite,  chlorate,
bromate, or periodate, no new reports; nitrous oxide – no new reports; ozone – 164, 303, 427, 440,
441, 453, 654, 697, 698g, 754, 788g, 830, 871.

2.4  Engineering Issues

In recent years, the success of laboratory work has led to interest in applying the technology to environ- mental
remediation and process waste stream treatment. Work in the literature addresses issues related to the scale-up
of the process and resolution of engineering problems. Progress has been significant and some companies now
provide turnkey systems for treating contaminated water and air. The largest market is for room air cleaners
that are produced by companies in Japan exclusively for the Japanese market.

2.4.1  Reactor and System Design

Numerous papers have addressed topics relevant to designing reactors for photocatalytic processes:
photochemical reactors – 429; rotating disk or agitator reactor – 181, 182, 183, 184, 458, 460, 1042;
pulsed baffled tube photoreactor – 206, 207, 208; non-concentrating reactor – 41, 173, 174, 177, 178,
217, 218, 229, 267, 553; parabolic trough – 94, 223; compound parabolic concentrator – 5, 59, 60,
94, 223, 267, 387, 587, 725, 737, 906, 907, 908, 909; kinetic modeling – 3, 10, 15, 36, 54, 68, 69, 70,
96, 110, 112, 144, 161, 162, 172, 173, 174, 202, 203, 222, 224, 267, 289g, 554, 572, 573, 585, 586,
591, 595, 684, 700, 710, 724, 752, 913, 918g, 1146g, 1147g; fluidized bed – 381, 474, 499g, 563g,
702, 703, 914g, 918g; packed bed – 215, 918g, 1019g; rotating drum reactor – 396, 899;
filtration/catalyst separation – 107, 391, 489, 782, 814, 815, 843, 844, 985; controlled periodic
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illumination – 73, 74g, 465, 918g;  light scattering model – 1123; flat plate reactor – 70, 173, 174,
177, 178, 387, 914g, 962g; intermittent flow reactor – 158; ceramic monolith – 289g, 327, 753g,
854g; annular packed bed reactor – 739; annular thin film reactor – 162, 718, 719, 751g, 753g; falling
film – 771; mass transfer limitations – 105, 172, 444, 445, 450; photocatalytic membrane reactor –
213, 606; fiber optic cable reactor – 133, 270g, 578, 579; cocurrent downflow bubble column
contactor – 468; two phase, swirl flow monolith reactor - 104; ring roughened annular reactor – no
new reports; laminar falling film slurry reactor – no new reports; shell and tube reactor - 459; water
bell reactor – no new reports; air lift loop reactor – no new reports; Photo-CREC-Air reactor – 344,
778, 778; combined photocatalytic and biological system – 709; pilot tests – 61, 426, 571, 617, 962g,
1058g, 1118; materials for solar reactors – 61, 962g; solar resource  assessment – 61; or treatment
system design – 59, 60, 61, 224, 289g, 489, 571, 738, 854.

2.4.2  Systems Analysis

As the technology for photocatalytically treating contaminated air and water has progressed, some work on
economic evaluation has appeared in the literature.  New work is limited.

photon costs from lamps and sunlight –no new reports; marketing study –no new reports; solar
processes – 5, 59, 60, 209, 387, 587, 737, 907; comparison of activated carbon with photocatalytic
removal of air contaminants – no new reports.

2.5  Miscellaneous Topics

This category includes papers of interest that do not fall into the preceding headings:
actinometry – 54, 360, 184, 361, 913; adsorption – 71g, 197,198, 202, 203, 263, 461, 509, 554, 610,
727, 728, 837, 838, 839, 840, 861g, 996, 1035, 1088, 1094, 1102, 1144; combined photocatalytic and
biological treatment – 43, 44, 47, 177, 178, 888, 1045, 1046; combined photocatalytic and
ultrafiltration treatment –317; combined wet air oxidation and photocatalytic treatment – 192; effect
of applied voltage bias on photocatalytic reactions – 79, 84, 85, 86, 135, 152, 194, 210, 223, 259,
357, 400, 478, 488, 668, 732, 733, 758, 828, 853, 1037; non-aqueous solvent systems – 67, 149, 166,
254, 548, 605; applications in chemical analysis – 390, 423; polymer aging – 64, 134, 207, 265, 552;
photo initiators – no new reports; “inert” ion or molecule effect – 34, 35, 42, 75, 219,232, 260, 280,
443g, 592, 593, 661, 705, 773, 829, 915, 934, 947, 950, 987, 1093, 1102; dissolved metal ion effect –
50, 114, 116, 123, 124, 169, 170, 199, 233, 375, 452, 522, 553, 586, 813, 912, 1027; comparison
with other advanced oxidation processes – 29, 43, 49, 149, 164, 175, 188, 192, 209, 230, 307, 407g,
462, 469, 534, 553, 638, 654, 660, 695, 697, 788g, 821, 830, 947, 948; purification of ultrapure water
for recirculation –no new reports; clean room application – 236, 751, 1050g; purification of drinking
water – 238, 260, 412, 465, 518, 664, 871, 875; municipal wastewater – 176, 574, 695, 874; process
wastewater – 49, 174, 177, 209, 229, 264, 266, 316, 317, 328, 329, 396, 451, 489, 490, 546, 547,
571, 737, 874, 875, 911, 933, 936; chemical process air emissions – 469; paper mill effluent – 44,
1046; dairy waste – 616; organic synthesis – 166, 548, 605, 694, 847, 848, 849,988; surface science
of TiO2 or mixed oxides – 56, 63, 89, 119, 150, 186, 193, 309, 480, 481, 482, 497, 555g, 556g, 824,
1000; solid state NMR – no new reports; quantum yield or photonic efficiency –14, 74g, 78, 182,
183, 184, 201, 203, 217, 230, 344, 360, 361, 557, 680, 700, 752, 770, 776, 777, 778, 833g, 918g,
933g, 1054g; environmental application – 290, 407g, 461, 870, 875, 884, 1018g; indoor air quality
applications – 185, 215, 238, 272g, 346, 407g, 599g, 633g, 663, 679, 698g, 745, 763, 854, 1047;
humidity effect – 88, 89, 134, 196, 286g, 287g, 336g, 344g, 386g, 419g, 484g, 486g, 556g, 588g,
751g, 891g, 917g, 918g, 933g, 1021g, 1035g, 1087g, 1146g; microwave enhancement – 83; light flux
dependence – 237, 265, 286g, 287g, 336g, 361, 386g, 444, 445, 460, 468, 486g, 499g, 585, 667g,
730, 870, 933g, 994, 995; light source effects – 37, 201, 216, 245, 269, 396, 412, 619, 648, 664, 688,
721, 760, 770, 788g, 963, 1002, 1042, 1126, 1140, 1145; solar experiment – 76,123,124,132, 150,
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173, 216, 217, 218, 231, 259, 266, 267, 282, 290, 308, 331, 379, 396, 412, 426, 446, 454, 465, 543,
544, 545, 546, 547, 644, 645, 840, 906, 907, 908, 909, 911, 912, 942, 943, 944, 945, 1002, 1126;
temperature effects – 177, 211g, 376g, 286g, 344g, 386g, 468, 509, 759, 917g, 918g, 919g, 1146g,
1148g; photoluminescence - 235; imaging applications – 422, 678; Dember effect – no new reports;
self-cleaning surface – 55, 228, 338, 346, 347, 369, 383, 393, 408, 449, 514, 558, 588, 589, 590, 600,
627, 628, 668, 711, 721, 734, 735, 736, 745, 746, 803, 883, 923, 925, 954, 1036, 1065, 1066;
ultrasound enhancement – 291, 821, 843, 844, 889; plasma enhancement – 304, 469; mixed waste -
321; catalyst lifetime/deactivation – 12g, 63g, 75, 143, 196, 265, 417g, 443g, 484, 511, 552, 588g,
628g, 662g, 663g, 676, 771, 903g, 917g, 1064; agglomeration/coagulation/sedimentation – 226, 227,
391, 814, 843, 844; treatment of photographic processing effluents – no new reports; point of zero
charge – 222, 225, 226; electrorheology – no new reports; mechanism and intermediates – 2, 12g, 33,
35, 36, 52, 62, 97, 140, 142, 151, 191, 196g, 198g, 199, 201, 202, 203, 276, 312, 313, 336g, 376g,
390, 402g, 467, 478, 484g, 485g, 493, 494, 504, 505, 525, 526, 549, 555g, 556g, 583, 610g, 611g,
612g, 613g, 614g, 691, 696, 706, 734g, 735g, 736g, 775, 824, 872, 876, 888, 889, 949, 954, 978,
995, 1019g, 1054g, 1131; structure/property relationships – 285, 466, 942, 943, 1108, 1111;
theoretical modeling – 324, 325, 504, 820, 1020, 1125; formation of hydroxyl radicals over metal
oxides – 156, 360, 361; formulation of photocatalytic paint – 364, 564, 602; catalyst discovery and
rapid screening of catalysts – 403, 731; enhancement of heat transfer using TiO2 coatings – 859, 860;
and photorechargeable  battery - 1149.

2.6  Patents

The number of patents that cover aspects of photocatalytic technology is increasing rapidly. This report
includes 1555 patents that have been added to the database since the last update. They cover a range of
aqueous, gas-phase, and surface cleaning applications. The new patents are listed separately in Section 5.2.
The citations for the patents have the date of issue in two formats.  The first is day month year (e.g. 23 August
2001).  The second is a numeric format in which the first four digits are the year, the next two digits are the
month, and the final two digits are the day (e.g. 20000225 which is 25 February 2000).  The numeric format is
what is provided by database searches.  The manual conversion of dates in the large numbers of patents
became too burdensome. 

2.7.  Companies Active in the Field

R&D and market assessment activities continue at many companies in the United States, but there is little
change in the list of companies that have started business lines that use photocatalytic processes.3  Japanese
companies are very aggressively commercializing applications of titanium dioxide catalysts, films, and
coatings. These products have not yet begun to appear in the U.S. market.  Pilkington plc and PPG Industries,
Inc. have announced lines of self-cleaning flat glass for building exterior applications.
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3.0  Compounds Studied

The tables in this section have the same format as those in the first two reports. No compounds have been
removed from the tables, but new compounds have been added to the second table to incorporate new work.
The list of the compounds included in various lists of priority pollutants, air toxics, and the toxic release
inventory compiled by the EPA5 provided the starting point for these tables. Table 1 lists compounds in the
EPA categories; Table 2 lists organic compounds that are not in Table 1; and Table 3 covers inorganic
compounds that have been treated by a photocatalytic process. The inorganic compounds are arranged by
element unless a significant number of citations referred to work on a specific ion or compound. A few broad
categories are included in Table 2 that reflect new applications: bacteria, algae, and viruses; coal or carbon;
adsorbable organic halides (AOX); color or chemical oxygen demand (COD); and oil or petroleum, for
example. In these tables the citation suffix “g” indicates a gas-phase study. The treatability of compounds that
have not been tested can usually be inferred from results for related compounds in the tables.

Table 1.  Organic Compounds in EPA Lists of Priority Pollutants, Air Toxics, or Toxic
   Release Inventory

Substance Formula Reference
1,1,1-Trichloroethane CHCl2CH2Cl 106
1,1,2,2-Tetrachloroethane CHCl2CHCl2
1,1,2-Trichloroethane CHCl2CH2Cl
1,1,2-Trichloro-1,2,2-trifluoroethane CCl2FCClF2

1,1-Dichloroethane CH3CHCl2
1,1-Dimethyl hydrazine (CH3)2NNH2

1,2,3-Trichloropropane CH2ClCHClCH2Cl
1,2,4-Trichlorobenzene C6H3Cl3

1,2,4-Trimethylbenzene C6H3(CH3)3

1,2-Butylene oxide H2COCHCH2CH3

1,2-Dibromoethane BrCH2CH2Br
1,2-Dibromo-3-chloropropane (DBCP) CH2BrCHBrCH2Cl
1,2-Dichlorobenzene C6H4Cl2 852,1088
1,2-Dichloroethane ClCH2CH2Cl 1007,1093
1,2-Dichloroethylene ClHC:CHCl 839,933g
1,2-Dichloropropane CH3CHClCH2Cl
1,2-Dinitrotoluene C6H3CH3(NO2)2

1,2-Diphenylhydrazine C12H12N2

1,2-Trans-dichloroethene C2H2Cl2
1,3,5-Trinitrobenzene C6H3(NO2)3

1,3-Butadiene H2C:CHHC:CH2

1,3-Dichlorobenzene C6H4Cl
1,3-Dichloropropene CHCl:CHCH2Cl
1,4-Dichlorobenzene C6H4Cl2
1,4-Dioxane OCH2CH2OCH2CH2

1-Amino-2-methylanthraquinone C6H4[C(O)]2C6H2NH2CH3

                                                
     5 “Notice of the Second Priority List of Hazardous Substances Commonly Found at Superfund Sites,” Environmental
Reporter, October 28, 1988, pp. 1255–1260.
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Table 1.  Organic Compounds in EPA Lists of Priority Pollutants, Air Toxics, or Toxic
   Release Inventory

Substance Formula Reference
1-Bromo-4-phenyoxybenzene p-BrC6H4OC6H5

2,2,4-Trimethylpentane (CH3)3C5H9

2,3,7,8-Tetrachlorodibenzo-p-dioxin C12H4Cl4O2

2,4,5-Trichlorophenoxyacetic acid C6H2Cl3OCH2CO2H
2,4,5-TP acid (silvex) Cl3C6H2OCH(CH3)CO2H
2,4,5-Trichlorophenol C6H2Cl3OH
2,4,6-Trichlorophenol C6H2Cl3OH 152,153,154,155,157,162,

182,710
2,4,6-Trinitrotoluene CH3C6H2(NO2)3 175,220,758,759,760
2,4-Diaminoanisole (NH2)2C6H3OCH3

2,4-Dichlorophenoxyacetic acid (2,4-D) Cl2C6H3OCH2COOH 312
2,4-Diaminoanisole sulfate (NH2)2C6H3OCH3.H2SO4

2,4-Dichlorophenol Cl2C6H3OH 189,267,594,710,775,886,
887,982

2,4-Dimethylphenol (CH3)2C6H3OH
2,4-Dinitrophenol C6H3OH(NO2)2 335,488
2,4-Dinitrotoluene C6H3CH3(NO2)2 758
2,4-Toluene diamine CH3(NH2)2C6H3

2,6-Dinitrotoluene C6H3CH3(NO2)2

2,6-Xylidine (CH3)2C6H3NH2

2-Acetylaminofluorene CH3C(O)NHC6H3CH2C6H4

2-Aminoanthraquinone C6H4(CO)2C6H3NH2

2-Butanone CH3COCH2CH3

2-Chloroacetophenone C6H5COCH2Cl
2-Chloroethyl vinyl ether CH2ClCH2OCHCH2

2-Chlorophenol C6H4OHCl 83,114,189,331,479,522,
724,931

2-Ethoxyethanol H3CCH2OCH2CH2CH2OH
2-Methoxyethanol MeOCH2CH2OH
2-Methylnaphthalene C10H7CH3

2-Nitrophenol NO2C6H4OH 285, 931
2-Nitropropane CH3CHNO2CH3

2-Pentanone, 4-Methyl CH3(CH2)2COCH3

2-Phenylphenol C6H5C6H4OH
3,3'-Dichlorobenzidine C6H3ClNH2C6H3ClNH2

3,3'-Dimethoxybenzidine [C6H3(OCH3)NH2]2
3,3'-Dimethylbenzidine (o-Tolidine) [C6H3(CH3)NH2]2
4,4'-Dichlorodiphenyldichloroethylene (ClC6H4)2CCCl2
4,4'-Diaminodiphenyl ether NH2(C6H4)2NH2

4,4'-Isopropylidenediphenol (CH3)2C(C6H4OH)2

4,4'-Methylenebis(N,N-dimethyl) C17H22N2

  benzenamine
4,4'-Methylenedianiline H2NC6H4CH2C6H4NH2

4,4'-Methylene-bis-(2-chloroaniline) CH2(C6H4ClNH2)2
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Table 1.  Organic Compounds in EPA Lists of Priority Pollutants, Air Toxics, or Toxic
   Release Inventory

Substance Formula Reference
4,4'-Thiodianiline C12H12N2S
4,6-Dinitro-o-cresol CH3C6H2(NO2)2OH
4,6-Dinitro-2-methylphenol C7H6N2O5

4-Aminoazobenzene C6H5NNC6H4NH2 268
4-Aminobiphenyl C6H5C6H4NH2

4-Chloroaniline ClC6H4NH2 36
4-Chlorophenyl phenyl ether p-ClC6H4OC6H5

4-Dimethylaminoazobenzene (CH3)2C6H3NH2

4-Methylphenol p-CH3C6H4OH 140
4-Nitrobiphenyl C6H5C6H4NO2

4-Nitrophenol NO2C6H4OH 15,104,285,519,551,554,
606,770

5-Nitro-o-anisidine NO2C6H3(NH2)(OCH3)
Acenaphthene C10H6(CH2)2

Acenaphthylene C12H8

Acetaldehyde CH3CHO 31g,52g,165g,367g,371g,
434g,525g,526g,610g,657g
658g,663g,667g,669g,670g
802g,904,991g,1038

Acetamide CH3CNOH2

Acetone CH3COCH3 198g,286g,386g,525g,783g
784g,802g,861g,917g,918g
919g,920g,972g,1078g,
1146g,1147g

Acetonitrile CH3CN 1144
Acetophenone CH3C(O)C6H5 994,995,997
Acrolein CH2CHCHO
Acrylamide CH2CHCONH2

Acrylic acid H2C:CHCOOH 42
Acrylonitrile H2C:CHCN
Aldrin C12H8Cl6
Allyl chloride H2CCHCH2Cl
Aniline C6H5NH2 36,38,305,478,714,754
Anthracene C6H4(CH)2C6H4 691
Aramite (CH3)3CC6H4OCH2CH(CH3)-

     SO3C2H4Cl
Atrazine C18H14ClN5 307,886,887,888
Benzal chloride C6H5CHCl2
Benzamide C6H5CONH2 306,699,725,726
Benzene C6H6 77g,151g,195g,196g,234g,

416g,648,698g,840,903g,
1049g,1055g



12

Table 1.  Organic Compounds in EPA Lists of Priority Pollutants, Air Toxics, or Toxic
   Release Inventory

Substance Formula Reference
Benzidine NH2(C6H4)2NH2

Benzoic acid C6H5COOH 1108,1111
Benzoic trichloride C6H5CCl3
Benzoyl chloride C6H5COCl
Benzoyl peroxide (C6H5CO)2O2

Benzo(a)anthracene C22H14

Benzo(a)pyrene C20H12

Benzo(b)fluoranthene C20H12

Benzo(g,h,i) perylene C22H12

Benzyl alcohol C6H5CH2OH
Benzyl chloride C6H5CH2Cl
BHC (Benzenehexachloride) C6H6Cl6
Biphenyl C6H5C6H5

Bis(2-Chloroethoxy)methane CH2(2-ClC2H5O)2

Bis(2-chloroethyl) ether ClCH2CH2OCH2CH2Cl
Bis(2-chloro-1-methylethyl) ether [ClCH2(CH3)CH]2O
Bis(2-ethylhexyl) adipate (C7H13)2C4H8(CO2)2

Bis(2-ethylhexyl)phthalate (C4H9CH(CH2))2OOC
Bis(chloromethyl)ether (CH2Cl)O(CH2Cl)
Bromochloromethane BrCH2Cl
Bromodichloromethane CHCl2Br
Bromoethane C2H5Br
Bromoform (Tribromomethane) CHBr3 82,1051,1052
Bromomethane (Methyl bromide) CH3Br 82,234g
Butyl acrylate CH2:CHCOOC4H9

Butylbenzyl phthalate C4H9OOCC6H4COOC7H7

Butyraldehyde CH3(CH2)2CHO 52g
Calcium cyanamide NCNCa
Caprolactam CH2(CH2)4NHCO
Captan (N-Trichloromethylmercapto- C9H8Cl3NO2S
  tetrahydrophthalimide)
Carbaryl [1-Naphthalenol, C10H7OOCNHCH3 705
  methylcarbamate]
Carbon disulfide CS2

Carbon tetrachloride CCl4 106,131,594,817,838
Carbonyl sulfide COS
Catechol C6H4(OH)2 853
Chloramben (Benzoic acid, 3-amino-2, C6H(CO2H)(NH2)Cl2 707
  5-dichloro-)
Chlordane C10H6Cl8
Chloroacetic acid CH2ClCOOH 440,441,830
Chlorobenzene C6H5Cl 288g
Chlorobenzilate (Benzeneacetic acid, (C6H4Cl)2C(OH)COOC2H5

  4-chloro-alpha-(4-chlorophenyl)-)
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Table 1.  Organic Compounds in EPA Lists of Priority Pollutants, Air Toxics, or Toxic
   Release Inventory

Substance Formula Reference
Chlorodibenzodioxins, various C12O2H8-xClx 132
Chlorodibenzofurans C12OH8-xClx
Chlorodibromomethane ClBr2CH
Chlorodifluoromethane CHClF2

Chloroethane C2H5Cl
Chloroform CHCl3 9g,106, 112,113,333,385,

518
Chloromethane CH3Cl
Chloromethyl methyl ether C2H5ClO
Chloroprene H2C:CHCCl:CH2

Chlorothalonil (1,3-Benzendedicarboni- C6Cl4(CN)2

  trile, 2,4,5,6-tetrachloro-)
Chrysene C18H12

cis-1,2-Dichloroethylene ClHC:CHCl
cis-1,3-Dichloropropene CHCl:CHCH2Cl
o-,m-,p-Cresols CH3C6H4OH 692
Cumene C6H5CH(CH3)2

Cumene hydroperoxide C6H5C(CH3)2OOH
Cupferron (Benzeneamine, N-hydroxy- C6H5N(NO)ONH4

  N-nitrose, ammonium salt)
Cyclohexane C6H12 548,605
Cyclohexanone C6H10O
Cyclonite (RDX) (CH2)3(NNO2)3

Decabromodiphenyl oxide (C6Br5)2O
Dialate [Carbamothioic acid, bis [(CH3)2CH]2NCOSCH2CClCHCl
   (1-methylethyl)-, S-(2,3-
  dichloro-2-propenyl) ester]
Diaminotoluene (mixed isomers) CH3C6H3(NH2)2

Diazomethane CH2N2

Dibenzofuran C12H8O
Dibenzo(a,h)anthracene C22H14

Dibromochloropropane CH2BrCHBrCH2Cl
Dibutyl phthalate C6H4[C(O)OC4H9]2 1056
Dichlorobenzene (mixed isomers) C6H4Cl2 838
Dichlorobromomethane CHBrCl2
Dichlorodifluoromethane CCl2F2

Dichlorvos (Phosphoric acid, 2- (CH3O)2P(O)OCH:CCl2 45,118,491,1026,1028
  dichloroethenyl dimethyl ester)
Dicofol (4,4'-Dichloro-alpha-trichloro- C14H9Cl5O
  Methylbenzhydrol)
Dieldrin/aldrin C12H10OPCl6 737
Diepoxybutane C4H6O2

Diethanolamine (HOCH2CH2)2NH 426,427
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Table 1.  Organic Compounds in EPA Lists of Priority Pollutants, Air Toxics, or Toxic
   Release Inventory

Substance Formula Reference
Diethyl phthalate C6H4(CO2C2H5)2

Diethyl sulfate (C2H5)2SO4

Dimethyl aminoazobenzene C6H5NNC6H4N(CH3)2

Dimethyl formamide (DMF) HCON(CH3)2

Dimethyl phthalate C6H4(COOCH3)2

Dimethyl sulfate (CH3)2SO4

Dimethylcarbamyl chloride (CH3)2NCOCl
Disulfoton (C2H5O)2P(S)SCH2CH2SCH2CH3

Di-n-butyl phthalate C6H4(COOC4H9)2

Di-n-octyl phthalate C6H4(CO2)(n-C8H17)2

Di-(2-ethylhexy) phthalate (DEHP) C6H4[COOCH2CH(C2H5)C4H9]2
Endosulfan C9H6Cl603S
Endrin aldehyde/ endrin (C12H8OCl6)
Epichlorohydrin CH2OCHCH2Cl
Ethyl acrylate CH2:CHCOOC2H5

Ethyl chloroformate ClCOOC2H5

Ethylbenzene C6H5C2H5 839,840
Ethylene H2CCH2 234g,270g,373g,693g,810g

891g,1020g,1021g,1148g
Ethylene glycol CH2OHCH2OH 452
Ethylene oxide CH2CH2O
Ethylene thiourea NHCH2CH2NHCS
Ethyleneimine (Aziridine) CH2NHCH2

Fluometuron [Urea, N,N-dimethyl-N'-[3- C10H11F3N2O
  (trifluoromethyl)phenyl]-]
Fluoranthene C16H10 734g,736g
Fluorene C6H4CH2C6H4

Fluorotrichloromethane CCl3F
Formaldehyde HCHO 185g,245g,603g,743g,744g

807,1032
Heptachlor/heptachlor epoxide C10H7Cl7
Heptane CH3(CH2)5CH3 190g
Hexachlorobenzene C6Cl6
Hexachlorobutadiene Cl2C:CClCCl:CCl2
Hexachlorocyclopentadiene C5Cl6
Hexachloroethane Cl3CCCl3
Hexachloronaphthalene C10H2Cl6
Hexamethylphosphoramide [(N(CH3)2]3PO
Hexamethylene-1,6-diisocyanate OCN(CH2)6NCO
Hexane CH3(CH2)4CH3

Hydroquinone C6H4(OH)2 285,479,494,811
Indeno(1,2,3-cd)pyrene C22H12

Isophorone C(O)CHC(CH3)CH2C(CH3)2CH2
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Table 1.  Organic Compounds in EPA Lists of Priority Pollutants, Air Toxics, or Toxic
   Release Inventory

Substance Formula Reference
Isopropyl alcohol (CH3)2CHOH 72g,100g,235,286g,292,

293,349g,593,647,667g,
775,833g,972g,1007,1010,
1011

Lindane(gamma-Benzenehexachloride) C6H6Cl6 76,182,1095,1096
Malachite Green C23H25ClN2

Malathion (CH3O)2P(S)SCH(CO2C2H5)-
     CH2CO2C2H5

Maleic anhydride HC:CHC(O)OC(O)
Maneb (Carbamodithioic acid, 1,2- (SSCNCH2CH2NHCSS)Mn
  ethanediylbis-,manganese complex)
Mechlorethamine CH3N(CH2CH2Cl)2

Melamine H2NCNC(NH2)NC(NH2)N
Methanol CH3OH 110,112,113,171,403,608,

817,849,926,972g,988,
Methoxychlor Cl3CCH(C6H4OCH3)2 1095,1096
Methyl acrylate CH2:CHCOOCH3

Methyl butyl ketone CH3COC4H9

Methyl ethyl ketone CH3COCH2CH3 838
Methyl iodide CH3I
Methyl isobutyl ketone (CH3)2CHCOCH3

Methyl isocyanate CH3NCO
Methyl methacrylate CH2:C(CH3)COOCH3

Methyl tert-butyl ether (CH3)3COCH 660
Methylene bromide CH2Br2 82
Methylene chloride CH2Cl2 9g
Methylenebis(phenylisocyanate) (MBI) CH2(C6H4NCO)2

Methylhydrazine CH3NHNH2

Michler's ketone CO[C6H4N(CH3)2]2
Mirex C10Cl12

Mustard gas S(CH3CH2Cl)2

m-Nitroaniline NO2C6H4NH2

N,N-Dimethylaniline C6H5N(CH3)2

Naphthalene C10H8 380,691
Naphthylamine (alpha-, beta-) C10H7NH2

Nitrilotriacetic acid N(CH2COOH)3 317
Nitrobenzene C6H5NO2 478,541,548
Nitrofen [Benzene, 2,4-dichloro-1- C12H7Cl2NO3

  (4-nitrophenoxy)-]
Nitrogen mustard (2-Chloro-N-(2- (ClCH2CH2)2NCH3

  chloroethyl)-N-methylethanamine)
Nitroglycerin CH2NO3CHNO3CH2NO3 619
Nitrophenol NO2C6H4OH
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Table 1.  Organic Compounds in EPA Lists of Priority Pollutants, Air Toxics, or Toxic
   Release Inventory

Substance Formula Reference
n-Butyl alcohol CH3(CH2)2CH2OH
n-Dioctyl phthalate (C8H17OOC)2C6H4 236
N-Nitrosodiethylamine C4H10N2O
N-Nitrosodimethylamine (CH3)2N2O
N-Nitrosodiphenylamine (C6H5)2NNO
N-Nitrosodi-n-butylamine ONN(n-C4H9)2

N-Nitrosodi-n-propylamine ONN(n-C3H7)2

N-Nitrosomethylvinylamine ONN(CH3)(C2H3)
N-Nitrosomorpholine ONNC4H8O
N-Nitrosonornicotine
N-Nitrosopiperidine C5H10NHNO
N-Nitroso-N-ethylurea C(O)(NH2)N(NO)C2H5

N-Nitroso-N-methylurea C(O)(NH2)N(NO)(CH3)
n-Pentane CH3(CH2)3CH3

Octachloronaphthalene C10Cl8
Octane CH3(CH2)6CH3 698g
Oxirane H2COCH2

o-Anisidine CH3OC6H4NH2

o-Anisidine hydrochloride CH3OC6H4NH2.HCl
o-Nitroaniline NO2C6H4NH2

o-Toluidine CH3C6H4NH2

o-Toluidine hydrochloride CH3C6H4NH2.HCl
Parathion (DNTP) (C2H5O)2P(S)OC6H4NO2

PCBs (Aroclor 1260,1254,1248, 1242) C12ClxH10-x 254,339
Pentachlorobenzene C6Cl5H
Pentachlorophenol C6Cl5OH 710,775,965,983,984
Peracetic acid CH3COOOH
Phenanthrene C4H10 1088
Phenol C6H5OH 54,90,91,92,93,98,102,

104,136,145,161,167,168,
179,180,182,193,194,201,
202,203,210,212,217,223,
260,267,276,278,283,284,
284, 383,396,433,454,466,
471,479,559,560,577,592,
593,594,625,727,776,777,
778,831,886,887,890,898,
899, 915,963, 974,978,979
980,981,1104,1113,1114,
1133,1134

Phenol,2-methyl CH3C6H4OH
Phosgene COCl2
Phthalic anhydride C6H4(CO)2O 42
Picric acid C6H2(NO2)3OH



17

Table 1.  Organic Compounds in EPA Lists of Priority Pollutants, Air Toxics, or Toxic
   Release Inventory

Substance Formula Reference
Polybrominatedbiphenyls C12BrxH10-x

Propane sultone C3H6SO2

Propionaldehyde C2H5CHO 861g,1051g
Propiolactone, beta- OCH2CH2CO
Propoxur [Phenol, 2-(1-methylethoxy)- C11H15NO3 520,521,756
  methylcarbamate]
Propylene oxide CH2OCHCH3

Propylene (Propene) CH3CH:CH2 1057g
Propyleneimine CH3HCNHCH2

Pyrene C16H10

p-Anisidine CH3OC6H4NH2

p-Chloro-m-cresol C6H3CH3OHCl
p-Cresidine CH3C6H3(NH2)OCH3

p-Nitrosodiphenylamine (C6H5)2NNO
p-Phenylenediamine C6H4(NH2)2

Quinoline C9H7N 97
Quinone C6H4O2

Quintozene (Pentachloronitrobenzene) C6Cl5NO2

Safrole C3H5C6H3O2CH2

sec-Butyl alcohol CH3CH2CHOHCH3

Sevin (carbaryl) C10H7OOCNHCH3

Sodium Alizarinsulfonate SO3C6H3(CO)2C6H2(OH)2Na
Styrene C6H5CH:CH2

Styrene oxide C6H5CHOCH2

Terephthalic acid C6H4(COOH)2 360,361
tert-Butyl alcohol (CH3)3COH 593
tert-Butylformate (CH3)3COC(O)H
Tetrachloroethylene Cl2C:CCl2 9g,244g,287g,373g,486g,

515g,617g,618g,634,773,
838,839,1018g,1058g,

Tetrachlorvinphos C10H0Cl4O4P 312
Tetrahydrofuran CH2CH2CH2CH2O
Thioacetamide CH3CSNH2

Thiourea (NH2)2CS
Toluene C6H5CH3 12g,35,63g,117,151g,286g,

344g,394g,486g,540g,
555g,556g,633g,839,840,

Toluene diisocyanate CH3C6H3(NCO)2 686
Toxaphene C10H10Cl8
Triaziquone C12H13N3O2

Trichlorfon (CH3O)2P(O)CH(OH)CCl3
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Table 1.  Organic Compounds in EPA Lists of Priority Pollutants, Air Toxics, or Toxic
   Release Inventory

Substance Formula Reference
Trichloroethylene CHCl:CCl2 9g,10,74g,75,78,94g,102

112,113,158g,211g,287g,
373g,388g,389g,417g,
419g,420g,421g,476g,
484g,485g,539g,608,618g,
687,723g,753g,839,898,
962g,1018g,1019g,1054g,
1055g,1087g

Triethylamine N(C2H5)3 775
Trifluralin F3C(NO2)2C6H2N(C3H7)2

Trinitrophenylmethylnitramine (NO2)3C6H2N(NO2)CH3

Tris(2,3-dibromopropyl) phosphate (CH2BrCHBrCH2O)3PO
Urethane (ethyl carbamate) CO(NH2)OC2H5

Vinyl acetate CH3COOCH:CH2

Vinyl bromide CH2CHBr
Vinyl chloride CH2:CHCl
Vinylidene chloride CH2:CCl2
Xylene (mixed isomers) C6H4(CH3)2 698g,839,840
Zineb Zn(CS2NHCH2)2
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Table 2.  Other Organic Compounds Treated by a Photocatalytic Process
Substance Formula Reference
1,1,1,2-Tetrachloroethane Cl3CCH2Cl
1,1,1,2-Tetrafluoroethane F3CCH2F
1,3,5,7-Tetramethylcyclotetrasiloxane
1,1,1-Trifluoro-2,2,2-trichloroethane F3CCCl3
1,1,1-Trifluorobromochloroethane C2HF3ClBr
1,1,3-Trichloropropene Cl2CCHCH2Cl
1,1-Difluoro-1,2,2-trichloroethane ClF2CCHCl2
1,1-Difluoro-1,2-dichloroethane FClCCClH2

1,1-Difluoroethylene CH2CF2

1,1-Dimethyl-3-phenylurea C6H5NHC(O)N(CH3)2

1,1-Diphenylethylene (C6H5)CCH2

1,2-Dimethoxybenzene (CH3O)2C6H4

1,2-Bis(2-chloroethoxy)ethane (ClC2H4)2C2H4

1,2,3-Benzenetricarbolxylic acid
  (Hemimellitic acid

C6H3(CO2H)3 33

1,2-, 1,3-, or 1,4-Dinitrobenzene (NO2)2C6H4

1,2,4-Benzenetricarboxylic acid
  (Trimellitic acid)

C6H3(CO2H)3 33

1,2,4-Trihydroxybenzene C6H3(OH)3 853
1,2,4-Trinitrobenzene C6H3(NO2)2

1,3,5-Trinitrobenzene C6H3(NO2)2

1,2,4,5-Benzenetetracarboxylic acid
  (Pyromellitic acid)

C6H2(CO2H)4 33

1,2,4,5-Tetramethylbenzene (CH3)4C6H2

1,3-Dihydroxybenzene (OH)2C6H4 680
1,3-Dimethoxybenzene (CH3O)2C6H4

1,3-Diphenylisobenzofuran (C6H5)2C6H2OC6H4

1,3,5-Benzenetricarboxylic acid C6H3(CO2H)3

1,3,5-Trimethylbenzene (CH3)3C6H3

1,4-Dimethoxybenzene (CH3O)2C6H4

1,4-Dinitrobenzene (NO2)C6H4

1,4-Diphenyl-1,3-butadiene (C6H5)2C4H4 659
1,4-Napthoquinone C10H6O2

1,4-Pentanediole CH3CH(OH)(CH2)3OH
1,10-Dichlorodecane Cl(CH2)10Cl 199
1-Benzylnicotinamide (C6H5)CH2(C5H3N)C(O)NH2

1-Bromodecane BrC10H21

1-Bromododecane BrC12H25

1-Butanol CH3(CH2)3OH 52g
1-Butylamine n-C4H7NH2 52g
1-Decene CH2CHC8H17

1-Dodecanol CH3(CH2)11OH
1-Hexene C6H12
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Table 2.  Other Organic Compounds Treated by a Photocatalytic Process
Substance Formula Reference
1-(Methoxyphenyl)-2-propanol (CH3OC6H4)(CH3)CHOH
1-Phenylethanol CH3CH(C6H5)OH
1-Propanol n-C3H7OH 52g
1-Nitronaphthalene C10H7NO2

2,2-Dichloropropionic acid CH3CCl2CO2H 112,113
2,2,6,6-Tetramethylpiperidone 1006
2,3-Dichloropyridine Cl2C5H3N
2,3- , 2,4- or 3,4-Difluorophenol F2C6H3OH
Tris-(2,4-dichlorophenoxy)ethyl- C2H5P[OC6H3Cl2]3
  phosphite
2,6-Dichlorophenol C6H3Cl2OH
2,6-Di-tert-butylphenol 140,141
2,6-Di-tert-butyl-4-methylphenol 140,1006
2,6-Dimethylphenol 140,528
2,7-Dichlorodibenzo-p-dioxin Cl2C12H6O2

2-, 3-, or 4-Chlorobenzoic acid ClC6H4CO2H 181,183,184
2-, 4, or 6-chloroquinoline C9H7NCl 97
2-, 3-, or 4-Fluorophenol FC6H4OH
2-,3-, or 4-Nitrotoluene N02C6H4CH3

2,3-Benzofuran C8H6O
2,3- and 2,5-Dichlorophenol Cl2C6H3OH
2,3-Dihydrobenzofuran C8H8O
2,3-Dimethyl-1,3-butadiene CH2C(CH3)C(CH3)CH2 659
2,3,5-Trichlorophenol Cl3C6H2OH
2,3,6-Trichlorobenzoic acid Cl3C6H2CO2H 708
2,4-Dihydroxybenzoic acid (HO)2C6H3CO2H 684
2,4-Hexadienes 659
2,4-Dimethoxybenzene (CH3O)2C6H4

2,4-xylindine H2NC6H3(CH3)2

2,5-Dimethyl-2,4-hexadiene 659
2,5-Dinitrophenol (NO2)2C6H3OH
2,6-Dichloroindophenol C8H2N(OH)Cl2 54
2,5-Furandimethanol C4H2O(CH2OH)2

2,4,6-Trichlorophenyl oxalate (Cl3C6H2)C2O4

2,4,6-Trinitrobenzoic acid (NO2)3C6H2CO2H
2-Amino-5-diethylaminotoluene (NH2)[(C2H5)2N]C6H3CH3

bis-(2-Dipyridyl)disulfide 847,848,849
2-Chloroaniline ClC6H4NH2

2-Chlorobenzaldehyde ClC6H4C(O)H
2-Chlorobiphenyl ClC6H4C6H5 191,947, 948, 949,950
2-Chlorodibenzo-p-dioxin ClC12H7O2

2-Chloroethylethylsulfide (ClC2H4)C2H5S
2-Chlorophenol ClC6H4OH 710
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Table 2.  Other Organic Compounds Treated by a Photocatalytic Process
Substance Formula Reference
2-Chloroethylmethylsulfide (ClC2H4)CH3S
2-Coumaranone C8H6O2

2-Furoic Acid (CH2)3CHOCO2H
2-Hexene C6H12

2 or 3 or 4-Halobenzylalcohols HOCH2C6H4X (X=F, Cl. Or Br) 969
2 or 3 or 4-Hydroxyacetophenone HOC6H4C(O)CH3 995
2-Hydroxypyridine HOC5H4N
2-Hydroxytetrahydropyran HOC5H9O
2-Methylbenzamidazole C6H4N2HCCH3

2-Methylbenzoic acid CH3C6H4CO2H 934
2-Methylisoborneol C11H20OH
2-Methylpropionic acid (CH3)2CH2CO2H
2-Methyl-1,4-hydroquinone CH3C6H3(OH)2

2-Methyl-2-nitropropane (CH3)2CHNO2

2-Naphthol C10H7OH
2-Nitroaniline O2NC6H4NH2

2-Tolualdehyde CH3C6H4CHO
2,2'-Dihydroxybiphenyl C12H8(OH)2

3,3,3-Trifluoropropene CH2CHCF3

3,4-Dihydroxybenzoic acid 853
3,3'-Dichlorobiphenyl (ClC6H4)2

3,4,5-Trichlorophenol Cl3C6H2OH
3,4-Dichloroaniline Cl2C6H3NH2

3,4-Dichlorophenol 3,4-Cl2C6H3OH
3,5-Dichlorophenol 3,5-Cl2C6H3OH
3,5-Di-tert-butylphenol 140,141
3,5-Di-methylphenol 140
3-Aminoanisole CH3OC6H4NH3

3-Bromoquinoline C9H7NBr 97
3-Chloroaniline CH3OC6H4Cl
3-Chloroanisole ClC6H4NH2

3-Chlorobenzaldehyde ClC6H4C(O)H
3-Chlorophenol m-ClC6H4OH 188
3-Chlorosalicylic acid C7H5ClO3

3-Chlorotoluene CH3C6H4Cl
3-Fluoroanisole CH3OC6H4F
3-Fluorotoluene CH3C6H4F
3-Hydroxyanisole CH3OC6H4OH
3-Methoxybenzylalcohol CH3C6H5CH2OH 166
3-Methyl-2-oxobutanoic acid (CH3)CHC(O)CO2H
3-Nitroanisole CH3OC6H4NO2

3-Nitrophenol O2NC6H4OH 275
3-Nitrotoluene CH3C6H4NO2
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Table 2.  Other Organic Compounds Treated by a Photocatalytic Process
Substance Formula Reference
3-Octanol CH3CH2CH(OH)(CH2)4CH3

3-Octanone CH3CH2C(O)(CH2)4CH3

4,6-Dichlororesorcinol 853
4-Acetobenzaldehyde CH3C(O)C6H4CHO
4-Aminoanisole CH3OC6H4NH2

4-Aminophenylarsonic acid 534
4-Bromophenol BrC6H4OH
4-t-Butyltoluene p-(t-C4H9)C6H4CH3

4-Chloroanisole CH3OC6H4Cl
4-Chlorobenzaldehyde ClC6H4C(O)H
4-Chlorobenzenesulfonamide ClC6H4SO2NH2 569
4-Chlorocatachol ClC6H3(OH)2 493
4-Chloro-2-methylphenoxyacetic acid 1100
4-Chloro-3-methylnitrobenzene Cl(CH3)C6H3NO2 285
4-Chloro-3-methylphenol Cl(CH3)C6H3OH 710
4-Chloro-3-nitro-benzotrifluoride C6HCl(NO2)F3

4-Chlorophenol ClC6H4OH 3,104,152,189,201,223,
231,282,285,308, 342,400,
401,424,457,460,493,494,
554,578,579,585,586,732,
733,886,887,1042,1097,
1098

4-Chlorophenoxyacetic acid ClC6H4CH2CO2H 714
4-Chlorophenylisocyanate ClC6H4NCO
4-Chlorotoluene CH3C6H4Cl
4-Ethylaniline NH2C6H4C2H5 36
4-Fluoroanisole CH3OC6H4F
4-Fluorophenol FC6H4OH
4-Fluorotoluene CH3C6H4F
4-Hydroxyanisole CH3OC6H4OH
4-Hydroxyacetophenone HOC6H4C(O)CH3

4-Hydroxyazobenzene C6H5NNC6H4OH 268
4-Hydroxybenzyl Alcohol p-HO(C6H4)CH2OH 166
4-Hydroxybiphenyl C12H9OH
4-Iodophenol IC6H4OH
4-Methoxybenzyl alcohol CH3OC6H4CH2OH
4-Methoxybenzyl(methyl) ether CH3OC6H4CH2OCH3

4-Methoxybenzyl(3-phenylpropyl)- CH3OC6H4CH2O(CH2)3C6H5

  ether
4-Methoxybenzyl(t-buytyl) ether CH3OC6H4CH2OC(CH3)3

4-Methoxybenzyl(phenyl)sulfide CH3OC6H4CH2SC6H5

4-Methoxyphenol CH3C6H4OH 554
4-Nitroaniline NO2C6H4NH2 285
4-Nitroanisole CH3OC6H4NO2
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Table 2.  Other Organic Compounds Treated by a Photocatalytic Process
Substance Formula Reference
4-Nitrobenzaldehyde NO2C6H4CHO
4-Nitrobenzamide NO2C6H4CONH2

4-Nitrobenzenesulfanamide NO2C6H4SO2NH2

4-Nitrobenzoic acid O2NC6H4CO2H 714
4-Nitrocatechol (NO2)C6H3(OH)2

4-Chlororesorcinol 853
4-Nitromethylbenzenesulfonate NO2C6H4SO3CH3

4-Nitromethylbenzoate NO2C6H4CO2CH3

4-Nitrophenylethylphosphinate (NO2)C6H4(C2H5)PO2

4-Nitrophenylisopropylphosphinate (NO2C6H5)(C3H7)HPO3

4-Nitrophenyldiethylphosphate (NO2C6H5)(C2H5)2PO4

4-Nitrosoimidazole 690
4-Nitrosophenol ONC6H4OH
4-Nitrosopyrazole 690
4-Nitrotoluene CH3C6H4NO2

4-Nonylphenol 326
4-Nonylphenolpolyethoxylate 326
4-Phenylbutylamine C6H5(CH2)4NH2

4-Picoline CH3C5H4N
4-tert-butylphenol (CH3)3CC6H4OH 140
4-tert-butylpyridine (CH3)3CC5H4N 638
4-(2-Pridinylazo)resorcinol 146
4-Thiophenyl-1-butanol C6H5S(CH2)4OH
4-Trifluoromethylphenol CF3C6H4OH
4,4'-Dihydroxybiphenyl C12H8(OH)2

5-Bromouracil BrC4H(NH)2(O)2

5-Chlorouracil ClC4H(NH)2(O)2

5-Fluorouracil FC4H(NH)2(O)2

5-Hydroxypentanoic acid HO(CH2)4CO2H
6-Chlorovanillin 1045
6-Methoxytetralin CH3OC8H5O
5-Methylresorcinol CH3C6H5O2

6-Methyluracil CH3C4H(NH)2(O)2 169,170
9,10-Anthraquinone C14H8O2 95
9-Acetylanthracene C14H9C(O)CH3 95
12-Nitrododecanoic acid NO2C11H22CO2H
12-phenyldodecanesulfonate, sodium salt C6H5(CH2)12SO3H
17-Oestradiol 142
Acenapthane C10H16(CH2)2

Acetic Acid or acetate ion CH3CO2H 192,306,435,436,511,558g,
612g,613g,614g,643,790,
904

Acetone semicarbozone 415
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Table 2.  Other Organic Compounds Treated by a Photocatalytic Process
Substance Formula Reference
Acetophenone CH3COC6H5

Acetylene C2H2

Acid Blue 9 1035g
Acid Blue 40
Acid Blue 80 707
Acid chrome blue K 1037
Acid fuchsin 281
Acid orange 7 Na,O3SC6H4N2C10H6OH 700
Acid rosaniline 1037
Acridine orange 108,109
Acrinathrin 543
Active Red X-3B 792,793,794, 795,796,797,

798,799
Adenine 324
Adipic acid C5H11CO2H
Aldicarb CH3SC(CH3)2CHN(O)C(O)NHCH3

L-Alanine CH3CH(NH2)CO2H 325
Alizarin 62
Alizarin Red S Biological Stain 504,506,507
p-Alkylphenol (various) R(C6H4)OH
Allyl alcohol C3H5OH
Alochlor
Amaranth 204,205
Ametryn
Aminophenol, 2, 3, or 4 NH2C6H4OH 554
Anatoxin-a 730
o-Anisidine CH3OC6H4NH2

Anthraquinone-2-sulfonic acid HO3SC14H7O2

AOX or Haloform Precursors
L-Arginine H2NCHNH(CH2)3CH(NH2)CO2H
L-Ascorbic acid 456
Aspartame HO2CCH2CH(NH2)C(O)NHCH-

   (C7H7)(CO2CH3)
L-Aspartic acid HO2CCH2CH(NH2)CO2H
Asulam
Auramine 204,205
Azinphos methyl C10H12N3O3PS2

Azobenzenes (various) XC6H4NNC6H4X 269,478
Azobisformamidoacetic acid
Azodrin
Bacteria/Algae/Virus/Cancer Cells/ 28,58,133,164,176,194,
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Table 2.  Other Organic Compounds Treated by a Photocatalytic Process
Substance Formula Reference
  Macrophages/Skin Fibroblasts/Fungi/Pollen 272g,322,338g,341,347g,

369,412,446,449, 459,465,
473,512,549,567,574,626,
630,632,657,664,677,688,
745,746,766,806,835,907,
928,971,1022,1140

Basagran
Benthiocarb
Benzaldehyde C6H5C(O)H 63g,555g,556g
Benzofuran C8H6O
Benzophenone (C6H5)2CO
Benzoquinone C6H4O2 479,811

Benzyldodecyldimethylamonium (C6H5CH2)(C12H25)(CH3)2N,Cl
  chloride
Benzyl ethers C6H5CH2O-R

R=CH3, n-C6H13, t-C4H9,
   (CH2)3C6H5, CH2C6H5

N-Benzylidineaniline (para substituted) p-R-C6H4CHNC6H5 (R=H, OCH3,
   CH3, Cl, or Br)

Benzyl phenylacetate C6H5CH2CO2CH2C6H5 149
Benzyl(phenyl)sulfide C6H5CH2SC6H5

Benzyltetradecyldimethylamonium (C6H5CH2)(C14H27)(CH3)2N,Cl
  chloride
Biomass
Biphthalate (C6H4)(CO2H)CO2)(-1)
Bisphenol A 653
Brilliant green 204
Bromacil 216
Bromobenzene BrC6H5

Bromothymol Blue
Bromoxynil 886,887
Butane C4H10

Butanoic acid C3H7CO2H 52g
But-1-ene CH2CHCH2CH3 88g,89g
But-2-ene CH3CHCHCH3 348g
Butylacrylate C4H9O2CCHCH2

t-Butylazine
n-Butyltin chloride C4H9SnCl3
But-1-yne CHCCH2CH3

Carbamate pesticides 873
Carbetamide
Carbofuran 458, 464
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Table 2.  Other Organic Compounds Treated by a Photocatalytic Process
Substance Formula Reference
Carbon dioxide (reduction) CO2 11g,13,26,144,353,398,

399,717,781,825, 998,999,
1009,1014,1053

Carbon monoxide CO 195g,196g,402g,698g,920g
1107g

Carbon tetrabromide CBr4 82
Catalase
Catechol C6H4(OH)2

Cationic blue X-GRL 329
C12-Betaine (C12H25)(CH3)2NCO2

C12-Amidobetaine
Cetyldimethylbenzylamonium chloride CH3(CH2)15(CH3)2-

(C6H5CH2)N,Cl
Cetylpyridinium chloride or bromide N-[CH3(CH2)15](C5H5N),Cl (or Br) 846
Cetyltrimethylammonium bromide CH3(CH2)15(CH3)3N,Cl
Chloroacetaldehyde CH2ClC(O)H
Chlorobenzoic acids, o-, m-, or p- Cl(C6H4)CO2H
Chlorofluorocarbons, various
Chloral hydrate Cl3CO(OH)2

Chloranil, o- and p- C6Cl4O2

o-Chlorobiphenyl C12H9Cl 838
Chloroethylammonium chloride ClH3N,Cl
Chlorpyrifos
Chlorsulfuron 569
Chrome black T 1037
Ciba orange RI
Cinnamyl alcohol C6H4C2H2OH
Citric acid HO2CCH2C(OH)(CO2H)CH2CO2H 159,571
Coal or Carbon
Color and/or COD (in wastewater)
Congo red C32H22O6N6S2Na2 713
Cresol violet C16H8NO(NH2),Cl
Creosote phenolics
Crystal violet 841
p-Coumaric acid HOC6H4CHCHCO2H
Coumarin 361
Cyanamide NCNH2

Cyanuric acid C3N3(OH)3 885
Cyclododecanol C12H23OH
Cyclohexanedicarboxylic acids C6H10(CO2H)2

Cyclohexanol C6H11OH
Cyclohexene C6H10

Cyclohexene oxide C6H10O

Cyclooctatetraene C8H8

Cyclopentane C5H10
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Table 2.  Other Organic Compounds Treated by a Photocatalytic Process
Substance Formula Reference
Cyclophosphamide OPONHC3H6[N(C2H4Cl)2]
t-Cinnamic acid C6H5CHCHCO2H 714
D,L-Cysteine HSCH2CH(NH2)CO2H
Cytosine 170,324
DDT (ClC6H4)2CHCCl3 76,1095,1096
DNA and RNA 32, 324,992
Decalin C10H18

Decamethyltetrasiloxane (CH3)10Si4O3

Decane C10H22 742
Decanoic acid C9H19CO2H
Decanol HOC10H21

Desipramine (C6H4)2(CH2)2N(CH2)3NHCH3

Diazinon [(CH3)2CHC4N2H(CH3)O]-
  PS(OC2H5)2

Dibenzothiophene C12H8S
Dibenzo-p-dioxines, various XnC12H(8-n)O2 (X=Cl or Br) 407
Dibenzylsulfone [C6H5CH2)2SO2

Dibromomethane CH2Br2

Dichloroacetic acid Cl2CHCO2H 41,173,217, 378
Diclofenthion 439
Dichloroacetyl Chloride Cl2CHCOCl 211g
Diethylamine (C2H5)2NH 426,427
Diethyl ether (C2H5)2O
Diethylmethylphosphanate
Dihexadecylphosphate
Dimethoate (CH3O)2PSSCH2CONHCH3

Dimethylacetamide CH3C(O)N(CH3)2

Dimethylamine (CH3)2NH
Dimethylaminoborane (CH3)2NHBH3 316
Dimethylarsinic acid 534
Dimethyl-2,2-dichlorovinyl phosphate 1024,1027,1071,1072,1073

1126,1127
Dimethylglyoxime CH3N(H)CC(H)NCH3 414
Dimethylmethylphosphonate (CH3O)2CH3PO 662g,741g
Dimethyl-2,2,2-trichloro-1-hydroxyethyl-
  phosphonate
Dimethylphenols (Xylenols) (CH3)2C6H3OH
Dimethylsulfide (CH3)2S 87g,649
Dimethyl-2,2-dichlorovinyl phosphate (CH3)2(Cl2CCH)PO4

Diphenylacetylene (C6H5)2C2

Diphenylamine (C6H5)2NH
Diphenylmethane (C6H5)2CH2

Diphenylsulfide (C6H5)2S
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Table 2.  Other Organic Compounds Treated by a Photocatalytic Process
Substance Formula Reference
Diphenyltin chloride (C6H5)2SnCl2
Direct blue 1 [(Na,O3S)C16H6(NH2)(OH)-

    (OCH3)N2]2
Direct scarlet 4BS 124,381,1048,1141
Diquat
Disinfection by-products
Disperse blue 79
Disperse red 74
Diuron C6H3Cl2NHC(O)N(CH3)2 67,315
Dodecane C12H26 117
Dodecyl sulfate, sodium salt (C12H25)2SO4,Na 468
Dodecylbenzenesulfonate, sodium salt (C12H25)C6H4SO3,Na 83,264,666,987
Dodecyldecaoxyethylenephosphates (C12H25)(CH3)3N,Br 809
Dodecylpyridinium chloride (C12H25)C5H5NH,Cl
Dodecyltrimethylammonium bromide
Doxycycline
Drimarene Yellow 3 GLI
Dyes 29,107,164,216,249,269,

354,379,413,489,631,818,
832,834,876,881,929,935,
941,942,943,1002,1089,
1101,1103,1115,1117,1118
1135,1138,1141

Eosin
Estradiol 652,653
Ethambutol
Ethane C2H6

Ethanol C2H5OH 52g,110,111,112,394g,
443g,610g,613g,614g,
633g,774,849,882g

Ethanol amine HOC2H4NH2 46,426,427
Ethylacetate CH3CO2C2H5

Ethyl amine C2H5NH2 426,427
Ethyl bromophos 439
Ethylenediaminetetraacetic acid and (HO2CCH2)4N2C2H4 66,111,137,138,139,159,
   metal complexes 160,390,636,740,775,916,

1033,1034
Ethyl parathion 439
2-, 3-, or 4-Ethylphenol (C2H5)C6H4OH
Fast Orange GC Base
Fenamiphos 312
Fenitrothion C9H12NO5PS 312
Fenobucarb
Fluorescein C20H12O5
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Table 2.  Other Organic Compounds Treated by a Photocatalytic Process
Substance Formula Reference
Flutriafol 646
Folicur
Formamide HC(O)NH2 977
Formic acid or formate ion HCO2H 73,84,85,86,128,172,368,

496,571,581,582,611g,761
849

Fullerenes C60, C70, and C84

Fulvic acid
Furfuryl alcohol 593
beta-D-Galactosidase
Gasoline 462
Geosmin 487
Glucose C6H11O6 456
L-Glutamic acid HO2C(CH2)2CH(NH2)CO2H
L-Glutamine H2NC(CH2)2CH(NH2)CO2H
Glycerol C3H5(OH)3 590g
Glycerol trioleate 589g,590g
Glycolic acid HOCH2CO2H 571
Glyoxylic acid HO2CCO2H 197
Guanine 324
Halothane CF3CBrCl
HCFC or HFC
Heparin
Heptanal C6H13CHO
Hexafluorobenzene C6F6

Hexafluoropropene CF2CFCF3

HMX (CH2)4(NNO2)4

Hexanol C6H13OH
L-Histidine C3N2H3CH2CH(NH2)CO2H
Humic Acids 50,51,103,418,474,594,837

927
Hydroxybenzoic acid (various) HOC6H4(OH)CO2H
Hydroxycarboxylic acids, alpha RCH(OH)CO2H
Hydroxyethylcellulose
Imidacloprid 224,886,887,1136
Imidazole C3H4N2

Indole C8H6NH
Iprobenfos
Isobutane C4H10

Isobutanol CH3CH(CH3)CH2OH
Isobutene C4H8

Isobutyric Acid CH3CH(CH3)CO2H
L-iso-Lucine C2H5CH(CH3)CH(NH2)CO2H
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Table 2.  Other Organic Compounds Treated by a Photocatalytic Process
Substance Formula Reference
Isonicotinaldehyde C5H4NCHO
Isoprene CH2C(CH3)CHCH2 370g
Isoprothiolane
Isosorbide dinitrate C6O2H8(ONO2)2

Iso-octane (CH3)2CH(CH2)4CH3

L-Lysine NH2(CH2)4CH(NH2)CO2H
Lactic acid C3H6O3

Landfill leachate
Laurylsulfate, sodium salt C12H25SO4,Na 14,912
Levulinic acid CH3C(O)CH2CH2CO2H 79
Lignin 531,872
Limonene C9H16

Linoleic acid C18H31CO2H
L-Leucine (CH3)2CHCH2CH(NH2)CO2H
Lufenuron 547
Luminol-CL
Malachite green oxalate (C6H5)[C6H4N(CH3)2][C6H4N-

  (CH3)2]C,(C2O4H)2.H2C2O4

Maleic acid HO2CCHCHCO2H
Maleic anhydride O2CCHCHCO2 42
Malic acid HO2CCH2CH(OH)CO2H 309
Malonaldehyde H(O)CCH2C(O)H
Malonic acid CH2(CO2H)2

Manitol HOCH2[CH(OH)]4CH2OH
Mecoprop 895,897
Mercaptotetrazole HSN4H
Mesitylene (CH3)3C6H3

Metalaxyl 896
Methamidophos 545
Methane CH4 120g,121g,122g,270g
Methanethiol CH3SH
L-Methionine CH3S(CH2)2CH(NH2)CO2H
Methomyl
N-Methylaniline C6H5NHCH3

Methyl bromophos 439
Methylcyclohexane CH3C6H11

Methyl-2-naphthoate C10H7CO2CH3

Methylnitrophos
Methyl oleate 1006
Methyl orange Na,O3SC6H4N2C6H4N(CH3)2 148,205,329,330,785,944,

945,946,973,1064,1065,
1066,1067,1068,1070

Methyl parathion 439,757
Methyl perfluoroethyl ether CH3OC2F5 461g
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Table 2.  Other Organic Compounds Treated by a Photocatalytic Process
Substance Formula Reference
Methyl perfluoro-1-propyl ether CH3OC3F7 461g
Methyl perfluoro-2-propyl ether CH3OC3F7 461g
Methyl stearate CH3(CH2)16CO2CH3 711g
Methylstyrene C6H5(CH3)CCH2

Methyl viologen (CH3C5H4N)2,Cl2 557,635
Methyl violet 454,841
Methylene blue (CH3)2NC6H3NSC6H3N(CH3)2,Cl 207,208,213,221,229,247,

409,475,481,482,483,536,
537,570,583,657,668,682,
777,778,800,814,815,841,
882g,993,1044

Methylvinylketone CH3COC2H3

Microcystin-LR or YR or YA 218,219,467,729,730,791,
Mixed waste
Molasses
Monocrotophos 118,1091,1139
Monuron ClC6H4NHCON(CH3)2

Morpholine C4H8ONH
Myrcene C10H16

m-Phenoxytoluene m-C6H5O-C6H4CH3

N-Benzyldiphenylamine (C6H5CH2)(C6H5)2N
N-Docanoyl-beta-alanine
N-Dodecanoylglutamate
N'-Dodecyl-N,N-dimethyl ammonium-
  acetate, sodium salt
N'-Dodecylamidopropyl-N,N-dimethyl-
  ammonium acetate, sodium salt
N-Dodecanoyl-N-(2-hydroxyethyl)amide CH3(CH2)10C(O)NH(CH2)2OH
N-Dodecanoyl-N,N-bis(2-hydroxyethyl)- CH3(CH2)10C(O)N[(CH2)2OH]2
  amide
N-Hydroxysuccinimide C2H4(C(O))2NOH
N-Methylpyrrolidinone 230
N-Phenyl-1,4-phenylenediamine C6H5NHC6H4NH2

N,N,N',N'-Tetraethyloxonine
alpha-Naphthaleneacetic acid C10H7CH2CO2H
Naphthol C10H7OH
Napthol ASBS dye 716
Naphthol blue black (C6H5N2)C12H2(OH)(NH2)- 258,821

  (SO3Na)2

Nicotinamide Coenzymes
Nicotine C5H4NC4H7NCH3

Nile Blue A C16NO(NH2)N(C2H5)2,SO4

Nitrocellulose
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Table 2.  Other Organic Compounds Treated by a Photocatalytic Process
Substance Formula Reference
m-Nitrocynnamic acid 694
o-Nitrophenyl-beta-D-galactopyranoside C12H15NO8

Nitropropane CH3CH2CH2NO2

Nitrosobenzene ONC6H5

p-Nitrosodimethylanaline ONC6H4N(CH3)2

p-Nitrotoluenesulfonic acid (CH3)(NO2)C6H3SO3H
Nitrotoluene, various NO2C6H4CH3 175
Nonylphenylethoxylate C9H17C6H4OC2H5

n-Nonylphenylpolyoxyethylene ethers C9H17C6H4O(C2H4O)nH
Octadecane n-C18H38 588g,589g,590g
Octadecanoic acid n-C17H35CO2H 589g,
n-Octanoic acid C7H15C02H
n-Octanol C8H17OH
Octanal C7H15CHO
Octaphenylcyclotetrasiloxane (C6H5)8(SiO2)4

Oil/Petroleum 278,279,290,742,921,1129,
1130

Oleic acid CH3(CH2)7CHCH3 283g,514g,923g,925g
Oxalic acid or oxalate ion C2O4H2 7,48,81,135,159,428,441,

444,445,450,496,703
Orange I, II, III, or IV 47,456
Orange G 343
Oxamyl 544,886,887
PCB - polyhydroxy
Paint waste 689
Palmitic (hexadecanoic) acid CH3(CH2)14CO2H 734g,735g
Paraffin, liquid 590g
Paraoxone 83
Paraquat 604,915
Pendimethalin
Pentachloroethane C2HCl5
Pentaethyleneglycol n-dodecyl ether (HO)(CH2CH2O)5(C12H23)
Pentafluorophenol C6F5OH
n-Pentyl amine n-C5H11NH2

Permethrin
Pesticides - unspecified 209,546,547,813,835,907,

908,1024,1119
Pirimiphos-methyl 312,313
beta-Phellandrene
Phenacylstyrylthioether C6H5CH2SCH2C(C6H5)CH2

Phenosafranin C6H5N2C12H4(NH2(CH3)2

Phenoxyacetic acid C6H5OCH2CO2H
Phenylacetic acid C6H5CH2CO2H
L-Phenylalanine C6H5CH2CH(NH2)CO2H 325
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Table 2.  Other Organic Compounds Treated by a Photocatalytic Process
Substance Formula Reference
Phenylarsonic acid 534
Phenylsulfinylacetic acid C6H5S(O)CH2CO2H
Phenylsulfonylacetic acid C6H5S(O)2CH2CO2H
Phenylthioacetic acid C6H5SCH2CO2H
Phenyltrifluoromethyl ketone C6H5C(O)CF3 889
p-Phenylenediamine H2NC6H4NH2

Phenylhydroxylamine C6H5NHOH
Phenylmercaptotetrazole C6H5SN4H
Phenyltetrazole C6H5N4H
Phorate (C2H5O)P(S)SCH2SC2H5 280
Phthaldialdehyde C6H4(CHO)2

Phthalan
Phthalic acid C6H4(CO2H)2 62,274
Phthalazinylhydrazones
Phthalocyanine 516g
Picoline CH3C5H4N
Pinene (alpha or beta) C10H16

Piperidene C5H10NH
Pirimicarb 720
Polyacrylamide [CH2CHC(O)NH2]n 126
Polyethoxylene alkyl ethers R2(OC2H4)n 590g,843,1145
Polyethylene (CH2CH2)n
Poly(methylphenylsiloxane) [(C6H5)(CH3)SiO]n
Polypropylene [(CH3)CHCH2]n
Polyvinylalcohol (C2H3OH)n
Polyvinylchloride (PVC) (CH2CHCl)n 265,596,1079g
Polyvinylpyrrolidone 323
Procion red
Procymidone
L-Proline C4H8NCO2H
Prometon
Prometryn
Propane C3H8 861g,877g
Propanil (3,4-Cl2C6H3)NH(O)CC2H5 547
Propamocarb
Propazine
Propionamide CH3CH2C(O)NH2 1051
Propionic acid C2H5CO2H
Propyzamide
Propylene C3H6

Propylene glycol CH3CH(OH)CH2OH
Propylene glycol dinitrate CH3CH(NO3)CH2(NO3)
Propylene sulfide C3H6S 87g
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Table 2.  Other Organic Compounds Treated by a Photocatalytic Process
Substance Formula Reference
Propyne CH3CCH 1013
Propyzamide
Pyridine C5H5N 440,441
Pyrimethanil 2,223
Pyrocatechol o-C6H4(OH)2

Pyrrole C4H5N
Pyrrole-2-carboxylic acid C4H4(CO2H)N 441
Pyrrolidone 323
Quinoline acid yellow
Reactive Blue 19 697
Reactive Blue 221 273
Reactive Blue 222 273
Reactive Dyes 229,273,329,453,644,645,

936,996,1109,1116
Reactive Red M5B
Red Dye 79
Red Dye 4BS
Remazol Black B 30,273
Remazol Turquoise Blue G 133 30
Remazol Brilliant Blue R 273
Resorcinol 191,853
Rhodamine B CH3OC(O)(C6H4)C13H6O(NH2)2 306,529,530,696,712,937,

938,939,966,1081
Rhodamine 6G C2H5OC(O)C6H4C13H4(CH3)2-

   [N(C2H5)]2,Cl
Rhodamine 6ZH
Rose Bengal Na2,O2CC6Cl4C13H2OI4O2 488

S-Dodecyl thioether carboxylates
S-Ethyl-N,N-dipropyl thiocarbamate (C2H5)SC(O)N(C3H7)2

     (EPTC)
S-Ethyl-N,N-diisopropylthiocarbamate (C2H5)SC(O)N(i-C3H7)2

    (Butylate)
S-Ethyl-4-hexahydro-1-H-azepine-1-
     carbothionate  (molinate)
S-Propyl-N-cyclohexyl thiocarbamate (C3H7)SC(O)NH(C6H11)
     (cycloate)
S-Propyl-N,N-dipropyl thiocarbamate (C3H7)SC(O)(NC3H7)2

    (vernolate)
Sabinine
Saccharin 317
Salicylaldehyde C7H6O2

Salicylic acid C7H6O3 62,143,714,894,1042,1094
L-Serine HOCH2CH(NH2)CO2H 325
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Table 2.  Other Organic Compounds Treated by a Photocatalytic Process
Substance Formula Reference
Simazine (C2H5)Cl(NHC2H5)C3N3

Sirius yellow 205
Sodium anthracene-1-sufonate 62
Sodium chloroacetate ClCH2CO2Na
Sodium dodecylbenzene sulfonate C12H25C6H4SO3,Na 409,850
Soluble dye 4BS 123
Special brilliant blue FFR
Squalene 248g,393g
Stearic acid CH3(CH2)16CO2H 588g,590g,721g,768g
Stilbene C6H5CHCHC6H5

Succinic acid HO2CCH2CH2CO2H
Succinimide HNC(O)CH2CH2C(O)
Sucrose C12H22O11

Sulfones RS(O)2R'
Sulforhodamine B 505,508
Sulfosalicylic acid 509,510
Superoxide dismutase (SOD)
Surfactants - unspecified 334,676
Tartaric acid HO2CCH(OH)CH(OH)CO2H
Terbutryne
Terpinene C10H16

alpha-Terpineol C10H18O
Tetrabutylammonium phosphate [(n-C4H9)4N]4,PO4

Tetrachloroaniline Cl4C6HNH2

Tetrachlorvinphos CHClCH(2,4,5-Cl3C6H2)(CH3)PO4

Tetracycline 332,384,1080
Tetradecyldimethylbenzylammonium- CH3(CH2)13(CH3)2(C6H5CH2)-
  chloride   NCl
Tetrafluoroethylene C2F4

Tetralin C10H12

Tetramethylenediamine NH2(CH2)4NH2

Tetranitromethane C(NO2)4

Meso-Tetraphenylporphyrin 397
Theophylline C7H8N4O2

.H2O
Thianthrene C13H8OS
Thioethers RSR'
Thiobencarb
Thiolactic acid CH3CH(SH)CO2H
Thiophene C5H5S 87g
Thiophenol C6H5SH
Thioxanthene C12H8S2

Thioxanthone C13H8OS
Thifensulfuron Me 569
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Table 2.  Other Organic Compounds Treated by a Photocatalytic Process
Substance Formula Reference
Thiram
Thymine C5H6N2O2 169,170,324
Thionine C12NS(NH2),O2CCH3

L-Threonine CH3CH(OH)CH(NH2)CO2H
p-Toluenesulfonic acid CH3C6H4SO3H
p-Toluidine CH3C6H4NH2

Tordon 315
Total Organic Carbon (TOC) 4,43,44,49,115,164,174,

176,177,178,247,328,334,
474,654,695,870,932

Triadimefon 720
s-Triazines
Trichloroacetic acid Cl3CCO2H 830
Trietazine
Triethanolamine N(CH2CH2OH)3 336g,426,427
Trifluoroacetic acid CF3CO2H 889
Trifluoroacetyl chloride CF3C(O)Cl 1099
Trihydrazinotriazine
Trihydroxybenzene (HO)3C6H3

Trimethylamine (CH3)3N 745g
Trimethylammonium chloride (CH3)3NH,Cl
Trimethylene sulfide (CH2)3S 87g
Trinitrophenol (NO2)3C6H2OH
Triphenylacetic acid (C6H5)3CCO2H
Triphenylbismuthine (C6H5)3Bi
Triphenylphosphine (C6H5)3P
Triphenylstibine (C6H5)3Sb
L-Tryptophan C8NH6CH2CH(NH)CO2H
Tri-(p-Tolyl)arsine (CH3C6H4)3As
Triton X-100 C8H17C6H4(OCH2CH2)xOH
Umbelliferone C9H6O3

Uracil HNC(O)NHC(O)CHCH 169,170,375
Urea C(O)(NH2)2

L-Valine (CH3)2CHCH(NH2)CO2H
Vat Blue
Vinclozolin
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Table 3.  Inorganic Substances Included in EPA Lists of Hazardous Substances
   and/or Treated by a Photocatalytic Process

Substance/Element Formula/Symbol Reference
Actinides Th,Pa,U,Np,Pu
Aluminum (fume or dust) Al
Aluminum oxide Al2O3

Ammonia NH3 745g,1131

Ammonium nitrate (soln) NH4NO3

Ammonium sulfate (soln) (NH4)2SO4

Antimony Sb
Arsenic As
Asbestos Mg,Si
Azide ion N3

(-)

Barium Ba
Beryllium Be
Bismuth Bi
Boron B 316
Bromate ion BrO3(-1)
Cadmium Cd 128,160,318

Chlorine Cl
Chlorine dioxide ClO2

Chromium Cr 66,116,143,231,232,233,
263,378,447,523,636,1102,
1112,1132

Cobalt Co
Copper Cu 137,318,586,762,812,1033,

1034
Cyanide and Complexes CN(-1) and M(CN)x 34,37,249,533,964
Cyanate ion CNO(-1)
Gold Au
Halide ion X(1-), X = F, Cl, Br, or I 360,442
Hydrazine and derivatives H2NNH2 101,456, 922
Hydrogen sulfide H2S
Hydroxylamine NH2OH
Hypophosphorus acid H2PO2

Iridium Ir
Iron Fe
Lead Pb 65,129,318,575,916
Manganese Mn 233,314,409
Mercury Hg 8,318,586

Molybdenum Mo
Molybdenum hexacarbonyl Mo(CO)6
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Table 3.  Inorganic Substances Included in EPA Lists of Hazardous Substances
   and/or Treated by a Photocatalytic Process

Substance/Element Formula/Symbol Reference
Nickel Ni 316
Nitrates/nitrites NO3(-1),NO2(-1) 51,187,262,496,608,715,

801,828,829,11-2
Nitrogen oxides NOX, N2O 20g, 21g,23g,26g,71g,

246g,252g,253g,294g,
304g,356g,364g,369,395g,
407,499g,563g,603g,607g,
620g,621g, 623,629g,639g,
640g, 641g,642g,855g,
857g,858g,862g,863g,864g
865g,866g,867g,868g,869g
953g,989g,1012g,1106g

Nitrogen N2

Oxygen O2

Ozone O3

Palladium Pd 1038
Phosphorus P
Platinum Pt

Radium Ra
Radon Rn
Rhodium Rh
Selenium Se 761
Silicon Si
Silver Ag 409,437,452,819,845,1038

Strontium Sr
Sulfate radical SO4(1-)
Sulfite SO3(1-) 187
Sulfur S
Sulfur oxides SOx 190g,780g,862g,865g
Sulfuric acid H2SO4

Thallium Tl
Thiocyanate SCN(1-) 163
Thiosulfate S2O3(2-) 456
Thorium Th
Tin Sn
Tritium H,(T)
Tungsten W
Uranium U 111
Vanadium V
Zinc Zn 128



39

4.0  Conclusions

The level of activity in this field remains high. The potential to develop new technology for environmen- tal
remediation is still a driving force for the R&D activity in some parts of the world; however, applications such
as indoor air purification, disinfection and cell killing, and self-cleaning surfaces have moved more quickly to
commercialization in Japan and to a much lesser extent in Europe and the United States. Clearly, many
companies see potential markets for indoor air quality applications and self-cleaning surfaces. Products have
been available in Japan for a number of years and are beginning to enter the market in the United States. 
Continued attention is being paid to detecting and identifying intermediates and by-products that can be
formed during the photocatalytic process in aqueous and gas-phase systems. This is an important tool in
developing an understanding of the chemical mechanisms of the processes and is necessary to ensure that
potentially harmful substances are not left in the processed stream. Release of partial oxidation products is a
major consideration for systems that treat indoor air.  As systems are deployed in the field, it is increasingly
important that the issues of catalyst lifetime and regeneration be addressed. Related to this is the need to
identify those components of an air or water stream that can inhibit or kill catalyst activity. All these are
important to the design of efficient and economical treatment systems. 
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187. Okuno, Harumi, Akio Miyata, and Hideo Nojima, inventors. "Photocatalyst for Oxidizing Water." Sharp Corp.,
Japan, assignee. Japan patent, 2001179096. 20010703. 135:68466  CA.

188. Mori, Kazuhiko, Mitsuru Nakamura, and Hidetaka Umeoka, inventors. " Photocatalyst Air Filter." Nihon
Parkerizing Co., Ltd., Japan, and Honda Acsess K. K., assignees. Japan patent, 2001179091. 20010703.
135:68465  CA.

189. Ichikawa, Shinichi, and  Makoto Yasuda, inventors. "Optical Catalysts of Fixed on Glass Substrate Having."
Hitachi Ltd., Japan, assignee. Japan patent, 2001172050. 20010626. 135:68464  CA.

190. Brock, James R., and  Adam Heller, inventors. "Materials and Methods for Photocatalyzing Oxidation of
Organic Compounds on Water; Beads Coated With Material Which Under Illumination and in the Presence of
Air Accelerates the Oxidation of Organic Compounds Floating on Water." Board of Regents, The University of
Texas System, Austin, TX, assignee. United States Patent, 5256616. 19931026. Accession Number: 2411212 
IFIPAT;IFIUDB;IFICDB.

191. Fujimori, Hiroshi, and Yoshihiko Kasai, inventors. "Anatase Titanium Oxide Photocatalyst and Method for
Manufacture Thereof." Seiko Epson Corp., Japan, assignee. Japan patent, 2001170496. 20010626. 135:68463 
CA.

192. Buchanan, Charles M., Robert M. Gardner, James E. Harris, Gether IrickJr, and David V. StricklerJr,
inventors. "Envirionmentally Non-Persistant Cellulose Ester Fibers; Cigarette Filters; Cellulose Acetate,
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Patent, 5970988. 19991026. Accession Number: 3221431  IFIPAT;IFIUDB;IFICDB.

193. Kamiya, Kiyoshi, Yoshihiko Murata, Hideo Tahara, Yukinori Kawahara, and Hiroshi Yamada, inventors.
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194. Buchanan, Charles M., Robert M. Gardner, James E. Harris, Gether IrickJr, and David V. Strickler Jr,
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195. Yoshida, Hiroaki, and Yoshitake Suzuki, inventors. "Method for Manufacture of Titanium or Titanium Alloy
Substrate Having Anatase Titanium Oxide Photocatalyst Surface." Daido Special Steel Co., Ltd., Japan,
assignee. Japan patent, 2001170495. 20010626. 135:68461  CA.

196. Sugimoto, Mitsumasa, inventor. "Titanium Oxide Photocatalyst Showing Catalytic Activity in Dark Place."
Japan, assignee. Japan patent, 2001170499. 20010626. 135:68460  CA.

197. Shirakawa, Tomoyuki, inventor. "Method for Activating Photocatalyst Layer by Ion Bombardment." Mitsubishi
Plastics Industries, Ltd., Japan, assignee. Japan patent, 2001170494. 20010626. 135:68459  CA.

198. Tomotani, Masaki, inventor. "Photocatalyst-Carrying Products Showing Durable Antibacterial and Deodorizing
Properties and Their Manufacture." Kurashiki Textile Mfg. Co., Ltd., Japan, assignee. Japan patent,
2001162172. 20010619. 135:68458  CA.

199. Kimura, Kunio, Yoshitada Nemoto, and Shigeru Kanamaru, inventors. "Method and Apparatus for Purification
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Industrial Research Institute, and Asia Rikaki K. K., assignees. Japan patent, 2001179246. 20010703.
135:65936  CA.

200. Koike, Hironobu, Yasuyuki Oki, and Yoshiaki Takeuchi, inventors. "Photocatalytic Activated Carbon Sheet for
Air Deodorization and Detoxification and Mold Removal." Sumitomo Chemical Co., Ltd., Japan, assignee.
Japan patent, 2001170450. 20010626. 135:65521  CA.

201. Okumura, Satoshi, and  Kiyoshi Washida, inventors. "Thin Unit Using Photocatalyst for Decomposition of
Organic Substance." Shinyei Kaisha, Japan, assignee. Japan patent, 2001170139. 20010626. 135:65517  CA.

202. Fujii, Koichi, inventor. "Compact and Multi-Functional Air Purification Apparatus Using Photocatalyst." Fujii
Kinzoku Kako K. K., Japan, assignee. Japan patent, 2001170144. 20010626. 135:65510  CA.

203. Kamiya, Kiyoshi, Yoshihiko Murata, Hideo Tawara, Yukinori Kawahara, and Hiroshi Yamada, inventors.
"Construction for Atmospheric Air Purification." Mitsubishi Materials Corp., Japan, assignee. Japan patent,
2001170440. 20010626. 135:65508  CA.

204. Fox, Rod Thomas, and Duncan Roger Harper, inventors. "Photocatalytic Cleaning Compositions Comprising
Titania or Zinc Oxide Sol and Light Sensitizer and Application Methods." Reckitt Benckiser (Uk) Ltd., UK,
assignee. World patent, 2001046367. 20010628. 135:63063  CA.

205. Kitagawa, Yosuke, and  Ryuichi Hoshikawa, inventors. "Method for Surface Modification of Wallpaper."
Matsui Shikiso Chemical Co., Ltd., Japan, assignee. Japan patent, 2001170552. 20010626. 135:62881  CA.

206. Kuwahara, Nobuhiro, Shinpei Suda, Kiyonori Takemura, and Kiyoshi Mori, inventors. "Odor-Absorbing Fiber
Structures Comprising Cellulosic Fibers With Properties of Simultaneous Absorption of Low-Molecular-
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Monomers." Toyobo Co., Ltd., Japan, assignee. Japan patent, 2001172868. 20010626. 135:62612  CA.

207. Anzaki, Toshiaki, Daisuke Arai, and Yoshifumi Kijima, inventors. "TiO2 Photocatalyst Film Coated Article and
Sputtering Target for Fabrication Thereof." Nippon Sheet Glass Co., Ltd., Japan, assignee. World patent,
2001046488. 20010628. 135:54629  CA.

208. Negishi, Toshio, Hideyuki Hiraiwa, and Takahiko Makimoto, inventors. "Manufacture of Anatase-Type
Titanium Oxide Thin Film by Sputtering and Laser Irradiation." ULVC Japan, Ltd., Japan, assignee. Japan
patent, 2001164364. 20010619. 135:53822  CA.
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209. Hotta, Hisashi, inventor. "Manufacture of Ablation-Type Lithographic Plate." Fuji Photo Film Co., Ltd., Japan,
assignee. Japan patent, 2001171067. 20010626. 135:53556  CA.

210. Murata, Toshiaki, inventor. "Water Purification Apparatus Using Photocatalyst and Ozonization." Mitsui
Engineering and Shipbuilding Co., Ltd., Japan, assignee. Japan patent, 2001162273. 20010619. 135:50776 
CA.

211. Sakiura, Toshiyuki, and  Tsukasa Sakurada, inventors. "Aquaculture System Having Semiconductor
Photocatalyst Units for Water Purification and Disinfection." Nakajima Suisan Co., Ltd., Japan, and Shinshu
Ceramics K. K., assignees. Japan patent, 2001161212. 20010619. 135:50770  CA.

212. Sasaki, Manabu, Shoji Saruhashi, and Kenji Sumida, inventors. "Air Purification Catalyst With Photocatalyst
and Adsorbent." Cataler Corporation, Japan, assignee. Japan patent, 2001170497. 20010626. 135:50353  CA.

213. Michimoto, Tadanori, Takayuki Hiyori, Tomoji Oishi, and Takao Ishikawa, inventors. "Photocatalyst Materials
for Purification of Nitrogen Oxide Gases."  Nitto Denko Corp., Japan, and Hitachi Ltd., assignees. Japan
patent, 2001162176. 20010619. 135:50349  CA.

214. Myodo, Takahiro, and  Yoshio Myodo, inventors. "Food and Beverage Containers and Surface Treatment
Process for Their Manufacture." Myodo Metal Co., Ltd., Japan, assignee. Japan patent, 2001161533.
20010619. 135:49240  CA.

215. Ejima, Isamu, inventor. "Method of Forming Antisoiling Photocatalytic Coating Films." Nihon Tokushu Toryo
Co., Ltd., Japan, assignee. Japan patent, 2001162217. 20010619. 135:47653  CA.

216. Nakanishi, Motoyasu, inventor. "Biodegradable Foam Sheets Useful for Weed-Controlling, Vibration-
Damping, and Sound-Insulating Materials and Their Manufacture." Suzuki Sogyo Co., Ltd., Japan, assignee.
Japan patent, 2001161187. 20010619. 135:47229  CA.

217. Tanaka, Keiichi, and Muhammad Sharig Vohra, inventors. "Production of High Functional Photocatalysts."
Japan as Represented by Director General of Agency of Industrial Science and Technology, Japan, assignee.
World patent, 2001041925. 20010614. 135:38857  CA.

218. Nakamura, Hiroshige, and  Setsuko Koura, inventors. "Metal Plate Coated by Photocatalyst and Manufacture
Thereof." Nisshin Steel Co., Ltd., Japan, assignee. Japan patent, 2001152362. 20010605. 135:38856  CA.

219. Watanabe, Miho, Katsuhide Misono, and Akio Watanabe, inventors. "Photocatalytic Deodorizer." Toshiba
Lighting and Technology Corp., Japan, assignee. Japan patent, 2001155690. 20010608. 135:38778  CA.

220. Cassar, Luigi, and Carmine Pepe, inventors. "Use of a Mixture of Organic Additives for the Preparation of
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Containing the Mixture." Italcementi S.P.A., Italy, assignee. Europe Patent, 885857. 23 December 1998.
130:85015  CA.

221. Kanamori, Taro, and Toshinori Sakagami, inventors. "Coating Compositions for Wallpaper, and Coated
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222. Cassar, Luigi, and  Carmine Pepe, inventors. "Use of Organic Additives for the Preparation of Cementitious
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225. Arita, Kinya, Kazunori Kawakita, Hiroshi Kono, Takashi Fukunaga, and Takahito Hagiwara, inventors.
"Apparatus for Sterilization of Titanium Oxide-Coated Kitchen Knives." Toto Ltd., Japan, assignee. Japan
patent, 2001161796. 20010619. 135:32982  CA.

226. Saito, Makoto, Masao Mizuno, and Setsuko Kamata, inventors. "Method and Device for Determination of
Organic Carbon." Toa DDK K. K., Japan, assignee. Japan patent, 2001153828. 20010608. 135:28429  CA.

227. Koyama, Hiroshi, Shinichi Koizumi, Akira Nakajima, Shunya Watabe, Kazuhito Hashimoto, and Akira
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Formation Without Development." Kyodo Printing Co., Ltd., Japan, assignee. Japan patent, 2001150829.
20010605. 135:26908  CA.

228. Honda, Kimiyasu, Masakatsu Iwashimizu, Tsugio Kubo, Hironao Numamoto, Tatsuo Nakayama, Masato
Hosaka, and Yasuhiro Fujii, inventors. "Air Deodorization Filter and Air Conditioner Comprising the Filter."
Matsushita Electric Industrial Co., Ltd., Japan, assignee. Japan patent, 2001157709. 20010612. 135:23865 
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229. Chang, Hihua, inventor. "Manufacture of Thin Oxide Films." Hoya Corp., Japan, assignee. Japan Patent,
2000191323. 11 July 2000. 133:76078  CA.

230. Yanagihara, Kazuo, and  Mitsuo Naruse, inventors. "Photocatalytic Air Purifier for Deodorization and
Disinfection in Relatively Narrow Space." Daido Special Steel Co., Ltd., Japan, assignee. Japan patent,
2001149453. 20010605. 135:23860  CA.

231. Chang, Tsu I., Yoshinori Tanigami, Hideo Yamada, and Hiroyuki Nishino, inventors. "Micro-Capsuled-
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232. Hioki, Shinya, inventor. "Photocatalyst Member Provided With Heat Exchange Property." Mitsubishi Paper
Mills, Ltd., Japan, assignee. Japan patent, 2001149451. 20010605. 135:23859  CA.

233. Kaneko, Setsuzo, and Mariko Kaneko, inventors. "Room Air Purification Method and Sheet for Photolytic
Catalyst." Japan, assignee. Japan patent, 2001149448. 20010605. 135:23857  CA.

234. Yano, Daisaku, inventor. "Microwave Plasma Apparatus for Treating Waste Gas Containing Volatile Organic
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235. Sugiyama, Yasunari, inventor. "Concrete Products Having Photocatalytic Titania Surface Layer and Bonding
Method." Fujikon K. K., Japan, assignee. Japan patent, 2001151581. 20010605. 135:23546  CA.

236. Chauffriat, Henri, and Laurent Rocher, inventors. "Treatment of Substrates With Particles That Photocatalyzed
Degradation of Oils to Render the Substrates Self-Cleaning." Rhodia Chimie, Fr., assignee. World Patent,
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237. Sherman, Jonathan, inventor. "Nanoparticulate Titanium Dioxide Coatings, Method for Manufacture and
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238. Nakajima, Akira, Toshiya Watabe, Kazuhito Hashimoto, and Akira Fujishima, inventors. "Transparent and
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241. Masuhara, Eiichi, Yoshinori Kadoma, Junichi Yamauchi, Koichi Okada, and Satoshi Yamaguchi, inventors.
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Japan, assignee. Europe patent, 1104669. 20010606. 135:10112  CA.

242. Matsuoka, Norihiro, inventor. "Method for Water Purification Used in Applied Equipments." Sharp Corp.,
Japan, assignee. Japan patent, 2001149935. 20010605. 135:9796  CA.

243. Kimura, Tamon, Masakatsu Kiyohara, Nobuhiro Shono, and Chiaki Nakayama, inventors. "Apparatus for
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244. Kimura, Tamon, Masakatsu Kiyohara, Nobuhiro Shono, Chiaki Nakayama, Yoshinobu Kubota, Akira
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CA.

245. Newman, Gerard K., Jeffrey H. Harwell, and Lance Lobban, inventors. "Enhanced Oxidation of Air
Contaminants on an Ultra-Low Density UV-Accessible Aerogel Photocatalyst." The Board of Regents of the
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Environmentally Friendly Process." Dokai Chemical Industry Co., Ltd., Japan, assignee. Japan patent,
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270. Hiyori, Takayuki, and Tadanori Doumoto, inventors. "Air-Permeable Photocatalyst Sheet Structure for
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Air."  Shinto Fine K. K., Japan, assignee. Japan patent, 2001129364. 20010515. 134:343854  CA.

282. Doshita, Kazuhiro, Tetsuro Kawahara, and Hiroaki Tada, inventors. "Photocatalytic Product Having
Photocatalytic Coating Layer." Nippon Sheet Glass Co., Ltd., Japan, assignee. Japan patent, 2001121003.
20010508. 134:334213  CA.

283. Inoue, Kiyoshi, inventor. "Photocatalytic Apparatus Having Means for Monitoring Catalytic Efficiency and for
Reactivating Catalyst." Toyo Element Industry Co., Japan, assignee. Japan patent, 2001120999. 20010508.
134:334212  CA.

284. Kasai, Yoshihiko, and  Hiroshi Fujimori, inventors. "Photocatalyst Made of Titanium Oxide Alloy and Method
for Manufacture Thereof." Seiko Epson Corp., Japan, assignee. Japan patent, 200112099820010508.
20010410. 134:334211  CA.

285. Ogata, Shiro, Narimitsu Ishiwata, and Kazuhiko Sonomoto, inventors. "Three-Dimensional Photocatalytic
Apparatus for Gas or Liquid Purification." Tao K. K., Japan, and Ltd. Hitachi Metals, assignees. Japan patent,
2001121002. 20010508. 134:334210  CA.

286. Tanaka, Hiroaki, inventor. "Containers Having Deodorization and Sterilization Functions." NEC Home
Electronics Co., Ltd., Japan, assignee. Japan patent, 2001120646. 20010508. 134:331690  CA.

287. Saho, Norihide, Tetsuya Tanaka, and Noriyo Nishijima, inventors. "Membrane-Separation Apparatus for Water
Treatment." Hitachi Ltd., Japan, assignee. Japan patent, 2001121147. 20010508. 134:331292  CA.

288. Ito, Yasuro , Akitomo Zukeran, Takeo Takahashi, Takeshi Takamatsu, Kazumi Kawakami, and Tsutomu
Nakayama, inventors. "Apparatus for Air Purification by Using Electrode With Photocatalyst." Fuji Electric
Co., Ltd., Japan, assignee. Japan patent, 2001129430. 20010515. 134:330852  CA.
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289. Kondo, Yasuyoshi, and  Katsushi Ogami, inventors. "Deodorant and Deodorization Sheet for Indoor Air
Treatment." Mitsubishi Paper Mills, Ltd., Japan, assignee. Japan patent, 2001129396. 20010515. 134:330851 
CA.

290. Curbelo, Pamela J., Richard A. Meinzer, and Timothy N. Obee, inventors. "Back-Sided Illuminated Organic
Pollutant Removal System; Photocatalytic Semiconductor." United Technologies Corporation, Hartford, CT,
assignee. United States Patent, 5865959. 19990202. Accession Number: 3105132  IFIPAT;IFIUDB;IFICDB.

291. Matsui, Akio, inventor. "Method and Device for Treatment of Odorous and Hazardous Gases by
Photocatalyst." Trust Japan Y. K., Japan, assignee. Japan patent, 2001129363. 20010515. 134:330850  CA.

292. D'Angeli, Edoardo, and  Rosario Pappa, inventors. "Photocatalytic Process for Purifying Water Polluted by
Tetrahydrothiophene; Dispersing Solid Particles of Semiconductor Metal Oxide, Condensation Water
Containing Tetrahydrothiophene Impurity, Supplying Oxygen or Air to the Dispersion, Radiating the
Dispersion With Ultraviolet Light." EniTechnologie S.p.A., San Donato Mil.se, IT, assignee. United States
Patent, 6027654. 20000222. Accession Number: 3283784  IFIPAT;IFIUDB;IFICDB.

293. Takeda, Yutaka, Yasuyoshi Kato, and Masatoshi Fujisawa, inventors. "Harmful Gas Treatment Apparatus
Using Photocatalytic Units." Babcock-Hitachi K. K., Japan, assignee. Japan patent, 2001120956. 20010508.
134:330825  CA.

294. D'Angeli, Edoardo, and  Rosario Pappa, inventors. "Photocatalytic Process for the Purification of Water
Pollutied by Odorant Compounds Containing Sulfur; Purfication of Condensed Water Along Gas Distribution
Lines for Domestic and Industrial Use by Dispersing the Water in Semiconductor Metal Oxide of Specified
Particle Size and Concentration and Irradiating With UV Light; Photodegradation." EniTecnologie S.p.A., San
Donato Milanese, IT, assignee. United States Patent,  6165327. 20001226. Accession Number: 3436993 
IFIPAT;IFIUDB;IFICDB.

295. Komatsu, Toru, and  Masaki Kobayashi, inventors. "Automobile Rear-View Blue-Colored Anti-Fog Mirror
From Cr-TiO2-SiO2 Multilayer Coating." Murakami Corp., Japan, assignee. Europe patent, 1099671.
20010516. 134:330445  CA.

296. Kudo, Etsuo , inventor. "Manufacture of Antimicrobial Material Covering Door Knob and Handle." Japan,
assignee. Japan patent, 2001123711. 20010508. 134:322046  CA.

297. Kobayashi, Hironori, Manabu Yamamoto, and Masato Okabe, inventors. "Photocatalyst-Containing Material
for Pattern Formation and Method for Pattern Formation for Lithographic Plates, Color Filters and Micro Lens
Array Using Same." Dainippon Printing Co., Ltd., Japan, assignee. Japan patent, 2001109091. 20010420.
134:318668  CA.

298. Yasumori, Atsuo, inventor. "Method for Preparation of Photocatalyst Composition According to Phase
Separation Process." Rikogaku Shinkokai, Japan, assignee. Japan patent, 2001113177. 20010424. 134:318576
 CA.

299. Inoue, Kiyoshi, inventor. "Airborne Pollutant Decomposition Method by Photoactive Catalyst." Toyo Element
Industry Co., Japan, assignee. Japan patent, 2001112884. 20010424. 134:315292  CA.

300. Inoue, Kiyoshi, inventor. "Apparatus for Treating Waste Gases From Dry Cleaning of Cloth." Toyo Element
Industry Co., Japan, assignee. Japan patent, 2001115373. 20010424. 134:315280  CA.
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301. Sakatani, Yoshiaki, Hiroyuki Ando, and Hironobu Koike, inventors. "Photocatalyst and Photocatalyst Coating
Composition Using Titanium Oxide." Sumitomo Chemical Company, Limited, Japan, assignee. Europe patent,
1095908. 20010502. 134:313242  CA.

302. Abe, Shinji, and Nobuo Kimura, inventors. "Photocatalyst Composites, Coating Liquids Containing Them and
Articles Coated With the Liquids." Nippon Soda Co., Ltd., Japan, assignee. Japan patent, 2001106974.
20010417. 134:312548  CA.

303. Kano, Shunya, inventor. "Antisoiling Sheets Having Photocatalytic Layers With Good Weather Resistance."
Hiraoka + Co., Ltd., Japan, assignee. Japan patent, 2001113640. 20010424. 134:312111  CA.

304. Kobayashi, Hironori, and Manabu Yamamoto, inventors. "Composite Material for Formation of Pattern."
Dainippon Printing Co., Ltd., Japan, assignee. Japan patent, 2001109103. 20010420. 134:303073  CA.

305. Nakayama, Takao, inventor. "Heat-Sensitive Negative-Working Directly Imaging Lithographic Plate Blank and
Method for Lithographic Plate Making Using Same." Fuji Photo Film Co., Ltd., Japan, assignee. Japan patent,
2001105761. 20010417. 134:303066  CA.

306. Hoshi, Satoshi, inventor. "Manufacture of Heat-Mode Developable Lithographic Printing Plate With Improved
Printability." Fuji Photo Film Co., Ltd., Japan, assignee. Japan patent, 2001105755. 20010417. 134:303063 
CA.

307. Nakayama, Takao, inventor. "Photosensitive Lithographic Printing Plate With Improved Printability and Offset
Printing Method." Fuji Photo Film Co., Ltd., Japan, assignee. Japan patent, 2001105758. 20010417.
134:303048  CA.

308. Nakayama, Takao, Satoshi Hoshi, Nobufumi Mori, and Takashi Nakamura, inventors. "Manufacture of Heat-
Mode-Developable Lithographic Printing Plate With Improved Printability." Fuji Photo Film Co., Ltd., Japan,
assignee. Japan patent, 2001105757. 20010417. 134:303047  CA.

309. Sugiura, Kenji, Masashi Kadonaga, Takahiko Tokumasu, and Makoto Kobu, inventors. "Electrophotographic
Apparatus Having Photocatalyst for Decomposing Arch Discharge-Products in Image Support Unit." Ricoh
Co., Ltd., Japan, assignee. Japan patent, 2001100605. 20010413. 134:302989  CA.

310. Mori, Hirotake, Hachiro Hirano, and Masaki Inoue, inventors. "Silica Gel Spherical Particles Containing
Photocatalyst, Method for Manufacture Thereof, and Coating Photocatalyst Composition Containing Same."
Asahi Glass Co., Ltd., Japan, assignee. Japan patent, 2001104799. 20010417. 134:302950  CA.

311. Deguchi, Yasuo, inventor. "Muffler With Removing Nitrogen Oxide From Exhaust Gas by Photocatalyst."
Nippon Electric Industry Co., Ltd., Japan, assignee. Japan Patent, 11093652. 6 April 1999. 130:271218  CA.

312. Masuda, Toshihiro, and  Fumio Sahara, inventors. "Air Purification Apparatus Utilizing Effects of Plant
Growth and Photocatalyst." Denkosha K. K., Japan, assignee. Japan patent, 2001104459. 20010417.
134:300070  CA.

313. Deki, Shigehito, Noboru Hashimoto, Hirotsugu Kishimoto, Takaharu Nakagawa, and Koichi Takahama,
inventors. "Titanium Dioxide Film Having Photocatalytidc Activity and Substrate Having the Same; Adding
Additive to Reaction Solution Comprising Ammonium Titanium Fluoride and Water to Shift Equilibrium to
Form Titanium Dioxide, Calcining." Matsushita Electric Works, Ltd., Kadoma, JP, assignee. United States
Patent, 5811192. 19980922 . Accession Number: 3043488  IFIPAT;IFIUDB;IFICDB.
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314. Toda, Hiroshi, Yukio Yamada, and Kazuhiro Aisawa, inventors. "Incinerator Flue Gas Treatment for
Detoxicating Pollutants Using Photolysis Catalyst." Agency for Industrial Science and Technology, Japan, and
Yamada Industry K. K., assignees. Japan patent, 2001104753. 20010417. 134:300053  CA.

315. Taoda, Hiroshi, Yukio Yamada, and Kazutaka Aizawa, inventors. "Incinerator Flue Gas Treatment Apparatus
for Detoxicating Pollutants Using Photolysis Catalyst." Agency for Industrial Science and Technology, Japan,
and Yamada Industry K. K., assignees. Japan patent, 2001104752. 20010417. 134:300045  CA.

316. Oura, Setsuko, Atsushi Kajimoto, Akihiro Ando, Hiroshige Nakamura, and Kenji Sakato, inventors. "Cold-
Reserving Plate for Cold Box and Insulated Van." Nisshin Steel Co., Ltd., Japan, assignee. Japan patent,
2001113622. 20010424. 134:297618  CA.

317. Oka, Norihide, Norio Sentoda, and Masayoshi Yuzurihara, inventors. "Photocatalytic Hydrophilic Coating
Material for Automobiles." Toto Kiki K. K., Japan, assignee. Japan patent, 2001106972. 20010417.
134:297284  CA.

318. Kano, Shunya, inventor. "Colored Sheets With Discoloration Prevention." Hiraoka + Co., Ltd., Japan, assignee.
Japan patent, 2001105535. 20010417. 134:297276  CA.

319. Nakanishi, Motoyasu, inventor. "Biodegradable Foam Pots for Seedling and Their Manufacture." Suzuki Sogyo
Co., Ltd., Japan, assignee. Japan patent, 2001103845. 20010417. 134:296849  CA.

320. Dibble, Lynette A., and Gregory B. Raupp, inventors. "Gas-Solid Photocatalytic Oxidation of Environmental
Pollutants; Pollution Control." Arizona Board of Regents, a body corporate acting on behalf of Arizona State
University, Tempe, AZ, assignee. United States Patent, 5045288. 19910903. Accession Number: 2177711 
IFIPAT;IFIUDB;IFICDB.

321. Ito, Yuji, Nobuo Uotani, Katsura Ito, and Hiroyuki Hagiwara, inventors. "Discoloration-Resistant Recording
Media for Printing and Its Manufacture." Showa Denko K. K., Japan, assignee. Japan patent, 2001105719.
20010417. 134:287925  CA.

322. Inoue, Kiyoshi, inventor. "Manufacture of Titanium Oxide Catalyst." Toyo Element Industry Co., Japan,
assignee. Japan patent, 2001113166. 20010424. 134:287774  CA.

323. Miyashita, Setsuo, Takashi Miyazaki, Eiji Saji, and Tsuntaka Unryu, inventors. "Manufacture of Porous
Carbon Material Having Titanium Oxide Photocatalyst." Fukui Prefecture, Japan, assignee. Japan patent,
2001104800. 20010417. 134:287773  CA.

324. Hasegawa, Yoshio, Katsuyoshi Tadenuma, and Toshihiro Kosaka, inventors. "Titania/Vanadium Oxide
Composite Photocatalyst." Yamada Sangyo K. K., Japan, and Norio Fujimoto, assignees. Japan patent,
2001096154. 20010410. 134:287771  CA.

325. Noll, Jochen, Roland Full, Elfriede Sextl, and Ivonne Fischer, inventors. "Method for Removing Organic
Substances From Water and/or Aqueous Systems." Degussa-Huels A.-G., Germany, assignee. World patent,
2001025155. 20010412. 134:285431  CA.

326. Inoue, Satoshi, inventor. "Device for Electrolysis of Water Using Oxidation-Resistant Electrode With
Photocatalyst." Sanyo Electric Co., Ltd., Japan, assignee. Japan patent, 2001096276. 20010410. 134:285416 
CA.
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327. Ohmori, Masahiro, Akihiko Kotera, Hidenori Nakamura, and Masayoshi Nobiki, inventors. "Composite
Material for Deodorization or Waste Water Treatment." Showa Denko Kabushiki Kaisha, Japan, assignee.
World patent, 2001024927. 20010412. 134:285223  CA.

328. Sato, Akiyoshi, Shiro Ogata, and Kazuhiko Sonomoto, inventors. "Decorative Board Having Photocatalytic
Layer, Its Manufacture, and Outer Plate for Railway Car and Building Material Using It."  Higashi Nippon
Ryokaku Tetsudo K. K., Japan, Tao K. K., and Ltd. Hitachi Metals, assignees. Japan patent, 2001105525.
20010417. 134:284762  CA.

329. Matsuda, Koshiro, Takanori Wataru, and Hiromichi Ichinose, inventors. "Manufacture of Photocatalytic
Titanium Oxide-Clay Composites." Sadenko K. K., Japan, and Saga Prefecture, assignees. Japan patent,
2001097717. 20010410. 134:282838  CA.

330. Kasai, Satoru, Hisanori Shinohara, and Kazuo Kakui, inventors. "Manufacture of Photocatalyst-Containing
Aluminosilicate Particles." Lion Corp., Japan, assignee. Japan patent, 2001097713. 2001. 134:282836  CA.

331. Kimura, Nobuo, Akihiko Funamoto, and Kazuo Ono, inventors. "Transfer Films or Sheets Containing
Photocatalyst Layers on Substrates and Manufacture of Transferred Articles." Nippon Soda Co., Ltd., Japan,
assignee. World patent, 2001025362. 20010412. 134:281873  CA.

332. Kobayashi, Hironori, Masato Okabe, and Manabu Yamamoto, inventors. "Color Filter for Liquid Crystal
Display and Its Manufacture." Dainippon Printing Co., Ltd., Japan, assignee. Japan patent, 2001091724.
20010406. 134:273636  CA.

333. Sakai, Kazuhiro, and  Toshio Takahashi, inventors. "Photocatalyst Components for Deodorization and Lighting
in Vehicles." Toyota Gosei Co., Ltd., Japan, assignee. Japan patent, 2001096167. 20010410. 134:273471  CA.

334. Sugihara, Shinichi, inventor. "Photocatalytic Coatings Activated With Visible Light and Articles Having the
Coatings." Kankyo Device Kenkyusho Y. K., Japan, assignee. Japan patent, 2001096168. 20010410.
134:273470  CA.

335. Asai, Yasushi, and  Hiroyuki Ishiwatari, inventors. "Dioxin Removal Method and Apparatus Using Photolysis
Catalyst." Nishimatsu Construction Co., Ltd., Japan, assignee. Japan patent, 2001087411. 20010403.
134:270710  CA.

336. Dobashi, Akihiro, and Shinichi Ichikawa, inventors. "Lamps With Photocatalysts and Manuf. Thereof."
Hitachi, Ltd., Japan, assignee. Japan Patent, 11176383. 2 July 1999. 131:80548  CA.

337. Hioki, Shinya, inventor. "Corrugated Honeycombs Containing Photocatalysts." Mitsubishi Paper Mills, Ltd.,
Japan, assignee. Japan patent, 2001096166. 20010410. 134:270503  CA.

338. Dobashi, Akihiro, and  Shinichi Ichikawa, inventors. "System for Accelerated Activation of Photocatalysts
Used in Air or Underwater." Hitachi, Ltd., Japan, assignee. Japan Patent, 11128750. 18 May 1999. 130:330521
 CA.

339. Sakai, Kazuhiro, and  Tadanobu Iwasa, inventors. "Photocatalyst Compositions for Use in Air Purification
Apparatus." Toyota Gosei Co., Ltd., Japan, assignee. Japan patent, 2001096169. 20010410. 134:270501  CA.

340. Dobashi, Akihiro, Toshio Maruyama, Hisashi Miyashita, Shinichi Ichikawa, and Yoshinori Furukawa,
inventors. "Process for Manufacture of Light Source Coated With Photocatalyst Film According to Spray
Coating Method." Hitachi, Ltd., Japan, assignee. Japan Patent, 11096971. 9 April 1999. 130:259478  CA.
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341. Susaki, Katsumitsu, inventor. "Corrugated Filter With Low Pressure Loss for Air Purification Apparatus and
Cleaner." Mitsubishi Paper Mills, Ltd., Japan, assignee. Japan patent, 2001087359. 20010403. 134:270495 
CA.

342. Doi, Kunio, inventor. "Awnings Coated With Odor-Absorbing Antibacterial Photocatalysts As Tools for Light-
Shielding Window Glasses." Futaba Keiki K. K., Japan, assignee. Japan Patent, 2000073276. 7 March 2000.
132:181988  CA.

343. Takeuchi, Satoshi, Masaaki Maekawa, Chisako Shirai, and Zenichi Yamada, inventors. "Photocatalytic Filters."
Sinto Kogyo K. K., Japan, assignee. Japan patent, 2001087628. 20010403. 134:270476  CA.

344. Inoue, Kiyoshi, inventor. "Airborne Harmful Substance Decomposition Sheet and Airborne Harmful Substance
Decomposition Apparatus Using the Sheet." Toyo Element Industry Co., Japan, assignee. Japan patent,
2001087360. 20010403. 134:270445  CA.

345. Doi, Takahiro, Kazumasa Araki, Toshio Fujiomori, Yoshio Yukigami, and Manabu Nishigaki, inventors.
"Sound-Absorbing Structure With Photocatalyst for Reduce Noise and Air Pollution." Sekisui Jushi Co., Ltd.,
Japan, assignee. Japan Patent, 2000192429. 11 July 2000. 133:63064  CA.

346. Browall, Kenneth W., and  Chang Wei, inventors. "Semiconductor and Transition Metal Oxide Based
Photocatalytic Coatings on Spacecraft Optical Solar Reflectors for Decomposition of Organic Contaminants."
Lockheed Martin Corporation, USA, assignee. World patent, 2001025161. 20010412. 134:270109  CA.

347. Doi, Yorio, inventor. "Prevention of Soiling of Coating Films With Photocatalytic Titania." Kansai Paint Co.,
Ltd., Japan, assignee. Japan Patent, 11197600. 27 July 1999. 131:117518  CA.

348. Sanbayashi, Masayuki, and Masahiro Ohmori, inventors. "Photocatalytic Coating Composition and Product
Having Thin Photocatalytic Film." Showa Denko Kabushiki Kaisha, Japan, assignee. World patent,
2001023483. 20010405. 134:267836  CA.

349. Kojima, Eiichi, Makoto Nakanishi, Takeshi Yamauchi, and Takeshi Yamamoto, inventors. "Primer
Composition Having Organic Base Material-Fixed Photocatalytic Thin Film and Optical Catalytic Component
With Good Antibacterial Properties." Toto Kiki K. K., Japan, assignee. Japan patent, 2001089708. 20010403.
134:267827  CA.

350. Yamamoto, Masahiro, Minoru Takashio, Shigeru Kubozono, Junji Hiraoka, Kazuo Hirano, and Mikio
Horimoto, inventors. "Photocatalytic Hydrophilic Coating Material." Toto Ltd., Japan, assignee. World patent,
2001021722. 20010329. 134:267816  CA.

351. Domoto, Tadanori, inventor. "Photooxidation Catalyst Sheet and Method for Producing Such Catalyst Sheet."
Nitto Denko Corp., Japan, assignee. Japan Patent, 11047610. 23 February 1999. 130:157663  CA.

352. Harada, Akinori, inventor. "Bonded Substrates and Their Manufacture by Dry Bonding." Fuji Photo Film Co.,
Ltd., Japan, assignee. Japan patent, 2001080974. 20010327. 134:260208  CA.

353. Shiose, Koji, and  Takayasu Ikeda, inventors. "Aquarium Having Photocatalytic Material." Kyoto Bose K. K.,
Japan, assignee. Japan patent, 2001095419. 20010410. 134:259136  CA.

354. Kato, Yasuyoshi, Terufumi Miyata, Yutaka Takeda, and Naomi Konda, inventors. "Photocatalyst for Cleaning
Water." Babcock-Hitachi K. K., Japan, assignee. Japan patent, 2001087655. 20010403. 134:259134  CA.
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355. Doshita, Kazuhiro, Hiroyuki Inomata, Yasuaki Kai, Ryuzo Kamimura, and Satoko Sugawara, inventors. "Glass
Products With Multilayer Anti-Fogging Coating." Nippon Sheet Glass Co., Ltd., Japan, and Ltd. Nissan Motor
Co. , assignees. Japan Patent, 2001019494. 20010123. 134:119528  CA.

356. Mori, Kazuhiko, Mitsuru Nakamura, and Masayoshi Tanaka, inventors. "Photocatalyst Coatings and Formation
of Their Films for Removal of NOx From Air." Nihon Parkerizing Co., Ltd., Japan, assignee. Japan patent,
2001081412. 20010327. 134:256186  CA.

357. Doshita, Kazuhiro, Hiroyuki Inomata, and Toshifumi Tsujino, inventors. "Stain-Resistant Articles Having
Hydrophilic Surfaces." Nippon Sheet Glass Co., Ltd., Japan, assignee. Japan Patent, 2000289134. 20001017.
133:324742  CA.

358. Takeuchi, Satoshi, Masaaki Maekawa, Chisako Shirai, and Zenichi Yamada, inventors. "Photocatalytic
Honeycomb Filter for Air Purification." Sinto Kogyo K. K., Japan, assignee. Japan patent, 2001079421.
20010327. 134:256181  CA.

359. Doumichi, Takeshi, Koichiro Makita, and Kazuo Sakai, inventors. "Modified Silica-Coated Metal Oxide
Particles, Their Manufacture, and Compositions Containing Them." Fuji Pigment Co., Ltd., Japan, assignee.
Japan Patent, 2000319128. 20001121. 133:366203  CA.

360. Tahara, Osamu, and  Koji Omatsu, inventors. "Deodorization Vessel." Shimazu Corp., Japan, assignee. Japan
patent, 2001079349. 20010327. 134:256180  CA.

361. Tawara, Osamu, and  Koji Omatsu, inventors. "Apparatus for Indoor Air Purification by Photocatalytic
Decomposition." Shimazu Corp., Japan, assignee. Japan patent, 2001079070. 20010327. 134:256178  CA.

362. Sato, Kazuhiro, Koji Mishima, and Umeo Inoue, inventors. "Method and Apparatus for Treatment of Waste
Gas Using Photocatalyst." Takuma Co., Ltd., Japan, assignee. Japan patent, 2001079351. 20010327.
134:256153  CA.

363. Tobimatsu, Hiroki, Hironaga Iwata, Kazuto Tago, Hideo Nishida, and Kunio Arimoto, inventors. "Polishing
Agent Compositions Comprising of Alumina Abrasives." Toto Kiki K. K., Japan, and Ltd. Ishihara Yakuhin
Co. , assignees. Japan patent, 2001081443. 20010327. 134:255777  CA.

364. Mori, Kazuhiko, Mitsuru Nakamura, and Masayoshi Tanaka, inventors. "Noncorrosive Titanium Oxide Coating
Solution and Manufacture of Titanium Oxide Coating Film Using It." Nihon Parkerizing Co., Ltd., Japan,
assignee. Japan patent, 2001081357. 20010327. 134:254338  CA.

365. Dunn, Joseph E., inventor. "Photocatalyst and Pulsed Light Synergism in Deactivation of Contaminants;
Illuminating Titanium Dioxide Catalyst Supplemented Surface of a Food Packaging Material With Prefered
Frequency Range, So As to Initiate the Release of Highly Reactive Agent in a Reaction Which Deactivates the
Microorganisms." PurePulse Technologies, Inc, San Diego, CA, assignee. United States Patent, 5658530.
19970819. Accession Number: 2873782  IFIPAT;IFIUDB;IFICDB.

366. Sakurada, Tsukasa, inventor. "Heavy Metal-Free Photocatalytic Materials and the Material-Treated Products." 
Shinshu Ceramics K. K., Japan, assignee. Japan patent, 2001079066. 20010327. 134:253855  CA.

367. Egashira, Nobumasa, inventor. "Apparatus for Air Deodorization With Photocatalyst and Adsorbent."
Mitsubishi Electric Corp., Japan, assignee. Japan Patent, 11276861. 12 October 1999. 131:261863  CA.
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368. Kojima, Eiichi, and  Makoto Nakanishi, inventors. "Primer Composition Having Organic Base Material-Fixed
Photocatalytic Thin Film and Optical Catalytic Component With Good Adhesion, Durability and Good
Antibacterial Properties." Toto Kiki K. K., Japan, assignee. Japan patent, 2001089709. 20010403. 134:253835
 CA.

369. Nakanishi, Makoto, Eiichi Kojima, Takeshi Yamauchi, and Takeshi Yamamoto, inventors. "Primers for
Binding Photocatalytic Thin Films on Plastics and Photocatalytic Components Therefrom." Toto Kiki K. K.,
Japan, assignee. Japan patent, 2001089711. 20010403. 134:253832  CA.

370. Morimitsu, Koichi, Tokumitsu Kurihara, Shigeru Nagaoka, and Masanori Ochiai, inventors. "Primer
Compositions With Good Adhesion to Substrate Surface and Photocatalyst Finish While Enabling of Protection
of the Substrate Surface From Deterioration by the Finish." Titan Kogyo K. K., Japan, assignee. Japan patent, 
2001081394. 20010327. 134:253801  CA.

371. Sakurada, Tsukasa, and  Masanobu Akiyama, inventors. "Photocatalyst-Treated Textiles, Paper, and Plastics
Showing Long-Lasting Antibacterial and Deodorizing Activity." Shinshu Ceramics K. K., Japan, and Funayama
K. K., assignees. Japan patent, 2001079068. 20010327. 134:253679  CA.

372. Uchikawa, Hideoki, Takeyuki Maekawa, Sadayuki Matsumoto, Shoji Miyashita, Ayumu Nozaki, and Kiichi
Yoshiara, inventors. "Cooking Appliance Having Titanium Oxide Photocatalyst Layer." Mitsubishi Electric
Corp., Japan, assignee. Japan patent, 2001082747. 20010330. 134:245178  CA.

373. Miyauchi, Masahiro, Mitsuhide Shimofukikoshi, Akira Nakajima, Kazuhito Hashimoto, Akira Fujishima, and
Shunya Watabe, inventors. "Hydrophilic Material Using N-Type Photocatalytic Semiconductor." Toto Kiki K.
K., Japan, assignee. Japan patent, 2001079978. 20010327. 134:245175  CA.

374. Sakurada, Tsukasa, inventor. "Functional Product Having Photocatalyst Coating and Its Manufacture by Low-
Temperature Thermal Spraying." Shinshu Ceramics K. K., Japan, assignee. Japan patent, 2001079420.
20010327. 134:245174  CA.

375. Kubota, Nobuhiko, Sakae Fukunaga, and Takashi Endo, inventors. "The Water Purification Method and Device
Which Use the Photocatalyst." Ishikawajima-Harima Heavy Industries Co., Ltd., Japan, assignee. Japan patent,
2001070935. 20010321. 134:242353  CA.

376. Tahara, Osamu, and  Koji Omatsu, inventors. "Photocatalyst Air Purification Apparatus." Shimazu Corp.,
Japan, assignee. Japan patent, 2001079069. 20010327. 134:241847  CA.

377. Tanahashi, Mitsuhiko, and Kanji Shigematsu, inventors. "Antisoiling Antibacterial Flame-Retardant Wood-
Inorganic Composites." Foundation for Scientific Technology Promotion, Japan, assignee. Japan patent,
2001079809. 20010327. 134:239184  CA.

378. Shimizu, Tatsuya, Michiaki Ando, Koji Kawahara, and Toshinori Sakagami, inventors. "Acrylic Polysiloxane
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23 February 1999. 130:186464  CA.
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Thereof." Toray Industries, Inc., Japan, assignee. Japan Patent, 2000265364. 20000926. 133:253857  CA.
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Photocatalysts Using Organic Binders Containing Inorganic Compounds As the Middle Layer for Prevention of
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617. Ishibashi, Yoshiaki, inventor. "Photocatalyst Support and Manufacture Thereof." Junkosha Co., Ltd., Japan,
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131:148438  CA.
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2000334448. 20001205. 134:32725  CA.

652. Iwashita, Choshu, Yasuhisa Mitani, and Chihiro Asami, inventors. "Process for Preparation of Glass Fibers
Coated With Titanium Dioxide Photocatalyst for Decomposing Organic Compounds." Japan, assignee. Europe
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1184. Sakai, Yoshio, Kazuhiro Tomobe, Koji Nakano, Shinji Ohba, and Kota Yoshizaki, inventors. "Water
Treatment Method and Apparatus Employing Activated Carbon Coated With Photooxidation Catalyst As
Adsorbent." Nippon Gesuido Jigyodan, Japan, Ltd. Kubota, and Nippon Photo Science K. K., assignees. Japan
Patent, 11010136. 19 January 1999. 130:100318  CA.

1185. Sakamoto, Atsushi, Kenji Tsunashima, and Katsutoshi Miyagawa, inventors. "Soil-Resistant Ceramic Rolls for
Thermoplastic Film Manufacture." Toray Industries, Inc., Japan, assignee. Japan Patent, 11223212. 17 August
1999. 131:158498  CA.

1186. Sakamoto, Jun, and  Kenji Tsunashima, inventors. "Method and Device for Heating Polymeric Film by Hot Air
With Purification." Toray Industries, Inc., Japan, assignee. Japan Patent, 11333860. 7 December 1999.
132:15183  CA.

1187. Sakamoto, Jun, and  Kenji Tsunashima, inventors. "Thermally Insulating Wall Boards for Use in Manufacture
of Plastic Films." Toray Industries, Inc., Japan, assignee. Japan Patent, 2000158455. 13 June 2000. 133:31584
 CA.

1188. Sakamoto, Jun, Kenji Tsunashima, and Hidehito Minamizawa, inventors. "Continuous Orientation of
Thermoplastic Films or Fibers and Its Devices." Toray Industries, Inc., Japan, assignee. Japan Patent,
11333861. 7 December 1999. 132:23595  CA.

1189. Sakamoto, Junichi, and  Nagato Osano, inventors. "Color Filter, Its Manufacture Method, and Liquid Crystal
Display Device." Canon Inc., Japan, assignee. Japan Patent, 2000171629. 23 June 2000. 133:51295  CA.

1190. Sakatani, Yoshiaki, Hironobu Koike, and Yoshiaki Takeuchi, inventors. "Titanium Oxide, Photocatalyst
Comprising Same and Photocatalytic Coating Agent." Sumitomo Chemical Co., Ltd., Japan, assignee. Europe
Patent, 1065169. 20010103. 134:88395  CA.

1191. Sakato, Kenji, Setsuko Oura, and Akihiro Ando, inventors. "Embossed Stainless Steel Sheet Having Good
Photocatalytic Activity and Color Uniformity." Nisshin Steel Co., Ltd., Japan, assignee. Japan Patent,
2001018323. 20010123. 134:103899  CA.

1192. Sako, Norito, inventor. "Apparatus for Removing Substances From Gases or Liquids by Separation." Totech
Japan K. K., Japan, and Taniguchi Kogyo K. K., assignees. Japan Patent, 11165039. 22 June 1999. 131:48554
 CA.

1193. Sakurada, Tsukasa, inventor. "Formation of Photocatalytic Coatings Having Good Disinfection and Deodering
Effects." Shinshu Ceramics K. K., Japan, assignee. Japan Patent, 2000239823. 20000905. 133:211954  CA.
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1194. Sakurada, Tsukasa, and Yukihiro Kai, inventors. "Apparatus for Disinfection of Circulating Hot Bathtub Water
by Adsorption." Japan, assignee. Japan Patent, 11057698. 2 March 1999. 130:213381  CA.

1195. Sasaki, Megumi, Kenichiro Suzuki, Tomoyuki Kaguyama, and Hiroaki Hayashi, inventors. "Cloth Retaining
Photocatalysts." Toyota Central Research and Development Laboratories, Inc., Japan, assignee. Japan Patent,
2000128706. 9 May 2000. 132:297887  CA.

1196. Sasaki, Shigeru, Kenichiro Suzuki, and Hiroaki Hayashi, inventors. " Photocatalysts Comprising Surface-
Etched Catalyst Supports and Their Preparation." Toyota Central Research and Development Laboratories,
Inc., Japan, assignee. Japan Patent, 2001000868. 20010109. 134:78585  CA.

1197. Satake, Sumi, and Toshiaki Minami, inventors. "System for Removal of Hazardous Material From Indoor Air
by Photocatalyst." Nihon Seishi K. K., Japan, assignee. Japan Patent, 2000070350. 7 March 2000. 132:184815
 CA.

1198. Sato, Akiji, Shohachi Ishida, and Shogo Tatsumi, inventors. "Pinball Game Machine With Photocatalyst
Coating Layer." Taiyo Elec K. K., Japan, assignee. Japan Patent, 11019281 . 26 January 1999. 130:117277 
CA.

1199. Sato, Hiroyuki, Eiji Okuno, and Toshihiro Hayakawa, inventors. "Titanium Oxide Film-Coated Materials."
Ricoh Elemex Corp., Japan, assignee. Japan Patent, 2000176281. 27 June 2000. 133:65892  CA.

1200. Sato, Koji , inventor. "Functional Titanium Oxide Composite Photocatalyst Film." Hoya Corp., Japan,
assignee. Japan Patent, 2001038221. 20010213. 134:139141  CA.

1201. Sato, Koji, inventor. "Heat Treatment of Charcoal Support for Titanium Oxide Photocatalyst." Suisho Y. K.,
Japan, assignee. Japan Patent, 2000117102. 25 April 2000. 132:271623  CA.

1202. Sato, Shigeo, Hiroshi Noguchi, and Miyoko Kuzumi, inventors. "Photocatalyst Reactor for Water Treatment."
Meidensha Electric Mfg. Co., Ltd., Japan, assignee. Japan Patent, 2001047041. 20010220. 134:183232  CA.

1203. Sato, Shinichiro, Kazuki Kaneko, Hideki Satake, and Katsunari Nagata, inventors. "Method for Purification of
Contaminated Air by Passing Through Soil Layer and Using Photocatalyst." Fujita Corp., Japan, assignee.
Japan Patent, 11267461. 5 October 1999. 131:233009  CA.

1204. Sato, Tsugio, and  Masayuki Ishizuka, inventors. "Photocatalyst." Sumitomo Osaka Cement Co., Ltd., Japan,
assignee. Japan Patent, 2000254516. 20000919. 133:259267  CA.

1205. Sato, Yasuo, inventor. "Antimicrobial and Deodorant Compositions for Animal Hair." Excel Light Y. K.,
Japan, assignee. Japan Patent, 2000212012. 2 August 2000. 133:124929  CA.

1206. Sato, Yasuo, inventor. "Photocatalytic Sanitary Mask." Excel Light Y. K., Japan, assignee. Japan Patent,
2000202052. 25 July 2000. 133:109249  CA.

1207. Sato, Yoshio, Kanji Tsuruoka, and Tatsuo Nakajima, inventors. "Apparatus for Removing Harmful Substances
From Air and Gas." Mastic International K. K., Japan, assignee. Japan Patent, 2000185214. 4 July 2000.
133:78399  CA.

1208. Sato, Yukiyasu, Norio Yamashita, and Michikazu Kano, inventors. "Flocked Material Having Antimicrobial
and Deodorizing Functions and Its Production Method." Gifu Prefecture, Japan, and Kawabo K. K., assignees.
Japan Patent, 2000025135. 25 January 2000. 132:109057  CA.
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1209. Sayo, Koichi, Shigehiko Hayashi, and Shigehito Deki, inventors. "Manufacture of Support for Catalytically
Active Microparticles." Mitsuboshi Belting Ltd., Japan, assignee. Japan Patent, 11253820. 21 September 1999.
131:205257  CA.

1210. Schade, Heinz-Benno, inventor. "Sun Protective Agents." Bundesrepublik Deutschland, vertreten durch das
Bundesministerium der Verteidigung, Germany, assignee. Germany Patent, 19849514. 4 May 2000.
132:313327  CA.

1211. Segawa, Noboru, Hiroshi Uchida, Takahiko Shimura, Toru Tamagawa, and Toshio Ichibashi, inventors.
"Apparatus and Method for Photocatalytic Reaction in Waste Gas or Water Treatment." Toshiba Corp., Japan,
assignee. Japan Patent, 2000140624. 23 May 2000. 132:338648  CA.

1212. Seiki, Yasuhiro, and Masaru Takahashi, inventors. "Antistaining Photocatalyst Composite Material and the Use
Thereof." Sumitomo Metal Industries, Ltd., Japan, assignee. Japan Patent, 2000015111. 18 January 2000.
132:71303  CA.

1213. Seki, Masao, inventor. "Functional Structure and Its Production Method." Toray Industries, Inc., Japan,
assignee. Japan Patent, 2000117880. 25 April 2000. 132:280248  CA.

1214. Seki, Masao, and  Masanobu Takeda, inventors. "Fiber Structures Coated With Amino Resins and
Photocatalyst Particles for Improved Soiling Resistance and Antibacterial and Odor Absorption Properties."
Toray Industries, Inc., Japan, assignee. Japan Patent, 11100771. 13 April 1999. 130:297905  CA.

1215. Sekiguchi, Manabu, Naoki Sugiyama, and Hozumi Sato, inventors. "Hydrophilic Cured Products, Their
Manufacture, Their Laminates, and Compositions Therefor." JSR Co., Ltd., Japan, assignee. Japan Patent,
2000169755. 20 June 2000. 133:60189  CA.

1216. Sekioka, Kenichi, Katsuyuki Komai, and Masaki Iwamoto, inventors. "Environment Purifying Agent and
Environment Purifying Material for Adsorptive Deodorization and Their Manufacture." Nippon Gasket K. K.,
Japan, assignee. Japan Patent, 11253755. 21 September 1999. 131:233001  CA.

1217. Sengoku, Makoto, Kazuo Takahashi, Mitsuhide Shimofukigoshi, and Akira Shimai, inventors. "Photocatalytic
and Colored Products and Colored Primer Compositions Therefor." Toto Kiki K. K., Japan, assignee. Japan
Patent, 2001040291. 20010213. 134:164590  CA.

1218. Sengoku, Makoto, Kazuo Takahashi, and Mitsuhide Shimofukikoshi, inventors. "Antisoiling Durable
Decorative Coating Materials and Articles Coated Therewith." Toto Kiki K. K., Japan, assignee. Japan Patent,
2001031913. 20010206. 134:149071  CA.

1219. Shibazaki, Hironori, inventor. "Mirrors With Long-Lasting Antifogging Property Containing Plasma-
Polymerized Protective Layer." Ichikoh Industries, Ltd, Japan, assignee. Japan Patent, 2000075113. 14 March
2000. 132:209200  CA.

1220. Shibuya, Yukinori, Nobuto Onodera, and Shuji Fujii, inventors. "Air Purification Apparatus." Toyoko Riken K.
K., Japan, assignee. Japan Patent, 11047635. 23 February 1999. 130:184216  CA.

1221. Shigematsu, Tatsuo, and  Tadashi Maeda, inventors. "Apparatus for Photolytic Purification of Fluids." Hitachi
Maxell, Ltd., Japan, assignee. Japan Patent, 11090419. 6 April 1999. 130:271821  CA.

1222. Shigeta, Isamu, and  Hiroaki Kondo, inventors. "Apparatus for Bathtub Water Purification With Biological
Filtration and Photocatalyst." Denso Co., Ltd., Japan, assignee. Japan Patent, 11188356. 13 July 1999.
131:63161  CA.
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1223. Shimada, Koichi, inventor. "Photocatalyst Apparatus for Decomposing Ethylene Gas Generated From
Agricultural Crops." Utopia Kikaku Y. K., Japan, assignee. Japan Patent, 2000316373. 20001121. 133:349423
 CA.

1224. Shimada, Nobuko, Taro Kanamori, and Toshinori Sakagami, inventors. "Acrylic Polysiloxane Coating
Compositions As Bottom Coats for Photocatalyst-Containing Topcoats." JSR Co., Ltd., Japan, assignee. Japan
Patent, 2000239563. 20000905. 133:209394  CA.

1225. Shimada, Nobuko, Taro Kanamori, and Toshinori Sakagami, inventors. "Formation of Coatings Having
Photocatalytic Functions Without Deterioration of the Substrates and Cured Products Obtained Thereby." JSR
Co., Ltd., Japan, assignee. Japan Patent, 2000202363. 25 July 2000. 133:106384  CA.

1226. Shimada, Nobuko, and Toshinori Sakagami, inventors. "Photocatalytic Coating Composition." JSR Co., Ltd.,
Japan, assignee. Japan Patent, 2000273396. 20001003. 133:283095  CA.

1227. Shimada, Yoshihiko, inventor. "Method for Suppressing Generation and Propagation of Algae and Bacteria and
Agent for the Method." Fujita Corp., Japan, assignee. Japan Patent, 2000051851. 22 February 2000.
132:170771  CA.

1228. Shimano, Yasuharu, Arimasa Kaneho, and Shunsaku Rokutanzono, inventors. "Deodorant Bactericidal
Soilproof Fabrics and Manufacturing Methods Therefor." Komatsu Seiren Co., Japan, assignee. Japan Patent,
2000119957. 25 April 2000. 132:295092  CA.

1229. Shimano, Yasuharu, and  Toshimasa Kinpo, inventors. "Treatment of Organic Fibers With Trimethylol
Melamine-Urea Resin Binder and Titania Photocatalyst for Improved Odor Reduction." Komatsu Seiren Co.,
Japan, assignee. Japan Patent, 2000328438. 20001128. 134:5890  CA.

1230. Shimano, Yasunao, Nobumasa Kanenori, and Keisuke Miyazaki, inventors. "Functional Fabrics With Good
Odor-Absorbing Antibacterial Properties Comprising Fabrics Bonded to Titanium Oxide Photocatalyst by
Cellulosic or Polysaccharide Binders." Komatsu Seiren Co., Japan, assignee. Japan Patent, 2001040574.
20010213. 134:164430  CA.

1231. Shimano, Yasunao, and Yoshimasa Kanenori, inventors. "Deodorant and Bactericidal and Soilproofing Fabrics
and Manufacturing Methods Therefor." Komatsu Seiren Co., Japan, assignee. Japan Patent, 11323726. 26
November 1999. 132:13085  CA.

1232. Shimasaki, Noriko, Takao Ishikawa, Tomoji Ooishi, Takao Kawaguchi, Tetsuo Ishikawa, Yuka Hirota, and
Hiroshi Echi, inventors. "Apparatus for Air Purification With Photocatalyst." Hitachi, Ltd., Japan, and Hitachi
Taga Technology K. K., assignees. Japan Patent, 11128681. 18 May 1999. 130:315924  CA.

1233. Shimazaki, Hiroshi, Shoichi Sameshima, Ichiji Ikeda, and Takahiro Konishi, inventors. "Apparatus for Optical
Analysis of Water Quality in Water Purification Facilities." Meidensha Electric Mfg. Co., Ltd., Japan, assignee.
Japan Patent, 2000121548. 28 April 2000. 132:298386  CA.

1234. Shimizu, Kaoru, inventor. "Bearing Devices With Excellent Sliding Characteristic." Matsushita Electric
Industrial Co., Ltd., Japan, assignee. Japan Patent, 11190335. 13 July 1999. 131:96239  CA.

1235. Shimizu, Kaoru, inventor. "LED." Matsushita Electric Industrial Co., Ltd., Japan, assignee. Japan Patent,
11163417. 18 June 1999. 131:51815  CA.
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1236. Shimizu, Kaoru, inventor. "Photocatalyts-Coated Hollow Body for Removing Pollutants From Air or Water."
Matsushita Electric Industrial Co., Ltd., Japan, assignee. Japan Patent, 11009965. 19 January 1999.
130:129235  CA.

1237. Shimizu, Kaoru, inventor. "Pollutant Decomposable Hollow Pipe and Fluid Purification Apparatus Comprising
the Hollow Pipe." Matsushita Electric Industrial Co., Ltd., Japan, assignee. Japan Patent, 11290656. 26
October 1999. 131:290496  CA.

1238. Shimizu, Kaoru, inventor. "Sheet With Multi-Functional Components and Photocatalyst for Air Purification."
Matsushita Electric Industrial Co., Ltd., Japan, assignee. Japan Patent, 11253544. 21 September 1999.
131:218509  CA.

1239. Shimizu, Kaoru, and Naohiro Shikata, inventors. "Chassis of Electronic Device." Matsushita Electric Industrial
Co., Ltd., Japan, assignee. Japan Patent, 11340639. 10 December 1999. 132:8296  CA.

1240. Shimizu, Kunimitsu, Katsuji Nakahara, and Mikito Ikeda, inventors. "Antifogging Plastic Sheets With
Hydrophilic Coatings Containing Photocatalysts for Agricultural Uses." Toray Industries, Inc., Japan, assignee.
Japan Patent, 11010803. 19 January 1999. 130:154677  CA.

1241. Shimizu, Shinji, Yasuhiko Kojima, and Koji Oe, inventors. "Direct Imaging-Type Lithographic Original Plate
and Platemaking Thereof." Kodak Polychrome Graphics Co., Ltd., Japan, assignee. Japan Patent, 2000272265.
20001003. 133:259380  CA.

1242. Shimizu, Takasumi, inventor. "Antibacterial Resin Materials." Daido Steel Co., Ltd., Japan, assignee. Japan
Patent, 11269277. 5 October 1999. 131:244398  CA.

1243. Shimizu, Takasumi, Yuichiro Fujita, Kazuo Yanagihara, Toshihiro Takehana, and Kenji Murakami, inventors.
"Filters for Disinfection and Deodorization of Air." Daido Steel Co., Ltd., Japan, and Ltd. Nhk Spring Co.,
assignees. Japan Patent, 2000107270. 18 April 2000. 132:269303  CA.

1244. Shimizu, Yoko, and Shingo Ichiki, inventors. "Apparatus for Indoor Air Purification by Using Photocatalysts."
Hitachi, Ltd., Japan, assignee. Japan Patent, 2000005631. 11 January 2000. 132:54063  CA.

1245. Shimodaira, Wakako, Manabu Yamamoto, Naoki Fujiwara, and Hiromichi Fujiwara, inventors. "Apparatus and
Method for Decomposition of Dioxins Included in Incinerator Ash." Babcock-Hitachi K. K., Japan, assignee.
Japan Patent, 2000210637. 2 August 2000. 133:139708  CA.

1246. Shimofukigoshi, Mitsuhide, Koji Takeda, Makoto Sengoku, Kazuo Takahashi, and Akira Shimai, inventors.
"Water-Based Hydrophilic Photocatalytic Composition, Water-Based Primer for Photolysis Catalyst, and
Hydrophilic Photocatalytic Composite Material." Toto Kiki K. K., Japan, assignee. Japan Patent, 2001038219.
20010213. 134:170900  CA.

1247. Shimofukikoshi, Mitsuhide, Shuhei Kawano, Masakatsu Kiyohara, Tadashi Fukunaga, and Akishi Funamoto,
inventors. "Photocatalyst Layer and Its Manufacture." Toto Ltd., Japan, assignee. Japan Patent, 11348173. 21
December 1999. 132:57040  CA.

1248. Shimoyama, Tadashi, and  Naohito Kimura, inventors. "Method and Apparatus for Easy Evaluation of
Photocatalyst in Short Period and Photocatalyst for the Method." Ebara Corp., Japan, assignee. Japan Patent,
11258206. 24 September 1999. 131:221167  CA.
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1249. Shimoyama, Tadashi, and  Hiroshi Yokota, inventors. "Material Having Photocatalyst Surface Layer
Associated With Electrically Conductive Intermediate Layer." Ebara Corp., Japan, assignee. Japan Patent,
11010006. 19 January 1999. 130:146315  CA.

1250. Shin, Dong Woo, and Bub Jin Kin, inventors. "Method for Manufacturing Photocatalytic Titanium Dioxide
Powder." Nano Co., Ltd., S. Korea, assignee. World Patent, 2000064815. 20001102. 133:342394  CA.

1251. Shindo, Yasuhiro, and  Kentaro Nagayoshi, inventors. "Photocatalytic Air Purification Apparatus." Fujitsu
General Co., Ltd., Japan, assignee. Japan Patent, 2000325447. 20001128. 134:8588  CA.

1252. Shinkai, Masaru, inventor. "Catalytic Reaction Device and Method for Activation of Photocatalysts in Odorous
Gas or Air Treatment." Ricoh Co., Ltd., Japan, assignee. Japan Patent, 2000107567. 18 April 2000.
132:269299  CA.

1253. Shinohara, Hisanori, and  Kazuo Kakui, inventors. "Aluminosilicate Particles Containing Photocatalyst and Its
Manufacture." Lion Corp., Japan, assignee. Japan Patent, 1107683598-99659.  19980410. 23 March 1999.
130:214216  CA.

1254. Shinohara, Hisanori, and Toshio Kakui, inventors. "Porous Silica Particle Filled With Photolysis Catalyst, Its
Utilization Method, and Solid Polymer Containing Photolysis Catalyst." Lion Corp., Japan, assignee. Japan
Patent, 11033100 . 9 February 1999. 130:143418  CA.

1255. Shinohara, Hisanori, Satoru Kasai, and Kazuo Kakui, inventors. "Fiber Treatment Agents Containing
Photocatalysts." Lion Corp., Japan, assignee. Japan Patent, 2000355872. 20001226. 134:43353  CA.

1256. Shinohara, Kiyoaki, and  Hitoshi Ishizawa, inventors. "Photoelectrochemical Cells." Nikon Corp., Japan,
assignee. Japan Patent, 11250944. 17 September 1999. 131:202270  CA.

1257. Shinozaki, Atsushi, Hidenobu Honda, and Kimiichi Saito, inventors. "Fabrics With Washfast Antisoiling,
Antibacterial and Deodoring Property and Method for Their Manufacture." Toray Industries, Inc., Japan,
assignee. Japan Patent, 2000119958. 25 April 2000. 132:295091  CA.

1258. Shinozaki, Michihiro, Yuji Iseki, and Akihiko Nakahara, inventors. "Transparent Fluoropolymer Supports for
Photocatalysts." Tokuyama Corp., Japan, assignee. Japan Patent, 2000350936. 20001219. 134:34992  CA.

1259. Shiomi, Tsugio, inventor. "Photocatalyst and Apparatus for Deodorizing Gas by the Photocatalyst." Kanai,
Hiroaki, Japan, assignee. Japan Patent, 2000061315. 29 February 2000. 132:158876  CA.

1260. Shiomi, Tsugio, Hisayuki Takikawa, and Kazuo Yokoyama, inventors. "Apparatus for Cleaning of Fluids Such
As Air and Water and Cylindrical Photocatalyst Materials for It." Japan, assignee. Japan Patent, 11276558. 12
October 1999. 131:264712  CA.

1261. Shiraishi, Fumihide, and  Takemasa Iwasaru, inventors. "Air Cleaners Using Photocatalysts." Shiraishi
Fumihide, Japan, assignee. Japan Patent, 2000262606. 20000926. 133:226990  CA.

1262. Shiraishi, Fumihide, and  Nobuyuki Muta, inventors. "Method for Removal of Ammonia From Water by
Improved Oxidation." Showa Tetsuko K. K., Japan, assignee. Japan Patent, 11090463. 6 April 1999.
130:257121  CA.

1263. Shirakawa, Yukitatsu, inventor. "Manufacture of Surface-Modified Aluminum Borate Whiskers and Their Use
in Resin Compositions." Shikoku Chemicals Corp., Japan, assignee. Japan Patent, 2000313616. 20001114.
133:363399  CA.
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1264. Shiratani, Masahiro, Manabu Sekiguchi, Akira Nishikawa, and Toshinori Sakagami, inventors. "Coating
Compositions With Good Resistance to Chemicals, Moisture, Soiling and Weather." JSR Co., Ltd., Japan,
assignee. Japan Patent, 2000044802. 15 February 2000. 132:153360  CA.

1265. Shoji, Masami, inventor. "Air Cleaner Using Photocatalytic Ceramic Plates." Seisui K. K., Japan, assignee.
Japan Patent, 2000334268. 20001205. 134:20890  CA.

1266. Shoji, Masami, inventor. "Apparatus and Method for Indoor Air Purification." Seisui K. K., Japan, assignee.
Japan Patent, 2000093836. 4 April 2000. 132:226661  CA.

1267. Simmons, Frederick Lee Jr., and Ron Ferrante, inventors. "UV Reflective Photocatalytic Dielectric Combiner
Having Indices of Refraction Greater Than 2.0." Simtek Hardcoatings, Inc., USA, assignee. United States
Patent, 6154311. 20001128. 134:11413  CA.

1268. Soma, Ryuji, Nobuo Kimura, and Shinji Abe, inventors. "Photocatalyst-Bearing Roadside Structural Facilities."
Japan Highway Public Corp., Japan, and Ltd. Nippon Soda Co., assignees. Japan Patent, 2000027124. 25
January 2000. 132:115140  CA.

1269. Son, Geon Seog, inventor. "Purification System of Exhaust Gas of Internal Combustion Engine." Institute for
Advanced Engineering, S. Korea, assignee. World Patent, 2000071867. 20001130. 133:365785  CA.

1270. Sone, Tatsuo, inventor. "Air Cleaners." Mitsubishi Electric Corp., Japan, assignee. Japan Patent, 11123345. 11
May 1999. 130:300902  CA.

1271. Sonezaki, Akira, Tatsuo Numata, and Hisayuki Kashiwagi, inventors. "Photocatalyst-Coated Polycarbonate
Plates With Excellent Yellowing Prevention and Antifogging Properties." Nippon Arc K. K., Japan, assignee.
Japan Patent, 2001047584. 20010220. 134:179615  CA.

1272. Sonomoto, Kazuhiko, and Shiro Ogata, inventors. "Photocatalyst Material and Its Manufacture." Hitachi
Metals, Ltd., Japan, and Tao K. K., assignees. Japan Patent, 2000202300. 25 July 2000. 133:127555  CA.

1273. Sonomoto, Kazuhiko, Shiro Ogata, and Toru Morimoto, inventors. "Composite Comprising Photolysis Catalyst
Layer and Aluminum (Alloy) Support and Substrate With Photocatalytic Effect and Sound-Damping Effect."
Hitachi Metals, Ltd., Japan, Tao K. K., and Unix Co., assignees. Japan Patent, 2001038220. 20010213.
134:170901  CA.

1274. Suda, Yasuharu, inventor. "Printing Plate and Its Recycling Method." Mitsubishi Heavy Industries, Ltd., Japan,
assignee. Japan Patent, 2000225779. 15 August 2000. 133:170269  CA.

1275. Suda, Yasuharu, inventor. "Reusable Printing Plate." Mitsubishi Heavy Industries, Ltd., Japan, assignee. Japan
Patent, 2000062334. 29 February 2000. 132:158965  CA.

1276. Suda, Yasuharu, inventor. "Reusable Printing Plate With Titanium Oxide Photocatalyst Layer." Mitsubishi
Heavy Industries, Ltd., Japan, assignee. Japan Patent, 2000062335. 29 February 2000. 132:158966  CA.

1277. Sugawa, Etsuko, and  Kinya Kato, inventors. "Aliphatic Halohydrocarbon Decomposition Method and
Apparatus Using Functional Water." Canon Inc., Japan, assignee. Japan Patent, 2001046548. 20010220.
134:182919  CA.

1278. Sugawara, Satoko, Yasuaki Kai, and Seiji Yamazaki, inventors. "Photocatalytic Hydrophilic Base Material and
Its Manufacture." Nissan Motor Co., Ltd., Japan, and Ltd. Central Glass Co., assignees. Japan Patent,
11228183. 24 August 1999. 131:190250  CA .
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1279. Sugihara, Shinichi, inventor. "Photocatalyst and Its Applications." Kankyo Device Kenkyusho Y.K., Japan,
assignee. Japan Patent, 11333304. 7 December 1999. 131:358206  CA .

1280. Sugihara, Shinichi, inventor. "Titanium Oxide Photocatalyst Having Visible Light Activity and Its
Applications." Kankyo Device Kenkyusho Y. K., Japan, assignee. Japan Patent, 11333301. 7 December 1999.
132:17091  CA.

1281. Sugito, Tsuneo, inventor. "Manufacture of Three-Dimensional Mesh Structure Titania Photocatalyst Support."
Japan, assignee. Japan Patent, 11192435. 21 July 1999. 131:80676  CA.

1282. Sugito, Tsuneo, inventor. "Titanium Oxide Photocatalyst Filter." Japan, assignee. Japan Patent, 2000033272. 2
February 2000. 132:115144  CA.

1283. Sugiura, Eiichi, Michio Uszwa, and Michio Kimura, inventors. "High-Level Water Treatment Method in Water
Distribution Pond With Titania Photocatalyst." Nippon Kokan Co., Ltd., Japan, assignee. Japan Patent,
11347573. 21 December 1999. 132:40267  CA.

1284. Sugiura, Eiichi, Michio Uzawa, and Michio Kimura, inventors. "Photocatalyst Body Used for Water Treatment
Pond." Nippon Kokan Co., Ltd., Japan, assignee. Japan Patent, 11151486. 8 June 1999. 131:9409  CA.

1285. Sugiura, Eiichi, Michio Uzawa, and Michio Kimura, inventors. "Tap Water Distribution Pond With High-Level
Water Clarification Function." Nippon Kokan Co., Ltd., Japan, assignee. Japan Patent, 11210024. 3 August
1999. 131:120556  CA.

1286. Sugiyama, Nobumoto, inventor. "Filter Material and Filter Element Made of the Material." Toyo Roki Seizo K.
K., Japan, assignee. Japan Patent, 2001017524. 20010123. 134:120080  CA.

1287. Sugiyama, Yasunari, and  Yasutaka Imai, inventors. "Concrete Product Containing Photocatalyst for Nitrogen
Oxide Removal From Ambient Air by Photocatalysis and Production of the Concrete Product." Fujikon K. K.,
Japan, assignee. Japan Patent, 11061708. 5 March 1999. 130:213035  CA.

1288. Sumida, Kenji, Shoji Saruhashi, and Manabu Sasaki, inventors. "Photocatalyst and Its Manufacture." Kyatara
Kogyo K. K., Japan, assignee. Japan Patent, 2000153162. 6 June 2000. 132:354684  CA.

1289. Sun, Huabin, Guiping Xing, Zuolin Peng, Wenhua Chen, Shuhua Wang, Xinfang Yang, Xinmei Wang, and
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1392. Toida, Tomoko, and  Tadao Yokoi, inventors. "Laminated Materials Having Photocatalytic Multilayer
Coatings." Toray Industries, Inc., Japan, assignee. Japan Patent, 2001038858. 20010213. 134:164127  CA.

1393. Tokita, Motofumi, inventor. "Self-Purification of Constructions Using Photocatalytic Titania Coatings." SKT
Y. K., Japan, assignee. Japan Patent, 11276993. 12 October 1999. 131:259003  CA.
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1394. Tokita, Motofumi, Satoshi Shinogaya, and Tazuru Izumi, inventors. "Method for Giving Cleaning Functions to
Substrates Using Titanium Oxide Photocatalysts." Sogo Giken Y. K., Japan, assignee. Japan Patent,
2000126614. 9 May 2000. 132:315756  CA.

1395. Tokuda, Shigeru, Takayoshi Takamoto, Toshinori Sakagami, Kunishige Inada, and Norikazu Omori, inventors.
"Sound Insulation Wall Capable of Removing Nitrogen Oxide for Driveway." Furukawa Electric Co., Ltd.,
Japan, Furukawa Kikai Kinzoku K. K., Ltd. JSR Co., Tope K. K., and Frukawa Altech K. K., assignees. Japan
Patent, 2000273829. 20001003. 133:256133  CA.

1396. Tokunaga, Daisuke, inventor. "Method of Applying Translucent Photocatalyst Film." Japan, assignee. Japan
Patent, 2001025667. 20010130. 134:123489  CA.

1397. Tokutake, Masahito, and  Shigeki Iwai, inventors. "Method for Manufacture of Nitrogen Oxide-Decomposing
Synthetic Fibers." Nippon Ester Co., Ltd., Japan, assignee. Japan Patent, 11124769. 11 May 1999. 130:339284
 CA.

1398. Toma, Hiroshi, inventor. "Method for Cutting Glass Fibers or Photocatalyst-Coated Fibers Used in Waste Gas
Treatment Equipment." Hoya Corp., Japan, assignee. Japan Patent, 2000072470. 7 March 2000. 132:198301 
CA.

1399. Tomotake, Yoshiaki, and Osamu Nakano, inventors. "Photocatalytically Deodoring Paper for Interior
Covering." Tokushu Paper Mfg. Co., Ltd., Japan, assignee. Japan Patent, 11117194. 27 April 1999.
130:339583  CA.

1400. Tomotake, Yoshiaki, and Osamu Nakano, inventors. "Photocatalytically Deodoring Paper With Good
Resistance to Folding-Induced Cracking." Tokushu Paper Mfg. Co., Ltd., Japan, assignee. Japan Patent,
11117196. 27 April 1999. 130:339584  CA.

1401. Tonar, William L., John S. Anderson, and David J. Cammenga, inventors. "An Electro-Optic Device Having a
Self-Cleaning Hydrophilic Coating." Gentex Corporation, USA, assignee. World Patent, 2001001192.
20010104. 134:93173  CA.

1402. Toyoda, Atsushi, and  Tatsuo Kanki, inventors. "Apparatus for Photocatalytic Treatment of Waters Containing
Organic Matter and Method for Fixing Photocatalyst on Support Surface." Kabushiki Kaisha Himeka
Engineering, Japan, assignee. World Patent, WO.  9964357. 16 December 1999. 132:26610  CA.

1403. Toyofuku, Shinji, Shigeru Kojima, Minoru Takashio, Koji Takeda, and Tomohiro Hirakawa, inventors.
"Photocatalytic Coating Compositions, Composite Materials Coated With the Same, and Their Manufacture."
Toto Kiki K. K., Japan, assignee. Japan Patent, 2000160056. 13 June 2000. 133:5963  CA.

1404. Toyota, Atsushi, and  Tatsuo Kamiyoshi, inventors. "Method of Fixing Photocatalyst on Support." Himeka
Engineering K. K., Japan, assignee. Japan Patent, 11226419. 24 August 1999. 131:163297  CA.

1405. Tribelsky, Zamir, and  Michael Ende, inventors. "Method for Disinfecting and Purifying Liquids and Gasses."
Atlantium Ltd., Israel, assignee. World Patent, 2000064818. 20001102. 133:313331  CA.

1406. Tsuchii, Yorio, Naoya Haruta, and Hiroaki Goto, inventors. "Hydrophilic Films With Good Soiling Resistance
and Their Formation." Kansai Paint Co., Ltd., Japan, assignee. Japan Patent, 11034213. 9 February 1999.
130:183909  CA.
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1407. Tsuchii, Yorio, and  Satoru Isozaki, inventors. "Toxic Substance-Degrading Covering Composition and Base
Material Coated With It." Kansai Paint Co., Ltd., Japan, assignee. Japan Patent, 11302596. 2 November 1999.
131:323924  CA.

1408. Tsuji, Akihiko, Ryuji Fujii, and Hisataka Tanaka, inventors. "Reaction Apparatus With Photocatalyst Body for
Air Purification." Japan, assignee. Japan Patent, 2000000431. 7 January 2000. 132:68449  CA.

1409. Tsuji, Hidenori, inventor. "Method for Wet Decomposition and Washing of Nitrogen Oxide in Waste Gas."
Japan, assignee. Japan Patent, 11300155. 2 November 1999. 131:302776  CA.

1410. Tsuji, Takeshi, and  Kenichiro Mizuno, inventors. "Harmful Substance-Containing Wastewater Treatment
Method and Apparatus." Nippon Kokan Co., Ltd., Japan, assignee. Japan Patent, 2001054797. 20010227.
134:197581  CA.

1411. Tsujimchi, Kazuya, Hiroto Hasuo, and Hideki Kobayashi, inventors. "Photocatalyst Blend and Manufacture
Thereof." Toto Ltd., Japan, assignee. Japan Patent, 11192436. 21 July 1999. 131:80677  CA.

1412. Tsujimichi, Kazuya, Hiroto Hasuo, and Hideki Kobayashi, inventors. "Photocatalyst Composition, Substance
Containing Photocatalyst, and Material Functioning As Photocatalyst and Process for Producing the Same."
Toto Ltd., Japan, assignee. World Patent, WO.  9929424. 17 June 1999. 131:25686  CA.

1413. Tsujimichi, Kazuya, Hiroto Hasuo, Hideki Kobayashi, and Yoshimitsu Saeki, inventors. "Stain-Resistant
Photocatalyst Films, Laminates and Their Formation." Toto Ltd., Japan, assignee. Japan Patent, 2000026138.
25 January 2000. 132:126581  CA.

1414. Tsukada, Masaru, inventor. "Apparatus for Purification and Activation of Wastewater by Photocatalyst With
UV Radiation." Tokyo Nisshin Jabara K. K., Japan, assignee. Japan Patent, 2000061458. 29 February 2000.
132:170791  CA.

1415. Tsukita, Yuji, Hironori Hatono, Tomohiro Hirakawa, and Kaori Morihara, inventors. "Cleaning of Composite
Materials." Toto Ltd., Japan, assignee. Japan Patent, 11300303. 2 November 1999. 131:312144  CA.

1416. Tsunematsu, Shuji, Shinji Kato, and Hirokazu Watanabe, inventors. "Photocatalyst Particles for Fluidized
Bed." Agency for Industrial Science and Technology, Japan, and Ltd. Noritake Co., assignees. Japan Patent,
2000279821. 20001010. 133:303444  CA.

1417. Tsunemi, Koichi, and  Yasuhiro Yokota, inventors. "Electrophotographic Apparatus and Organic Solvent
Vapor Removal Filter." Toshiba Corp., Japan, assignee. Japan Patent, 2000275971. 20001006. 133:303521 
CA.

1418. Tsuzuki, Koichi, Tetsuya Tanaka, Fumitaka Handa, and Shiro Nakahira, inventors. "Apparatus for Treatment
of Water by Photo-Reaction With Aeration." Hitachi, Ltd., Japan, assignee. Japan Patent, 11090461. 6 April
1999. 130:257119  CA.

1419. Uchida, Hiromi, inventor. "Paper Mulch Sheets Having Biodegradable Moisture-Impermeable Layers With
Good Ground Temperature Raising Property and Weather Resistance." Oji Paper Co., Ltd., Japan, assignee.
Japan Patent, 2000116250. 25 April 2000. 132:295304  CA.

1420. Uchikawa, Hideoki, Shigeru Matsuno, Takehiko Sato, Toshio Umemura, Akira Yamada, and Chisako Maeda,
inventors. "Raw Material for Formation of Titanium Oxide-Based Photocatalyst." Mitsubishi Electric Corp.,
Japan, assignee. Japan Patent, 11276890. 12 October 1999. 131:279193  CA.
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1421. Udagawa, Toshihiro, and  Yuichi Shibuya, inventors. "The Blind and Air Purifying Device Which Has Blind."
Toyo Seisakusho K. K., Japan, assignee. Japan Patent, 2000303755. 20001031. 133:339313  CA.

1422. Uematsu, Atsushi, and  Isao Shibata, inventors. "Manufacture of Decorative Inorganic Building Materials."
Kubota, Ltd., Japan, assignee. Japan Patent, 2000203966. 25 July 2000. 133:124267  CA.

1423. Uemoto, Taikou, inventor. "Photocatalyst Solutions and Process for Management of Trees." Kyoei K. K.,
Japan, assignee. Japan Patent, 2000287544. 20001017. 133:277519  CA.

1424. Uemura, Ryuzo, Akiko Sugawara, and Yasuro Kai, inventors. "Photocatalytic Film and Its Production
Method." Nissan Motor Co., Ltd., Japan, assignee. Japan Patent, 2000271491. 20001003. 133:288763  CA.

1425. Ueno, Kazumasa, inventor. "Photocatalytic Air Purification Unit and Air Purification System Using the Unit."
Ueno Kogyo K. K., Japan, assignee. Japan Patent, 2001009240. 20010116. 134:90372  CA.

1426. Usami, Teiichi, inventor. "Composite Photocatalyst Having Adsorbing and Releasing Properties." Daikin
Industries, Ltd., Japan, assignee. Japan Patent, 11319570. 24 1999. 131:344180  CA.

1427. Utagawa, Reiko, inventor. "Room-Temperature-Curable Aqueous Coating Compositions Having Photocatalytic
Activity." Japan, assignee. Japan Patent, 2001019894. 20010123. 134:117208  CA.

1428. Utsumi, Keishun, Makoto Setoyama, and Masanori Tsujioka, inventors. "Photocatalyst Support Material and
Filter Using the Same." Sumitomo Electric Industries, Ltd., Japan, assignee. Japan Patent, 11290701. 26
October 1999. 131:279204  CA.

1429. Utsumi, Yoshiharu, Makoto Setoyama, and Masanori Tsujioka, inventors. "Materials Coated With
Photocatalysts and Their Manufacture." Sumitomo Electric Industries, Ltd., Japan, assignee. Japan Patent,
2000096212. 4 April 2000. 132:238816  CA.

1430. Utsumi, Yoshiharu, Makoto Setoyama, and Masanori Tsujioka, inventors. "Photocatalyst Filter." Sumitomo
Electric Industries, Ltd., Japan, assignee. Japan Patent, 11290695. 26 October 1999.  131:279201  CA.

1431. Wada, Masayoshi, Hiroshi Fukui, and Tetsuya Kanamaru, inventors. "Phototoxicity-Preventing Compositions
Consisting of Metal Oxide-Doped Photocatalyst Powders." Shiseido Co., Ltd., Japan, assignee. Japan Patent,
11279019. 12 October 1999. 131:276781  CA.

1432. Wada, Masayoshi, Hiroshi Fukui, Asaji Kimura, and Katsuhiko Yagi, inventors. "Photocatalyst." Shiseido Co.,
Ltd., Japan, assignee. Japan Patent, 11244709. 14 September 1999. 131:191808  CA.

1433. Wakita, Katsuya, inventor. "Functional Device Having Deodorization and Antibacterial Function." Matsushita
Refrigeration Co., Japan, assignee. Japan Patent, 2001009242. 20010116. 134:90368  CA.

1434. Wakita, Katsuya, and  Masanobu Hirota, inventors. "Deodorization Apparatus and Refrigeration Apparatus
Using It." Matsushita Refrigeration Co., Japan, assignee. Japan Patent, 2000279493. 20001010. 133:256201 
CA.

1435. Wakita, Katsuya, and  Masanobu Hirota, inventors. "Manufacture of Titanium Oxide Thin Film Having High
Photocatalytic Activity." Matsushita Refrigeration Co., Japan, assignee. Japan Patent, 2000128536  . 9 May
2000. 132:315757  CA.
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1436. Wang, Jihong, Minqing Zhang,  Tao Wang, Changgeng Li, Chungui Jian, and Huaigong Zhu, inventors.
"Apparatus for Wastewater Treatment by Air Stripping and Photocatalytic Oxidation." Tianjin University,
Peop. Rep. China, assignee. China Patent, 1245782. 20000301. 133:197921  CA.

1437. Wang, Xia, Yaobin Meng, Hanchang Shi, Xiaomao Wang, and Yi Qian, inventors. "Process and Equipment for
Treating Wastewater by Suspension Photocatalytic Oxidation and Membrane Separation." Qinghua Univ.,
Peop. Rep. China, assignee. China Patent, 1262229. 20000809. 134:152013  CA.

1438. Waseda, Ryuta, inventor. "Substrates Having Titanium Oxide Layers and Formation of Titanium Oxide
Coatings." Central Glass Co., Ltd., Japan, assignee. Japan Patent, 11302036. 2 November 1999. 131:305087 
CA.

1439. Washburn, Norman A., Timothy J. Roberts, and Christian C. Herbeck, inventors. "Photocatalytic Oxidation
Enhanced Evaporator Coil Surface for Fly-by Control." Carrier Corp., USA, assignee. Europe Patent, 1069380
. 20010117. 134:88341  CA.

1440. Watabe, Toshiya, Atsushi Kitamura, Eiichi Kojima, and Yoshimitsu Saeki, inventors. "Antibacterial Materials
Containing Copper or Silver." Toto Ltd., Japan, assignee. Japan Patent, 11322524. 24 November 1999.
131:354954  CA.

1441. Watanabe, Kazuo, Shiji Mishima, and Hitoshi Maruyama, inventors. "Manufacture of Electrically Conductive
High-Density Titanium Oxide Target and Titanium Oxide Film Therefrom." Mitsubishi Materials Corp., Japan,
assignee. Japan Patent, 11172423. 29 June 1999. 131:51974  CA.

1442. Watanabe, Kenji, Akira Nagata, Kazushi Nakashima, and Takasato Katagiri, inventors. "Waste Gas Treatment
Apparatus Using Photocatalyst." Fujitsu Ltd., Japan, and Fujitsu Vlsi Ltd., assignees. Japan Patent,
2001062253. 20010313. 134:212060  CA.

1443. Watanabe, Shinsuke, inventor. "Titanium Oxide Thin Film Catalyst for Sterilization and Purification of Water."
Kashiwa Yogarasu K. K., Japan, assignee. Japan Patent, 11333299. 7 December 1999. 132:17089  CA.

1444. Watanabe, Shunya, Kazuhito Hashimoto, and Akira Fujishima, inventors. "Method for Preventing
Environmental Pollution and Product Capable of Preventing Environmental Pollution." Japan, assignee. Japan
Patent, 11342316. 14 December 1999. 132:15157  CA.

1445. Watanabe, Shunya, Kazuhito Hashimoto, Akira Fujishima, Kayano Sunada, and Kenichi Ishibashi, inventors.
"Method for Removal of Active Oxygen Generated From Photocatalyst Using Filter." Kanagawa Kagaku
Gijutsu Academy, Japan, assignee. Japan Patent, 2000000427. 7 January 2000. 132:54054  CA.

1446. Watanabe, Shunya, Kazuhito Hashimoto, Akira Nakajima, and Akira Fujishima, inventors. "Environmental
Pollution Preventing Method and Product Having Function of Preventing Environmental Pollution." Japan,
assignee. Japan Patent, 2000271444. 20001003. 133:256119  CA.

1447. Watanabe, Toshiya, Kazuhito Hashimoto, Akira Fujishima, Kazuyuki Takami, Norihiro Nakayama, Taro
Suzuki, Naoki Tanaka, Eisuke Tachibana, and Tatsuhiko Adachi, inventors. "Organic-Inorganic Composite
Graded Materials, Method for Preparation Thereof and Use Thereof." Ube Nitto Kasei Co., Ltd., Japan,
assignee. World Patent, 2000023523. 27 April 2000. 132:309790  CA.

1448. Watanabe, Toshiya, Atushi Kitamura, Eiichi Kojima, Kazuhito Hashimoto, and Akira Fujishima, inventors.
"Photocatalytic Air Treatment Process Under Room Light." Toto Co. Ltd., assignee. United States patent,
5874701. 23 February 1999.
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1449. Watanabe, Yutaka, Toshihiro Murawaki, and Toru Kitamura, inventors. "Antifouling and Antisoiling Coating
Compositions." Nippon Biso K. K., Japan, and Toho Kengyo K. K., assignees. Japan Patent, 2000303004.
20001031. 133:323087  CA.

1450. Watsuji, Toru, inventor. "Composite Filter for Deodorization and Dust Removal." Sharp Corp., Japan,
assignee. Japan Patent, 11221442. 17 August 1999. 131:160991  CA.

1451. Weng, Renfa, inventor. "Preparation of Silver-Containing Inorganic Antimicrobial Agent." Wang, Zhiquan,
Peop. Rep. China, assignee. China Patent, 1256868. 20000621. 134:67464  CA.

1452. Willner, Itamar, and  Koodali T. Ranjit, inventors. "Photocatalyst for Degradation of Organic Pollutants."
Yissum Research Development Company of the Hebrew University of Jerusalem, Israel, assignee. World
Patent, 9916548. 8 April 1999. 130:244381  CA.

1453. Wu, Ming, Hejin Wu, Fuxia Sun, Yuhong Zhang, and Fudong Wang, inventors. "Preparation of Nanometer
Titania Photocatalyst Supported on Metal Net." Dalian Inst. of Chemical Physics, Chinese Academy of
Sciences, Peop. Rep. China, assignee. China Patent, 1256170. 20000614. 134:78581  CA.

1454. Xin, Jiaying, Yi Xu, Shuben Li, Chungu Xia, and Lailai Wang, inventors. "Preparation of S-(+)-Naproxen by
Enzymec Asymmetrical Hydrolysis in Aqueous-Organic Solvent." Lanzhou Inst. of Chemical Physics, Chinese
Academy of Sciences, Peop. Rep. China, assignee. China Patent, 1260400.  20000719. 134:194861  CA.

1455. Xu, Nanping, and  Liqun Wu, inventors. "Preparation of Loaded Pd Film by Photocatalyzed Deposition."
Nanjing Chemical University, Peop. Rep. China, assignee. China Patent, 1232722. 27 October 1999.
133:80018  CA.

1456. Yabuta, Munehisa, Tomoo Takeda, and Kazumi Konno, inventors. "Luminous Hygienic Guard Rail With
Photocatalyst for Light Emission and Deodorization." Rado Kikaku K. K., Japan, assignee. Japan Patent,
2000248713. 20000912. 133:212257  CA.

1457. Yagi, Toshiaki, inventor. "Filter." Ohtsuka Chemical Co., Ltd., Japan, assignee. Japan Patent, 2000225349. 15
August 2000. 133:157602  CA.

1458. Yagi, Yasuyuki, Futoshi Hayashi, and Yasunari Uchitomi, inventors. "Apparatus for Pure Water Production."
Hitachi Plant Engineering and Construction Co., Ltd., Japan, assignee. Japan Patent, 11000659. 6 January
1999. 130:85863  CA.

1459. Yamada, Kageatsu, inventor. "Titanium Oxide Photocatalytic Disinfection Apparatus for Treatment of Athlete's
Foot." Japan, assignee. Japan Patent, 2000167026. 20 June 2000. 133:34484  CA.

1460. Yamada, Kazuhiro, and  Kenichi Nakamura, inventors. "Preparation of Water-Soluble Titanium Complexes As
Materials for Titania Photocatalyst Granules and Films." Mitsubishi Gas Chemical Co., Ltd., Japan, assignee.
Japan Patent, 2000256376. 20000919. 133:246520  CA.

1461. Yamada, Kohei, inventor. "Antibacterial Deodorant Fibers Coated With Photocatalyst Particles Having Porous
Fluoropolymer Surface Layers or Porous Fluoropolymer Coatings Containing Photocatalyst Particles and
Antibacterial Deodorant Yarns and Sheets Therefrom." Daiwa K. K., Japan, Yachiyo Shoji Y. K., and Shoei
Bussan K. K., assignees. Japan Patent, 2000008273.  A2.  20000111.   11 January 2000. 132:51098  CA.

1462. Yamada, Yasushi, inventor. "Photocatalyst Film on Plastic Support and Its Manufacture." Dainippon Printing
Co., Ltd., Japan, assignee. Japan Patent, 2000033271. 2 February 2000. 132:115142  CA.
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1463. Yamada, Yasushi, inventor. "Transparent Plastic Photocatalyst Films and Production Method." Dainippon
Printing Co., Ltd., Japan, assignee. Japan Patent, 11348172. 21 December 1999. 132:50844  CA.

1464. Yamagata, Koji, inventor. "Apparatus for Disinfection of Waters or Indoor Air by UV Irradiation." Raiza
Kogyo K. K., Japan, assignee. Japan Patent, 11333451. 7 December 1999. 132:6196  CA.

1465. Yamagata, Koji, and  Tsukasa Sakurada, inventors. "Method and Apparatus for Ultraviolet Disinfection of
Waters and Indoor Air Using Composite Ceramics With Photocatalyst." Raiza Kogyo K. K., Japan, and
Shinshu Seramitsukusu K. K., assignees. Japan Patent, 11077031. 23 March 1999. 130:227448  CA.

1466. Yamaguchi, Fumio, and Nobuyuki Koura, inventors. "Composites Having Metal Layers Containing
Photocatalysts and Their Manufacture." Japan, assignee. Japan Patent, 2000084415. 28 March 2000.
132:229423  CA.

1467. Yamaguchi, Masaaki, inventor. "Method and Apparatus for Decomposing Organic Compounds Contained in
Fluid on Pipe." Shinwa Kogyo K. K., Japan, assignee. Japan Patent, 2000093952. 4 April 2000. 132:255474 
CA.

1468. Yamaguchi, Shuichi, Hiroshi Yamauchi, Yasutaka Ueda, Takayuki Masuda, Susumu Harada, and Hidenori
Kojima, inventors. "Method for Application of Sound-Absorbing Walls." Hazama-Gumi, Ltd., Japan, and
Fujikawa Kenzai Kogyo K. K., assignees. Japan Patent, 2000355913. 20001226. 134:60444  CA.

1469. Yamaguchi, Taiichi, Masahiro Kawamoto, and Kazuhisa Nagata, inventors. "Manufacture of Neutral Titania
Sol Having High Transparency and Stability." Teika K. K., Japan, assignee. Japan Patent, 2000290015.
20001017. 133:311482  CA.

1470. Yamaguchi, Taiichi, Masahiro Kawamoto, and Kazuhisa Nagata, inventors. "Photocatalyst Titania Coating
Composition With Good Transparency, Storability, and Adhesion." Teika K. K., Japan, assignee. Japan Patent,
2000302422. 20001031. 133:336623  CA.

1471. Yamaki, Takeyuki, Hiroshi Tamaru, Keishi Shibata, Hikaru Tsujimoto, and Koichi Takahama, inventors.
"Soiling- and Wear-Resistant Coating Compositions From Filled Silicone Resins and Articles Coated With
Them." Matsushita Electric Works, Ltd., Japan, assignee. Japan Patent, 2000144054. 26 May 2000. 133:5938 
CA.

1472. Yamamoto, Hideki, Keishi Honjo, Katsuto Tanaka, and Yoshihiro Nishida, inventors. "Inks for the Formation
of Photocatalyst Coatings and Formation Methods Therefor." Central Glass Co., Ltd., Japan, assignee. Japan
Patent, 11269414. 5 October 1999. 131:259015  CA.

1473. Yamamoto, Hideki, Seiji Yamazaki, Yoshihiro Nishida, and Hiroshi Honjo, inventors. "Titania Crystals in
Zirconia-Silica Photocatalytic Film for Anti-Fogging, Stain-Resistant Hydrophilic Automotive Windows."
Central Glass Co., Ltd., Japan, assignee. Europe Patent, 1081108. 20010307. 134:196971  CA.

1474. Yamamoto, Hirokazu, inventor. "Method for Forming Photolysis Catalyst Thin Film Containing Noble Metal."
NOK Corp., Japan, assignee. Japan Patent, 11071137. 16 March 1999. 130:241495  CA.

1475. Yamamoto, Katsutoshi, Atsushi Asano, Masaru Hirai, and Kosaku Sakaguchi, inventors. "Face Mask for
Removal of Microorganisms and Odors." Daikin Industries, Ltd., Japan, assignee. Japan Patent, 2000042126.
15 February 2000. 132:156897  CA.

1476. Yamamoto, Katsutoshi, Kosaku Sakaguchi, and Jun Asano, inventors. "Tetrafluoroethylene-Based Polymer
Paste Molding Materials Containing Photocatalyst Particles, Their Manufacture, and Their Extrusion
Moldings." Daikin Industries, Ltd., Japan, assignee. Japan Patent, 2000300984. 20001031. 133:336181  CA.
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1477. Yamamoto, Kenji, Taichi Yamaguchi, and Tadashi Yasuhara, inventors. "Photocatalyst-Bearing Material for
Wastewater Treatment and Air Purification and Production of the Material." Teika K. K., Japan, assignee.
Japan Patent, 2000051692. 22 February 2000. 132:170484  CA.

1478. Yamamoto, Manabu, Masato Okabe, and Kosuke Kobayashi, inventors. "Method for Formation of Pattern on
Substrate, Substrate With Patterned Layer Therefrom, and Functional Component Using It." Dainippon
Printing Co., Ltd., Japan, assignee. Japan Patent, 2000255165. 20000919. 133:244885  CA.

1479. Yamamoto, Motodane, and  Noriko Yamaguchi, inventors. "Photocatalyst Structure Composed of
Photocatalyst Particles and Thermoplastic Polymer and Manufacture of the Structure." Soken K. K., Japan,
assignee. Japan Patent, 11197514. 27 July 1999. 131:108825  CA.

1480. Yamamoto, Mototane, inventor. "Titanium Oxide Photocatalyst With Photosensitizer, Its Manufacture, and
Photocatalyst Sheet Using It." Soken K. K., Japan, assignee. Japan Patent, 11169725. 29 June 1999. 131:94797
 CA.

1481. Yamamoto, Nobue, inventor. "Apparatus for Purification of Wastewater by Photocatalytic Decomposition of
Organic Substances." Sharp Corp., Japan, assignee. Japan Patent, 2000317473. 20001121. 133:354638  CA.

1482. Yamamoto, Nobue, inventor. "Apparatus for Treatment of Wastewater Using Photocatalysts." Sharp Corp.,
Japan, assignee. Japan Patent, 2000245994. 20000912. 133:212471  CA.

1483. Yamamoto, Nobue, inventor. "Food Warehouses Containing Photocatalysts." Sharp Corp., Japan, assignee.
Japan Patent, 2000220950. 8 August 2000. 133:149751  CA.

1484. Yamamoto, Nobue, and Noritake Sumida, inventors. "Food Preservation Warehouse." Sharp Corp., Japan,
assignee. Japan Patent, 11299470. 2 November 1999. 131:298873  CA.

1485. Yamamoto, Shinya, inventor. "Photocatalyst Functional Transfer Foil." Oike Industry Co., Ltd., Japan,
assignee. Japan Patent, 11268169. 5 October 1999. 131:259026  CA.

1486. Yamamura, Kazuo, Shin Tagaito, Masataka Ooka, and Nobuyoshi Shirai, inventors. "Photocatalytic Titania-
Containing Film-Forming Resin Compositions, Their Coatings, and Their Coated Products." Dainippon Ink and
Chemicals, Inc., Japan, assignee. Japan Patent, 11209680. 3 August 1999. 131:145813  CA.

1487. Yamamura, Kenji, inventor. "Photocatalytic Apparatus for Noxious Waste Gas Treatment." Sumitomo Heavy
Industries, Ltd., Japan, assignee. Japan Patent, 11033357. 9 February 1999. 130:172234  CA.

1488. Yamanaka, Kenichi, inventor. "Binder-Free Fiber Product Having Durable Photocatalyst Effect." Japan,
assignee. Japan Patent, 2000314081. 20001114. 133:351479  CA.

1489. Yamanaka, Minoru, Shintaro Itakura, and Yoshimasa Yamamoto, inventors. "Air Purification Material and
Measurement of Air Purification Efficiency." Sekisui Jushi Co., Ltd., Japan, assignee. Japan Patent,
2000314735. 20001114. 133:365767  CA.

1490. Yamanaka, Minoru, Yutaka Kondo, Keisuke Muta, and Yozo Nakamura, inventors. "Retroreflective Prism
Reflector." Sekisui Jushi Co., Ltd., Japan, assignee. Japan Patent, 2000028811. 28 January 2000. 132:115045 
CA.

1491. Yamanaka, Minoru, Mitsuo Yoshida, Takashi Koide, and Yozo Nakamura, inventors. "Self-Cleaning
Transparent Protective Films." Sekisui Jushi Co., Ltd., Japan, assignee. Japan Patent, 2000025156. 25 January
2000. 132:94500  CA.
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1492. Yamanaka, Minoru, Mitsuo Yoshida, Hirozo Nakamura, and Takahiro Nose, inventors. "Photocatalytic
Antistaining Material and Protective Film for It." Sekisui Jushi Co., Ltd., Japan, assignee. Japan Patent,
2000033666. 2 February 2000. 132:115145  CA.

1493. Yamanaka, Yasuhiro, and  Daisuke Tokunaga, inventors. "Method for Easy Coating of Photocatalyst." Pikoi K.
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